
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 
 

Alginate: Enhancement Strategies for Advanced Applications

Hurtado, A., Aljabali, A. A. A., Mishra, V., Tambuwala, M. M., & Serrano-aroca, Á. (2022). Alginate:
Enhancement Strategies for Advanced Applications. International Journal of Molecular Sciences, 23(9), [4486].
https://doi.org/10.3390/ijms23094486

Link to publication record in Ulster University Research Portal

Published in:
International Journal of Molecular Sciences

Publication Status:
Published (in print/issue): 19/04/2022

DOI:
10.3390/ijms23094486

Document Version
Publisher's PDF, also known as Version of record

General rights
Copyright for the publications made accessible via Ulster University's Research Portal is retained by the author(s) and / or other copyright
owners and it is a condition of accessing these publications that users recognise and abide by the legal requirements associated with these
rights.

Take down policy
The Research Portal is Ulster University's institutional repository that provides access to Ulster's research outputs. Every effort has been
made to ensure that content in the Research Portal does not infringe any person's rights, or applicable UK laws. If you discover content in
the Research Portal that you believe breaches copyright or violates any law, please contact pure-support@ulster.ac.uk.

Download date: 23/05/2023

https://doi.org/10.3390/ijms23094486
https://pure.ulster.ac.uk/en/publications/1b923c1c-6d06-4ad3-8384-002660bbfb86
https://doi.org/10.3390/ijms23094486


����������
�������

Citation: Hurtado, A.; Aljabali,

A.A.A.; Mishra, V.; Tambuwala,

M.M.; Serrano-Aroca, Á. Alginate:

Enhancement Strategies for

Advanced Applications. Int. J. Mol.

Sci. 2022, 23, 4486. https://doi.org/

10.3390/ijms23094486

Academic Editor: Xiao Hu

Received: 12 March 2022

Accepted: 17 April 2022

Published: 19 April 2022

Publisher’s Note: MDPI stays neutral

with regard to jurisdictional claims in

published maps and institutional affil-

iations.

Copyright: © 2022 by the authors.

Licensee MDPI, Basel, Switzerland.

This article is an open access article

distributed under the terms and

conditions of the Creative Commons

Attribution (CC BY) license (https://

creativecommons.org/licenses/by/

4.0/).

 International Journal of 

Molecular Sciences

Review

Alginate: Enhancement Strategies for Advanced Applications
Alejandro Hurtado 1, Alaa A. A. Aljabali 2 , Vijay Mishra 3 , Murtaza M. Tambuwala 4

and Ángel Serrano-Aroca 1,*

1 Biomaterials and Bioengineering Laboratory, Centro de Investigación Traslacional San Alberto Magno,
Universidad Católica de Valencia San Vicente Mártir, c/Guillem de Castro 94, 46001 Valencia, Spain;
alejandro.hurtado@mail.ucv.es

2 Department of Pharmaceutics and Pharmaceutical Technology, Faculty of Pharmacy, Yarmouk University,
Irbid 21163, Jordan; alaaj@yu.edu.jo

3 School of Pharmaceutical Sciences, Lovely Professional University, Phagwara 144411, Punjab, India;
vijaymishra2@gmail.com

4 School of Pharmacy and Pharmaceutical Science, Ulster University,
Coleraine BT52 1SA, Northern Ireland, UK; m.tambuwala@ulster.ac.uk

* Correspondence: angel.serrano@ucv.es

Abstract: Alginate is an excellent biodegradable and renewable material that is already used for
a broad range of industrial applications, including advanced fields, such as biomedicine and bio-
engineering, due to its excellent biodegradable and biocompatible properties. This biopolymer can
be produced from brown algae or a microorganism culture. This review presents the principles,
chemical structures, gelation properties, chemical interactions, production, sterilization, purification,
types, and alginate-based hydrogels developed so far. We present all of the advanced strategies used
to remarkably enhance this biopolymer’s physicochemical and biological characteristics in various
forms, such as injectable gels, fibers, films, hydrogels, and scaffolds. Thus, we present here all of
the material engineering enhancement approaches achieved so far in this biopolymer in terms of
mechanical reinforcement, thermal and electrical performance, wettability, water sorption and diffu-
sion, antimicrobial activity, in vivo and in vitro biological behavior, including toxicity, cell adhesion,
proliferation, and differentiation, immunological response, biodegradation, porosity, and its use as
scaffolds for tissue engineering applications. These improvements to overcome the drawbacks of the
alginate biopolymer could exponentially increase the significant number of alginate applications that
go from the paper industry to the bioprinting of organs.

Keywords: alginate; biopolymer; hydrogel; enhanced properties; composites

1. Introduction

Alginate has established itself as an excellent biodegradable, renewable, and bio-
compatible material with non-immunogenicity and easy gelation capacity [1,2]. This
biopolymer can be produced from brown algae or microorganism culture [3,4]. Alginate
is a U.S. FDA-approved product currently used in several medical applications, such as
thickening stabilizing agents for dental impression materials and wound healing treatments
in gel form [5]. Alginate currently possesses an immense number of industrial applications
in a wide range of fields, such as biotechnology, bioengineering, biomedicine, and clinical
applications, the pharmaceutical industry, chemical, textile, packaging and construction
industry, food and drinks, aquaculture, dentistry, paper industry, arts and crafts, and the
leisure industry (Table 1).
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Table 1. Application areas of alginate and its specific uses.

Area Specific Use Reference

Biotechnology, bioengineering,
biomedicine, and clinical

Dressings for wounds and burns [6,7]

Heavy metal chelator [8,9]

Scaffolding in tissue engineering [10–13]

Controlled release [14,15]

3D bio-printing [16,17]

Prosthesis, dental molds and
impression materials [18–21]

Immobilization of enzymes and cells [2,22]

Pharmaceutical industry

Food supplements [23]

Treatment for gastric reflux [24,25]

Cancer therapy [26,27]

Chemical, textile, packaging and
construction industry

Cosmetics [28,29]

Textile inks [30,31]

Detergents [32]

Adhesives [33,34]

Welding [35–37]

Building insulation [38]

Biodegradable packaging [39]

Food and drinks

Ice cream production [40,41]

Binder and thickener [42,43]

Beer foam stabilizer [44,45]

Confectionery and gastronomy
in general [46,47]

Aquaculture Binder for food [48,49]

Paper industry Thickener [39]

Arts and crafts Taxidermy molds [44,50]

Leisure industry Protective masks [51,52]

Biotechnology, bioengineering, biomedicine, and clinical areas include dressings for
wound healing [6,7], heavy metal chelators [8,9], tissue engineering [10–13], control drug
delivery [14,15], 3D bio-printing [16,17], prosthesis, dental molds and impression ma-
terials [18,19], and cell immobilization [2,22]. In drug delivery, alginate hydrogels can
efficiently encapsulate compounds such as insulin [53] or diverse enzymes [54] to be re-
leased because they possess adequate porosity for these purposes. Alginate can be used
as a carrier of proteins to protect them from degradation and minimize denaturation [55].
There is an increasing use of alginate hydrogels in the human body, resulting in no adverse
effects [56]; these gels have great potential in tissue regeneration, such as bone, muscle,
nerve, pancreatic, or hepatic tissue, in combination with cell transplantation and/or deliv-
ery of growth factors [57–59]. The pharmaceutical industry includes food supplements [23],
treatment for gastric reflux [24,25], and cancer therapy [26,27]. Alginate can be combined
with drugs (e.g., ketoprofen) in mixtures to exhibit anti-inflammatory effects after oral
administration for colon diseases [60].

Alginate has also shown great potential in the chemical, textile, packaging, and con-
struction industry, including cosmetics [28,29], textile inks [30,31], detergents [30,31], ad-
hesives [33,34], welding [35–37] and building insulation [38]. Alginate has shown great
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potential in developing biodegradable packaging using this biopolymer in the form of
films [39]. Other fields of application of this biopolymer include food and drinks, such as
ice creams and beer, aquaculture, arts and crafts, and the paper and leisure industry.

However, even though there are currently many industrial applications, alginate hy-
drogels possess very weak mechanical properties, especially when they are hydrated in
water. These materials have very low electrical and thermal conductivity, non-antibacterial
activity, and very poor cell binding activity, which is essential for different advanced appli-
cations, such as tissue engineering. Therefore, if these poor properties are enhanced, the
application fields of this biopolymer can be increased even more in biomedicine and other
industrial fields where the mechanical performance, electrical and/or thermal behavior,
water sorption and diffusion, in vitro and in vivo biological functionality, antimicrobial
activity, and porosity are essential. In this sense, much research on alginate combined
with other materials has been focused on enhancing its chemical, physical, and biological
properties. Therefore, alginate-based materials have been fabricated with a broad range
of different hybrid polymeric structures based on interpenetrating polymeric networks
(IPN) [61–63], semi-interpenetrated networks (semi-IPN) [64,65], or combined with other
materials, such as fibers, nanofibers, metallic, ceramic, and polymer nanoparticles, and
carbon nanomaterials, including graphene (Gr) and its derivatives [4,66–74]. Furthermore,
porous alginate-based supports (scaffolds) for regenerative medicine are being developed
with an improved structure composed of pores with different shapes, interconnection,
and porosity degrees, depending on the application, and generated by advanced methods,
including bioprinting [17,75–77]. Several reviews on alginate-based materials have recently
been published for environmental [78], food and packaging [46,79], heavy metals and
radionuclides adsorption [80], and biomedical applications [81], in particular, in wound
dressing [82], drug delivery [83], and tissue engineering [84–86]. However, in this review,
we present a profound journey to learn the principles of the alginate biopolymer, its chemi-
cal structure, gelation properties and interactions, production, and purification, and the
types of alginate-based hydrogels developed so far. A recompilation of advanced proce-
dures to remarkably enhance the physicochemical characteristics and biological activities
of the alginate materials in various forms, such as injectable gels, fibers, microcapsules,
films, hydrogels, etc., and scaffolds are shown here for the first time in the literature.
Thus, we present here all the enhancement strategies of this biopolymer achieved so far in
terms of mechanical reinforcement, thermal and electrical performance, wettability, water
sorption and diffusion, antimicrobial capacity, in vivo and in vitro biological behavior,
including toxicity, cell adhesion, proliferation and differentiation, immunological response,
biodegradation, porosity, and its use as a scaffold for tissue engineering applications. These
enhancement strategies could exponentially increase the already immense number of algi-
nate applications in a broad range of industries, from the paper industry to the bioprinting
of organs.

2. Alginate: Chemical Structure, Gelation, Properties, Production, Types,
and Purification
2.1. Chemical Composition

Sodium alginate (SA) is a compound that belongs to the group of polymeric sugars
and is usually called alginic acid [87]. This biopolymer is a carbohydrate polymer [88] in
the form of linear polysaccharides formed by a random sequence of two acid blocks, α-L-
guluronic acid (G), and the β-D-mannuronic acid (M) presented in the form of blocks with
mannuronic and guluronic (M/G ratio) at different proportions [89,90] and linked with
an o-glycosidic bond (1-4) [91]. Alginates are composed of these two types of molecules
distributed in different dispositions [92]. Figure 1a shows a short alginate chain’s chemical
structure and the M and G blocks that make up the alginate structure.
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Figure 1. Chemical structure of alginate and alginate gelling: (a) β-(1→4)-D-mannuronic acid (M) 
and α-(1→4)-L-guluronic acid (G) blocks; (b) egg-box model; (c) calcium coordination described by 
the pair of guluronate chains in calcium alginate junction zones. Dark circles represent the oxygen 
atoms involved in the coordination of the calcium ion. Adapted with permission from reference [93]. 
Copyright 2007 American Chemical Society. 
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coefficient of the biomaterial. Alginate has a negative charge over a fairly large pH spectrum 
[95]. The lowering of the pH rate impacts the alginate mixture in a couple of ways: (1) the 
precipitation of alginate generating those aggregates is caused when the pH is rapidly re-
duced; (2) the alginate gel is generated with a gradual and more stable reduction of pH [96]. 
Another factor is the consistency of the alginate achieved by molecular bonding of hydrogen 
and having the M-block residue factor in as they act appropriately in the mechanism of gel 
formation. However, gelation by ionic cross-linking to form ionic gels is caused when carbox-
ylic group residues possessing a negative charge interact with divalent or trivalent cations or 
cationic materials [97,98]. The formation of alginate gels is mainly due to abundant GG blocks, 
which are responsible for the specific anionic bond, and the gelling properties of alginate hy-
drogels come from there [99]. It should be noted that the units of the MM block form a linear 
polymer, whereas those of the GG block form loop-shaped or rotational groups (see Figure 
1a) [100]. The ability of SA to form gels when it is immersed in a solution containing divalent 
cations such as Ca2+ is the fundamental concept for using this biomaterial in different fields, 
including biological and technological fields [101]. Alginate has many carboxyl and hydroxyl 
groups in its polymeric structure, making alginate a suitable precursor, since it acts as a che-
lating agent [102]. Gelation by ionic crosslinking is generated by applying two external or in-
ternal techniques. These two vary in the divalent cations applied and in the gel formation in 
terms of kinetics. First, the external way is based on introducing the ions with an external base 

Figure 1. Chemical structure of alginate and alginate gelling: (a) β-(1→4)-D-mannuronic acid (M)
and α-(1→4)-L-guluronic acid (G) blocks; (b) egg-box model; (c) calcium coordination described by
the pair of guluronate chains in calcium alginate junction zones. Dark circles represent the oxygen
atoms involved in the coordination of the calcium ion. Adapted with permission from reference [93].
Copyright 2007 American Chemical Society.

2.2. Alginate Gelation

Alginate polymer chains can generate gels that can be manufactured by acid precipi-
tation or ionic reticulation, called ionotropic gelation [94]. Precipitation of acids to form
alginate gels occurs as soon as the pH is reduced to parameters lower than the pKa or a
dissociation coefficient of the biomaterial. Alginate has a negative charge over a fairly large
pH spectrum [95]. The lowering of the pH rate impacts the alginate mixture in a couple of
ways: (1) the precipitation of alginate generating those aggregates is caused when the pH is
rapidly reduced; (2) the alginate gel is generated with a gradual and more stable reduction
of pH [96]. Another factor is the consistency of the alginate achieved by molecular bonding
of hydrogen and having the M-block residue factor in as they act appropriately in the
mechanism of gel formation. However, gelation by ionic cross-linking to form ionic gels is
caused when carboxylic group residues possessing a negative charge interact with divalent
or trivalent cations or cationic materials [97,98]. The formation of alginate gels is mainly
due to abundant GG blocks, which are responsible for the specific anionic bond, and the
gelling properties of alginate hydrogels come from there [99]. It should be noted that
the units of the MM block form a linear polymer, whereas those of the GG block form
loop-shaped or rotational groups (see Figure 1a) [100]. The ability of SA to form gels when
it is immersed in a solution containing divalent cations such as Ca2+ is the fundamental
concept for using this biomaterial in different fields, including biological and technological
fields [101]. Alginate has many carboxyl and hydroxyl groups in its polymeric structure,
making alginate a suitable precursor, since it acts as a chelating agent [102]. Gelation by
ionic crosslinking is generated by applying two external or internal techniques. These two
vary in the divalent cations applied and in the gel formation in terms of kinetics. First, the
external way is based on introducing the ions with an external base to generate the gels,
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when the alginate “sol” phase, typically in the droplet structure, penetrates the solution
formed by water, the ions in the form of salt. The latter quickly reach the “sol” phase and
are dispersed mainly on the surface, generating hydrogels of mixed form, where in the
more central parts of the gel, there is less concentration of divalent ions. However, the
inner gelling mechanism usually introduces ions with a quiescent mechanism into the
“sol” phase. Thus, many examples of this technique include calcium, non-soluble minerals,
such as phosphate, calcium oxalate, citrate, and carbonate. The established and controlled
changes in the characteristics of the overall complex, such as variations in pH or the solubil-
ity capacity of ions, promote their release and generate the onset of crosslinking, generating
simple, non-heterogeneous hydrogels with a correct dispersion of these ions [94]. However,
the obtained beads are more sensitive to breakage [83]. Thus, alginate, in a medium with
different divalent cations, such as calcium, zinc, or magnesium, among many others, forms
the so-called “egg-box” structure (Figure 1b) [103].

Thus, hydrophilic alginate gels are generated by applying the characteristic cross-
linking of SA using different types of divalent charged cations, such as Ca2+, Zn2+, Mg2+,
etc. [104]. Alginate hydrogels can swell with a three-dimensional (3D) shape without
being solved when they are in an aqueous medium. The divalent cations induce inter-
communication and gel bonding zones [93]. In this cross-linking process, two G-block
structures are “linked” to each other by the union of a divalent cation (Figure 1c) [103].
Random GM blocks also contribute to the bonding zone and, thus, form this characteristic
structure [105]. The so-called egg structure has also been reported to be formed by chains
of four consecutive G-blocks [106].

On the other hand, gelation kinetics and features may vary depending directly on
temperature [107], and one of the complications is that the ions must be known since the
properties are related to characteristics such as valence or atomic radius [94]. Ion binding
in isolation is a requirement for the hydrogel, so the constitution and order of monomers
have great value in the characteristics of the formed calcium alginate hydrogels [108].
The alginate structure can be transformed into macroporous epichlorohydrin cross-linked
alginate beads, acquiring the property of absorbing proteins [109].

Alginate gelation can occur by other methods, such as photo-crosslinking, thermal
gelation, or a synergistic mixture of these methods [110]. This biomaterial allows cross-
linking with compounds, such as glutaraldehyde or other mixtures [111]. These cross-
linking approaches lack a level of safety comparable to ion cross-linking, especially for
use in biomedical techniques, as they may contain some toxicity that precludes their
use. The process may be approached with photo-crosslinking, even with the proper
chemical starters [42]. For example, the use of argon ions for crosslinking with alginate
in combination with methacrylate produces clean and flexible hydrogels, used to seal a
corneal perforation in vivo, demonstrating yet another use in surgical techniques without
the need for sutures [112]. Alternative methods of photo-crosslinking usually involve the
use of a light sensitizer or the release of acid, which can be hazardous to the organism [58].

Problems can be encountered to produce homogeneous alginate-based materials when
using external cation crosslinking solutions. For example, to produce homogeneous films
of calcium alginate, it is necessary to produce films of sodium alginate by solvent casting,
followed by immersion in a calcium chloride aqueous crosslinking solution [67,69,71]. The
crosslinking solutions must be prepared with the suitable concentrations of divalent cations
and immersion time must be controlled in order to tailor the required mechanical and water
sorption properties.

2.3. Alginate Properties

The physicochemical properties of alginate may be modified because they depend
on the conformation of the biopolymer [113]. The mannuronic and guluronic building
blocks that make up the alginate structure and the conformation and partitioning in the
alginate structure must be considered to vary the alginate characteristics [39]. There
are up to 200 different types of alginate with different molecular mass and/or chemical
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compositions of the associated elements [114]. Alginates show different percentages of
glycosidic monomers that make up the alginate structure [115]. Therefore, its applications
depend on its properties and are directly proportional to its structure type. On the other
hand, alginates are non-toxic, biocompatible, and biodegradable materials [116]. The ability
to degrade alginate is impossible in mammals, mainly because the enzyme necessary for the
process is not present [117]. However, degradation does occur in alginate hydrogels cross-
linked with ions as there is an outflow of ions into the environment with exchange reactions.
The degradation rate of alginates can be controlled and may be very slow, preventing
degradation in the short-term [118]. Other important physicochemical properties of alginate
involve selective bonding of divalent cations, the basis of hydrogel formation [119]. The pH
is essential for the solubility of alginates [119]. Thus, a very low pH causes the precipitation
of alginate chains [120]. Any variation in ionic strength is likely to affect solubility and
viscosity; dispersion and solubility will vary with different ionic strengths [121]. Thus,
alginate will have another state depending on pH: alginate becomes a gel at neutral pH,
alginate swells at pH 3, and alginate becomes more viscous at pH 8 [122]. The principles of
the properties of alginate gelling are based on this simple characteristic [123]. The selectivity
of alginate blocks is very relevant as G-blocks are more efficiently bound to divalent ions
than M-blocks [124]. In addition, G-blocks have a significant value because they have an
overall characteristic that they can be presented as regulators or modulators of gelation
when dissolved with gelling alginates [125]. The selectivity of this polysaccharide for
positive ions with double valence is precise to the number of ions in the natural biomaterial
hydrogel [126].

The control mechanism for the union of alginates with ions becomes a procedure of
great importance for its final structure [127]. The mediated introduction of binding cations
is made possible by two mechanisms for preparing an alginate natural biomaterial hydrogel:
the dissemination and the inner fixation methods [119]. The dissemination process differs
because it allows the introduction of a crosslinking cation from a large external reservoir
into an alginate solution [128]. The diffusion setting is characterized by a much faster
gel rate and is applied for immobilization purposes, where each of the polysaccharide
dissolution droplets makes a single drop of gel with an active agent included within it [127].
The internal method differs from diffusion by the mediated secretion of the cross-linking
ion already inside the hydrogel [129].

Properties of the material, such as stability and ionically cross-linked gels, are essential
for biological use [130]. Alginate is sensitive to depolymerization because it is composed of
simple chain polymeric material [130]. Thus, the stability of glycosidic bonds is variable but
can be broken by techniques that apply pH variation or oxidation with free radicals [131].
Hydrolysis of the gel occurs when complex stability is reduced to a pH below 5 because
there is a higher concentration of protons; instead, decomposition is generated at a pH
above 5.

Autoclaving should not be used to sterilize SA. γ-radiation leads to irreversible algi-
nate damage with hydroxyl free radical (OH*) formation [132]. Since this polymer can be
dissolved in water at ambient temperature, sterile filtration is recommended. Crosslinked
alginate in the form of films can be sterilized by cleaning with absolute ethanol and subse-
quent UV irradiation for 1 h per side [68,71,104,133–135].

2.4. Alginate Production

Currently, alginate biosynthesis can arise from brown algae, such as Laminaria Hyper-
borea, or bacteria, such as Pseudomonas aeruginosa [136].

2.4.1. Alginate Produced by Brown Algae

The generation of brown algae began in California in 1929; soon after, in 1939, it
was developed in some European countries and Japan [137]. At present, there is a high
regional imbalance in seaweed production [138]. Thus, 35.8 million tons of global seaweed
production is contributed to by 49 countries/territories and 97% of the world production
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comes from Asia. Thus, the major producer countries per area are China, Indonesia,
Republic of Korea, and Philippines in Asia. In Americas, Chile is the major producer at
the same level of Japan. In Europe, Norway and France are the major producers but with
production rates three and eight times lower than that of Japan, respectively. Alginates
are derived from brown seaweed and are produced mainly in the USA, Norway, China,
Canada, France, and Japan [139]. Among the advantages of obtaining alginate from brown
algae is that most alginophytes have large quantities of the product and generate large
areas on the rocky shores with little depth [140,141]. Figure 2 shows the areas where some
algae used for alginate production are found throughout the world [142].
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Alginate is found in algae, mainly in the cell wall and especially in species such as
brown algae [143]. Alginate extraction from brown algae is carried out based on vari-
ous mechanisms, such as applying various centrifuges, variations in pH, and allowing
precipitation [99]. The yield of alginate extracted from brown algae is about 44.32% on
average [144]. More than 200 types of alginate are commercially available, and most of
them are extracted from wild brown seaweed [58]. Among the species of brown algae from
which alginate is extracted, Macrocystis pyrifera is one of the most essential [145]. Among
the species that produce alginate, from the industrial point of view, the most relevant are
Ascophyllum nodosum, Macrocystis pyrifera, and Laminaria hyperborea [142]. A novel method
is used to cultivate brown algae in the laboratory using free-living gametophytes, as they
have advantages in terms of genetic selection capacity, clone generation, and production
of large quantities [142,146]. The relative molecular mass of alginate ranges from 32 to
400 kg/mol [147], and the leading causes of variability are the algae’s species and age [148].
Table 2 shows the main types of alginate extracted from different brown algae.
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Table 2. The main alginate types from brown algae depend on the source, M/G ratio, molecular
weight, and viscosity. Nd: not determined.

Source M (%) G (%)
Molecular

Weight
(kDa)

Viscosity
(dL/g) References

Laminaria hyperborea 25–35 75–65 91.902 6.4 [142,149,150]
Laminaria digitata 53–60 40–47 114–132 2.4 [90,113]

Macrocystis pyrifera 61 39 146–264 12.1 [142,151–153]
Fucus vesiculosus 53.4–59 41–46.6 125–154.9 2.5 [150,154,155]
Sargassum fluitans 54.2 45.8 300 6.3 [150,154,156]
Sargassum vulgare 44–56 44–56 110–194 5.26–9.10 [150,157,158]
Laminaria japonica 65–72 28–35 770 15.4 [44]

Ascophyllum nodosum 46 54 177.3 2.8 [142,150,155]
Saccharina longicruris 41 59 106.6 Nd [142,155]
Durvillaea antartica 68–71 29–32 Nd 7.82 [136,142,159]

Other alginate sources not included in the table are Ecklonia maxima and Lessonia
nigrescens [160].

2.4.2. Alginate Produced from Bacterial Culture

Alginate is a bio-polysaccharide that was first isolated from marine macroalgae, but
later, this sugar was observed in differentiated bacteria [161]. Alginate is an essential
component of the biofilm of bacteria that produce pulmonary fibrosis disease [162]. Of
the bacterial types, the most relevant for alginate production are the species Pseudomonas
aeruginosa [163] and Azotobacter vinelandii [164]; they are capable of producing large amounts
of this biopolymer as an excretion polysaccharide in the bacterial biofilm [163]. In the first
bacterium, alginate has a relevant role in the biofilm structure, and A. vinelandii uses
alginates that possess high G-block and low M-block concentrations to be more persistent
in cysts [165]. The PMI-GMP isomerase enzyme is fully involved in different early and
late alginate production processes in these bacteria [166]. Multiple genes are found in
the alginate generation pathway necessary for its production (Table 3), some of which are
responsible for the proper functioning of alginate polymerase [163].

Table 3. Genes involved in the production of alginate by bacteria and their gene products.

Gene Product Reference

algA Phosphomannose isomerase/GDP-mannose
pyrophosphorylase [167–169]

algB ntrC [170,171]
algC Phosphomannomutase [172]
algD GDP-mannose dehydrogenase [173]
algF O-Acetylation [174]
algG Mannuronan C-5 epimerase [174,175]
algI O-Acetylation [174]
algL Alginate lyase [176,177]

algR1 Regulatory molecules [178]
algS Anti σ factor [179]

Some genes are not directly related to alginate synthesis but produce alternative
proteins [180]. Alginate acts as an inducer of increased alginate production in a positive
feedback reaction at the gene promoter of the biosynthesis pathway [170]. These genes
could be used for molecular modifications in genetic engineering [181]. Alginate matrix
is governed by an enzyme called mannuronan-C-5 epimerase that interconnects stereo-
specific epimers [182]. Thus, alginate can be chemically modified by acetylation and
epimerization, located in the time interval in which they are transferred to the periplasmatic
space [183]. Genetic engineering and protein engineering can be used to produce bacterial
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alginates by modeling bacterial genetics [165]. Finally, it should be noted that only alginates
produced from bacterial cultures have a greater capacity to interact with water molecules
because the glycosidic product is found with acetylation at carbon positions 2 and 3 [164].
The main alginate types produced from different bacterial cultures, M/G ratios, and bacteria
features from bacteria are shown in Table 4.

Table 4. Main alginate types produced from different bacterial cultures, M/G ratios, and characteris-
tics of bacteria.

Source M (%) G (%) Features References

Pseudomonas aeruginosa 70 30 Mucoid biofilms [184]
Pseudomonas fluorescens, 60–73 27–40 1.4–1.8 of polydispersity index [185–187]

Azotobacter vinelandii 6–75 25–94 Encystment process or biofilm [185,186]
Pseudomonas putida 78–63 22–37 1.5–1.8 of polydispersity index [186,187]

Pseudomonas mendocina 74 26 Mucoid biofilms [186,188]

As mentioned above, there are multiple genes involved in synthesizing these genes;
up to 24 stand out in the bacterium P. aeruginosa [167]. Most of these genes are found
on the bacterial chromosome, and so far, there are no studies that show that it is located
in plasmids [180]. There is a tremendous advantage in alginates produced by bacteria
over alginates produced by algae because the quality generated is much better, and their
characteristics and activities have been studied in detail [97,189]. However, alginate pro-
duced from bacterial culture presents several disadvantages concerning alginate extracted
from brown algae. Thus, in the first place, the production of bacterial alginate is much
more expensive than that produced from brown algae [190]. Furthermore, extraction is
interrupted by the enzyme alginate lyase, and, in addition, the mucoid strains of P. aerugi-
nosa often stop producing alginate when grown in the laboratory [136]. Furthermore, the
alginate produced by bacteria has the existence of the enzyme epimerase that hinders the
procedure [136,191].

2.5. Alginate Purification Methods

After extraction, the alginate contains residues, such as heavy metals, protein com-
pounds, toxins, and polyphenols [97] that compromise the biocompatibility of this biopoly-
mer [147,165]. Therefore, accurate extraction techniques must be performed, eliminating
upstream and unnecessary compounds, and purification must be performed to elimi-
nate downstream compounds, avoiding an immunogenic response in biomedical applica-
tions [83]. Alginate used in medicine and introduced into the body without purification
leads to cell overgrowth around the capsules of this biopolymer, so purification techniques
must be used to reduce contaminants such as immunogenic proteins [192,193]. Unpurified
alginate, raw alginate, in a sphere for directed microencapsulation introduced into living
organisms, is also known to produce characteristic pathogen-associated molecular patterns
(PAMPs) and damage-associated molecular patterns (DAMPS) that stimulate the immune
response [53]. The viscosity must also be considered within alginate purification, as this pa-
rameter is affected after purification [194]. Alginate can be purified by filtration, extraction,
and precipitation [195]. A novel alginate purification method is the chemical purification
procedure applied to alginates with variations in the proportions of M-monomers and
G-monomers [196]. It improves stability and reduces diffusion, permeability, and increases
the practical defense of quiescent cells against the body’s response to the immune process in
such a case [197]. Correct elimination of downstream compounds decreases immunogenic
factors promoting the non-activation of the immune system [198]. Some of these impurities
include endotoxins, certain proteins, and polyphenols [198]. Polyphenols can be dangerous
for humans as reported by the World Health Organization, and can possibly accumulate in
the body. Endotoxins and proteins have been associated with a reduced biocompatibility of
the alginate. Thus, a considerable reduction of proteinic contaminants is obtained using size
exclusion chromatography for alginate purification [199]. Another technique for alginate
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purification is the removal of mitogenic compounds by free-flowing electrophoresis [200].
The purification of alginate for clinical use has increased biocompatibility [201]. Many
researchers prefer to buy ultrapure alginate directly from specialized companies, such as
NovaMatrix-DuPont [202], to reduce work time. These companies offer well-characterized
ultra-purified alginates with different molecular weighs and M/G rations in sterile con-
ditions. Peptide-coupled alginates with enhanced cell adhesion properties can also be
purchased.

3. Enhancement of Physicochemical Properties

A broad range of material engineering enhancement approaches have been achieved so
far in the alginate biopolymer, in terms of mechanical reinforcement, thermal and electrical
properties, wettability, and water sorption and diffusion.

3.1. Mechanical Reinforcement

The mechanical performance of alginate increases at higher concentrations [197] and
higher G block contents with respect to the amount of M blocks [203]. Even though algi-
nates possess excellent properties, such as biodegradability, biocompatibility, etc., their
mechanical performance is relatively poor, especially in the hydrated state [204]. In this
regard, many material engineering approaches have been developed, such as reinforcement
combining alginate with other compounds, polymers, by nanofilling advanced materi-
als such as nanofibers, carbon nanomaterials, nanometals, nanocellulose, or nanoclay,
among others.

3.1.1. Reinforcement with Other Polymers

Several multicomponent polymer structures using alginate have been developed, such
as mixtures [205], graft copolymers [206,207], semi-interpenetrating polymer networks
(semi-IPNs), such as alginate/chitosan [65], calcium alginate/polycaprolactone [208], or
sodium alginate-g-poly(sodium acrylate) [64], and the full interpenetrated polymer network
(IPN), such as alginate/poly(acrylic acid) [62,63] or sterculia gum/calcium alginate [61].
In addition, to achieve mechanical reinforcement, other enhancements of properties can
be achieved by these multicomponent systems, such as heat-resistant capacity [209], cell
adhesive properties [65], sensibility as drug delivery systems [95], etc. Different polymers
such as cellulose acetate phthalate (CAP), polyphosphate (PP), sodium carboxymethylcel-
lulose (CMC), cellulose sulphate (CS), and dextran sulfate (DS) have mixed with alginate to
enhance its mechanical properties [210,211]. The microcapsules formed with alginate that
are loaded with insulin were reinforced with another polymer, such as chitosan to increase
insulin protection [211]. The mucoadhesive properties of chitosan have been combined
with alginate [212]. Alginate can also be mixed with polymers of different chemical na-
ture, such as those belonging to or derived from cellulose, acrylic polymers, pectins, and
polyvinylpyrrolidone [213]. The mixture of polyethylene glycol acrylate with alginate has
successfully promoted chemical stability for Langerhans microencapsulation of the islets
for insulin release [214].

In recent reports, benzoyl peroxide has generated a polymerized matrix of itaconic
acid with SA as an improvement [206]. Other investigations highlighted that using algi-
nate with other compounds to generate a stable polymeric matrix has a significant value.
Polymers such as poly(N-isopropylacrylamide) (PIPAAm) and poly (acrylic acid) (PAA)
have been used to generate spheres by processes such as microwave-mediated secretion
of indomethacin (IND) [207]. Hydrogels formed by semi-IPN have been developed using
alginate and other common polysaccharides, hyaluronic acid [215] or chitosan [65]. Other
semi-IPNs able to trap glucose isomerase consist of hydrogels that intertwine polyacry-
lamide and alginate chains [216]. A very recent study has reported the use of alginate and
xanthan gum to produce a heart patch [217].



Int. J. Mol. Sci. 2022, 23, 4486 11 of 45

3.1.2. Reinforcement with Fibers and Nanofibers

The mechanical properties of alginate-based hydrogels can be improved with the
incorporation of fibers and nanofibers. Bonding with fibers and nanofibers promotes the
improvement of properties, such as tensile strength, elongation, breakage, and compression
resistance [218]. Sodium alginate-polyvinyl alcohol hydrogels have been reinforced with
cellulose nanofibers [219]. These composites showed enhanced density, viscoelasticity,
and mechanical strength: 79.5 kPa in compressive strength, 3.2 times higher than that of
the neat hydrogel. Cellulose nanofibers and bio-extracts showed synergistic effects for
fabricating high strength sodium alginate-based composite bio-sponges with antibacterial
properties [220]. Cellulose fibers have been used to reinforce a bioadhesive formulation
based on a combination of gelatin and alginate crosslinked with water-soluble carbodi-
imide [221]. These composite materials showed a dramatic increase in the viscosity and
in the burst strength. Cellulose fibers and cellulose nanowhiskers isolated from mulberry
pulp were used with alginate hydrogels to increase mechanical properties and tensile
strength [222]. The bonding of alginate hydrogels with cellulose nanofibers (NFC) and
microfibrillated cellulose (MFC) reinforced mechanical properties, tensile strength, and
reduced water vapor permeability [223,224]. Nanocrystalline nanocellulose were used with
alginate hydrogel films to significantly increase tensile strength, water vapor permeability,
and molecular interactions [225]. Alginate hydrogels bonded with nanocellulose to pro-
vide excellent thermal stability and high water resistance have also been reported [226].
Improved mechanical performance of alginate hydrogels can be achieved with cellulose
nanocrystal(s) (CNC) and cellulose nanocrystal oxide (OCNC) [73]. Hydrogel alginate
spheres, together with magnetic nanocellulose, were used to improve drug delivery and
release, mechanical reinforcement, and specific physicochemical characteristics of the final
complex [227].

The mechanical properties of an alginate hydrogel were improved by reinforcement
with ethanol-treated polycaprolactone nanofibers [228] and with aligned electrospun gelatin
nanofibers [229]. Thus, the alginate/gelatin nanofiber hydrogel increased up to 541% in
tensile modulus and 1690% in tensile strength, while keeping good transparency. Fiber
reinforcement is also used in additive manufacturing. Thus, a 3D-printed fiber-reinforced
hydrogel composite consisting of a combination of alginate/acrylamide gel precursor solu-
tion and an epoxy-based UV-curable adhesive can be fabricated [230]. Alginate was mixed
with nanocellulose to allow 3D printing as a high-printability ink for fabric scaffolds [75,76]
and 3D bioprinting with NFC [17,77].

3.1.3. Reinforcement with Carbon Nanomaterials

Calcium alginate films were synthesized with the incorporation of several amounts
of carbon nanomaterials (CNMs), such as carbon nanofibers (CNFs) and graphene oxide
(GO) [4,66–69]. These composite structures showed enhanced mechanical performance and
much faster water diffusion through the carbon nanochannels formed in the alginate poly-
meric matrices. Thus, reinforced calcium alginate/GO composites have been developed
(Figure 3) [71].
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Compared with calcium alginate without any reinforcing agent, a nine-fold increase in
the compression modulus of calcium alginate is seen when dry and up to a six-fold increase
when hydrated for 1% w/w of GO. According to Figure 3, the opacity of alginate films
with GO increases with the addition of GO to the composite. When little GO loading (0.1%
w/w) is introduced into the alginate, the compressive modulus significantly increases. The
addition of GO with an increase of calcium ions allows to generate alginate gels with a
significant improvement in the mechanical reinforcement characteristic, which can be up
to a multiple of four times the increase of this parameter [4]. A similar effect is presented
when CNFs are used to reinforce calcium alginate [66]. In addition, the water absorption of
the final composite increases with a very low amount of CNFs introduced into the alginate
polymeric matrix. However, GO nanomaterial is more expensive than CNFs, so it is a factor
that must be considered to produce these materials at a large scale.

Carbon nanofibers are CBNs with a high degree of hydrophobicity [231]. Therefore,
the composite structure generated by incorporating CNFs into the hydrophilic alginate
polymer is not homogeneous (Figure 4) [68].
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Figure 4. Transmission electron microscopy (TEM) captures of carbon nanofibers (CNFs) (a) and
ultrathin sections of calcium-cross-linked alginate with CNFs at 1% w/w ratio (b); cryo-scanning
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Elsevier [68].

Figure 4 shows that in the swollen state, when the alginate gels are immersed in
pure water, the pores undergo opening to introduce this water into the interior of the
composite. It is of note that swelling at the body temperature (37 ± 0.5 ◦C) produces a
morphology with larger pores than swelling at 26± 0.5 ◦C (Figure 4) [68]. With the addition
of more CNFs, higher tensile properties are achieved and high resistance when they are
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not in the swollen state [66]. The combination of zinc cations with GO presents itself as
an exciting mixture for the medical industry and increases properties, such as thermal
characteristics, degradation, and exact dielectric properties [104,232]. Single-walled carbon
nanotubes (SWCNT) are used to promote breakage reinforcement and mechanical traction
of many hydrogels [233,234]. Thus, alginate combined with SWCNTs also showed increased
mechanical reinforcement, making these composites ideal candidates for many biomedical
applications [235]. Carbon nanotubes (CNTs), in combination with alginate, can be used for
drug portability due to greater flexural strength, more excellent stability, less drug leakage,
and a much more sustainable release profile [236].

Multi-walled carbon nanotubes (MWCNTs) in alginate hydrogels increase porosity
and decrease the degree of the degradability of this hydrogel [237]. However, CNFs have
recently shown to be capable of accelerating the biodegradability of the hydrophobic
poly(3-hydroxybutyrate-co-3-hydroxyvalerate) (PHBV) biopolymer [238].

CNTs, similar to other CBNS, reinforced the dehydration and swelling of alginate
hydrogels [239]. The addition of GO into SA has increased structural, morphological, and
thermal stability and improved mechanical and traction properties [240,241]. Moreover,
3D cross-linked networks of GO in the form of irregular tubes incorporated into alginate
hydrogels showed mechanical improvements due to microstructural changes [69]. Reduced
GO (rGO) increases properties just like normal GO or Gr, making it a good alternative
material [242,243]. GO improves the compression performances of alginate hydrogels
when applied in a small concentration (0.1% w/w) [4]. The physical properties of alginate
can significantly change depending on the green synthesis followed [67]. Thus, novel
routes to synthesize alginate using small concentrations of GO have been proposed to
generate a measurable increase in water diffusion capacity and different mechanical traction
characteristics, among other properties [67].

3.1.4. Reinforcement with Nanoparticles

In addition to CBNs, a broad range of nanoparticles of different chemical nature, such
as ceramic, metal/metal oxide, and polymeric nanoparticles can be dispersed in alginate
matrix to form blends in the form of hydrogels, films, mats, fibers, or microcapsules with
superior properties [244]. These composites with nanofillers have tailored functional-
ity and promising physical, chemical, electrical, and biological properties than pristine
ones. Thus, an enhancement strategy consisting of in situ reduction of silver nanopar-
ticles (AgNPs) by sodium alginate to obtain a silver-loaded composite with enhanced
mechanical and antimicrobial properties has been reported recently [245]. Alginate bio-
functional films modified with melanin and zinc oxide/AgNPs showed enhanced tensile
strength [246]. Alginate-based mats reinforced with ZnO nanoparticles were prepared via
an electrospinning technique and subjected to a washing-cross-linking process composed of
homogeneous nanofibers with a diameter of 100± 30 nm [247]. Nanocomposite films based
on sodium alginate and polyaniline and TiO2 nanoceramic, synthesized by the solution
casting method, showed promising mechanical, electrical, and antimicrobial activity for
food packaging applications [248]. Preparation and characterization of polyaniline/sodium
alginate-doped TiO2 nanoparticles showed promising mechanical and electrical properties
and antimicrobial activity for food packaging applications [248]. ZnO and ZnO/CaO
nanoparticles in alginate films were characterized mechanically to be used for food packag-
ing [249]. Hydroxyapatite nanoparticles have also been used to enhance the mechanical
performance and provide antibacterial properties to alginate films [250]. The use of tita-
nium in combination with calcium alginate is a procedure that promotes immobilization
efficiency, increasing the mechanical properties of the hydrogel up to three times compared
to pure calcium alginate [251]. Montmorillonite nanoclay (MMT) and CaCl2-reinforced
alginate-based nanocomposite film was prepared by the solvent casting method to increase
internal mechanical and physicochemical properties [252,253]. The use of different nan-
oclays, such as MMT, laponite (LP), and sumecton (SUM), together with alginate, can be
used as reinforcing agents for biomedical applications [74]. Biopolymers, such as alginate,
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are often combined with two types of nanoclays, such as kaolinite sheets and halloysite
nanotubes, to enhance mechanical performance [254,255]. Incorporating nano-silica into
an IPN produced with poly(acrylic acid) and alginate by UV polymerization increased its
compressive strength and fracture resistance [63]. In bioprinting applications, cell-laden
alginate–gelatin composite bio-ink with bioactive glass nanoparticles showed enhanced
mechanical and biological properties [256].

3.2. Improvement of Thermal Properties

The thermal properties of alginate can be improved by incorporating nanomaterials
with excellent thermal properties, such as CBNs or metallic nanoparticles, among oth-
ers [257,258]. Thus, GO provides enhanced thermal resistance and stability to sodium
alginate [240], and this enhancement increases with GO content [259]. Moreover, 3D cross-
linked networks of GO showed enhanced thermal properties than single GO nanosheets
when incorporated into calcium alginate composite hydrogels [69]. Furthermore, the ther-
mal properties of calcium alginate/GO composites can be tailored following different
chemical routes [67]. The introduction of other CBNs, such as rGO into calcium alginate,
can efficiently improve its thermal stability [260]. Alginate-CuO nanocomposite showed
enhanced thermal stability with respect to neat alginate. In addition, these composites
exhibited antifungal activity [261]. Thermogravimetric analysis (TGA) showed that the
thermal stability of alginate/AgNPs composite films increased distinctively compared with
neat alginate films [262]. The addition of inorganic and organic nanofillers, such as MMT
and cellulose nanocrystals, has improved the thermal capacity of the alginate [263,264]. The
carboxymethyl konjac glucomannan polymer increased the physical properties, especially
the thermal stability of SA hydrogels due to the intermolecular hydrogen bonds between
both polymers [265]. The combination of SA, Gr, and polyvinyl alcohol (PVA) increased
the thermal stability of the final composite [266,267]. Thermal stability can be improved
by combining halloysite and alginate [268]. However, the union of alginate with glycerol
decreased the thermal decomposition capacity of the final composite [269]. Zinc cross-
linked alginate improved thermal stability compared to that of SA [270]. Molybdenum
disulfide nanoleafs incorporated into alginate hydrogels can provide enhanced thermal
resistance [271]. The thermomechanical properties of alginate films were improved by
incorporating SiO2, PVA, and glycerol [272].

3.3. Enhancement of Electrical Properties

Many materials, such as Gr, CNTs, CNFs, AgNPs, polypyrrole (PPy), among others,
are excellent electrical conductive materials [257,273,274]. Therefore, they can provide
electrical conductivity to alginate when they are incorporated into its biopolymer matrix.
However, in these composites, the percolation threshold; that is, the connectivity between
the conductive nanomaterials incorporated into the biopolymer, plays a very important
role [275]. Parameters, such as nanoparticle types and forms, synthesis methods, treat-
ments, and dimensionality, as well as polymer types and dispersion methods, have impact
on the percolation threshold and, thus, on the maximum conductivity of the composite.
The development of conductive composites has great potential in biomedical applica-
tions that allow the application of electrostimulation [276,277]. In this context, various
CNTs have been successfully applied to increase the electrical conductivity of alginate
hydrogels [278]. Nanofibers composed of alginate and CNTs produced by electrospinning
showed increased mechanical and electrical properties when a large amount of CNTs
were added [279]. Oher graphene-based materials have been proposed to enhance the
electrical properties of alginate [280–285]. Thus, very recently, rGO, which has an elec-
trical conductivity close to that of graphene, has been used to be produce electroactive
calcium–alginate/polycaprolactone/rGO nanohybrid hydrogels for skeletal muscle tissue
engineering [208]. Alginate complexes with metals, such as Ba2+, Sr2+, Pb2+, Cd2+, or
Zn2+, present electrical properties similar to semiconductor materials [286]. Other strate-
gies followed to increase the electrical properties of alginate consisting of incorporating
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bentonite (BNT) clay into the alginate matrix to form SA/BNT composites [287]. These
composites showed increased conductivity and dielectric constants with an increasing
percentage of BNT in the SA matrix [287]. SA, PVA, and graphene nanospheres bonded by
the electrospection technique provided improved electrical properties suitable for the fabri-
cation of conductive scaffolds for nervous tissue engineering application [277]. Aligned
and random fibers made of Gr, SA, and PVA have been proposed as conductive scaffolds
for peripheral nerve engineering [276]. The results of this study revealed that the aligned
fibrous scaffolds closely mimicked the anisotropic structure of the native sciatic nerve and
electrical stimulation significantly enhanced PC12 cell proliferation. Another approach
to increase the electrical properties of alginate consisted of adding PPy, by chemical poly-
merization [288]. This conductive polymer achieved an improvement of up to more than
10 times the electrical conductance compared to natural alginate.

3.4. Enhancement of Wettability

The wettability of a material surface is usually characterized by contact angle (CA)
measurements between solid and liquid interfaces [67,289,290]. Hydrophilicity or wetta-
bility of biomaterials is considered a very important parameter for certain applications,
such as cell adhesion in tissue engineering [291]. Alginate hydrogels have a high degree of
hydrophilicity, so water droplets extend along the alginate film surface, with an average
CA of less than 15◦ [292]. The incorporation of CBNs, such as GO nanosheets into calcium
alginate, increases wettability [71]. The hydrophilicity of calcium alginate/GO compos-
ites can be tailored following different chemical routes [67]. Hydrophilic alginate-based
multidentate biopolymers have been proposed for surface modification of CdS quantum
dots [293]. A coating structure formed by alginate/Bioglass® [294] and the addition of
the water-soluble PVA polymer [295] showed suitable hydrophilic behavior for dental
and orthopedic applications [296]. A study with alginate microcapsules showed that the
smaller the size, the greater the wettability [297]. The addition of inulin increased wettabil-
ity of microcapsules. Hydrophilic membranes consisting of an active alginate layer and
supporting the chitosan layer on top of the base porous blended polyvinylidene fluoride
(PVDF) membrane were prepared for pervaporation dehydration applications [298]. The
blend of PVDF with 1% PMMA was shown useful in giving better surface properties for
adhesion of the alginate and chitosan top layers. In addition, the high mechanical strength
of PMMA [299] enhanced the mechanical performance of the alginate-based composite.

3.5. Enhancement of Water Sorption and Diffusion Properties

The enhancement of water sorption and diffusion properties is very desirable in certain
fields, such as biomedical engineering and industrial bioprocesses that employ immobilized
cells or enzymes in calcium alginate hydrogels (biocatalysts) [4]. The improvement of water
diffusion in bioprocesses implies the enhancement of mass transport and, thus, the increase
of industrial productivity. This enhancement is also very desirable in many biomedical
applications, such as tissue engineering, which, due to mass transport, plays an important
role in cell survival [300]. One of the strategies to improve water diffusion (up to more than
six times) consists of adding a minuscule amount of GO (0.1% w/w) to calcium alginate,
simultaneously improving its compression modulus by a multiple of four-fold [4]. It
has been reported that the transport of water through graphene-based nanochannels is
ultrafast [301,302]. However, the addition of GO produced a reduction in the swelling
properties of the calcium alginate/GO hydrogel generated. The incorporation of low
amounts of GO are desirable in order to reduce production costs as much as possible [4,71].
Significant improvement in liquid water diffusion is also achieved by adding CNFs to cross-
linked calcium alginate [66]. However, the incorporation of CNFs also reduce the water
sorption of calcium alginate. Swelling of the alginate hydrogel was considerably inhibited
by the union of GO or CNF nanoparticles, the alginate polymer chains and divalent ions of
Ca2+ [4,66].
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Swelling biomaterials can considerably increase membrane permeability but have an
adverse effect and significantly decrease membrane selectivity [303]. Water absorption by
SA can be significantly reduced by introducing GO nanosheets [304,305]. This phenomenon
is attributed to the formation of hydrogen bonds between oxygenated compounds, which
produces improved resistance to swelling. In addition, the interaction between divalent
metal ions, such as Ca2+ and oxygenated functional groups in the basal plane and edges of
the GO nanosheets in the alginate composite, considerably reduces the water absorption
capacity [67]. PVA biopolymer is added to alginate to reduce swelling because it is hy-
drophilic, compact, and has a high degree of crystallinity [303]. Therefore, a small amount
of PVA improves swelling resistance and reduces the entry of water into the alginate struc-
ture. Swelling measurements can be used as indicators of the degree of crosslinking of
alginate [306].

4. Enhancement of Biological Properties

Even though alginate possesses excellent biological performance, the enhancement of
biological properties, such as biodegradation, antimicrobial activity, cell adhesion, prolifer-
ation, differentiation, and immunological challenges is very desirable in a wide variety of
industrial fields.

4.1. Enhancement of Biodegradation

The biodegradation of alginate can be enhanced because the biopolymer strands may
be relatively oxidized after the addition of sodium periodate (Figure 5), breaking the bonds
between the carbons of the cis-diol group and converting the chair conformation into an
open chain. This reaction helps the degradation of the biopolymer backbone [307].
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This oxidation, however, does not affect the alginate’s ability to produce alginate
hydrogels by crosslinking with divalent ions, such as calcium [118]. The degradation
behavior of the gel highly depends on the degree of oxidation, in addition to pH and media
temperature.

Poly(aldehyde guluronate) (PAG) hydrogels can be prepared from alginate by acid
hydrolysis and oxidation, followed by covalent cross-linking with adipic acid dihydrazide
(AAD) (Figure 6) [308].
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These hydrogels were degradable in aqueous media due to the hydrolysis of hy-
drazone bonds formed between the aldehyde of PAG and the hydrazide of AAD [308].
Furthermore, with the increase of the AAD crosslinker, a slow degradation process of
the hydrogel is achieved. An alternative approach to control the degradation of alginate
hydrogels consists of adjusting the molecular weight distribution [309]. Another strategy
to regulate the degradation rates of hydrogels is by the modulation of the dissociation rates
of the polymer chains via a size mismatch in the crosslinking zones [310]. The degradation
of the alginate gel can also be regulated using a combination of partial oxidation of poly-
mer chains and a bimodal molecular weight distribution of polymer [311]. The oxidation
rate can modify many parameters of alginate hydrogels other than biodegradability, espe-
cially the photocrosslinked hydrogels formed by alginate oxidation and methacrylation
(OMA) [112]. These OMAs can be used for tissue engineering and other biomedical appli-
cations because they are biodegrade and do not show any cytotoxic effects in human cells,
such as human bone marrow-derived mesenchymal stem cells (hBMMSCs). Therefore, in
the biomedical field, these enhancement strategies are critical. Thus, alginate oxidation
increased the cell viability of corneal epithelial cells, which was even more improved with
the additional introduction of type IV collagen [307]. When partially oxidized alginate is
applied, it promotes the generation of structures that resemble cartilage, unlike gels that
are not partially oxidized [118]. Another example is the more rapidly degrading oxidized
binary hydrogels facilitating the formation of new bone tissues from transplanted bone
marrow stromal cells, as compared with the non-oxidized hydrogels [309]. Encapsulation of
fibroblasts has been shown to cause accelerated degradation of the alginate hydrogel [312].

4.2. Antimicrobial Activity

Alginate-based materials possess low or no toxicity and are capable of inactivating a
wide variety of viruses affecting different organisms: in humans by the human immunode-
ficiency virus type 1, the hepatitis A, B, and C viruses, Sindbis virus, herpes simplex virus
type 1 and 2, poliovirus type 1, rabies virus, rubella virus, and influenza virus; in mice by
murine norovirus; in bacteria by the T4 coliphage, and in plants by the tobacco mosaic virus
and the potato virus X [313]. Furthermore, biocompatible calcium alginate films, prepared
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by solvent casting and subsequent crosslinking with calcium cations, have recently shown
antiviral activity against enveloped viruses, such as SARS-CoV-2 Delta variant [314]. The
antiviral activity of these calcium alginate films is attributed to its compacted negative
charges that may bind to viral envelopes inactivating membrane receptors. However,
calcium alginate does not have antibacterial activity [71,133]. The antibacterial capacity of
alginate-based materials is very desirable for certain biomedical applications, for example,
to heal wounds, such as dressings, and for their introduction into the organism in the form
of scaffolds for tissue engineering [315]. Combining alginate with materials with intrinsic
antimicrobial properties such as zinc, silver, copper, or carbon nanomaterials, among others,
constitutes an advanced strategy to achieve this goal.

4.2.1. Zinc

The combination of zinc-based materials, such as ZnO nanoparticles with alginate,
exhibited high antimicrobial capacities, of up to 99% efficiency in Gram-positive pathogens,
such as Staphylococcus aureus, or 100% in Gram-negative bacteria, such as Escherichia
coli [316]. This antibacterial capacity provides a tremendous advantage for food and clini-
cal use [317]. Nano zinc oxide was impregnated effectively over cellulose fibers through
sodium alginate matrix to produce next generation fibers with antibacterial activity [318].
Other preparations consisted of flexible and porous bandages made of alginate hydrogels
with ZnO for healing wounds [319]. These bandages showed a directed biodegradable
profile, antibacterial capacity, and rapid healing. Novel zinc alginate hydrogels prepared by
internal setting method showed intrinsic antibacterial activity [320]. In addition, Zn can be
used for alginate encapsulation to avoid infections [321]. However, it should be noted that
the use of high concentrations of Zn2+ [104] or ZnO [319] produces remarkable cytotoxicity.

4.2.2. Silver

Silver ions and silver nanoparticles are often used as an antimicrobial agents [322,323].
In fact, AgNPs are currently used in a broad range of industrial applications such as
wound healing in biomedicine, food and textile industries, paints, household products,
catheters, implants, cosmetics, and in combination with many types of materials to prevent
infections [273].

Silver containing alginate shows antimicrobial activity, improves antioxidant capacity
active, and reduces pro-inflammatory cytokine concentration [324,325]. In addition, the
amount of free radicals and the use of this silver alginate in wound healing increase its
effectiveness in infected wounds [326]. This hybrid material considerably reduced the
growth of S. aureus [324]. Silver can be released from alginate into ions to kill bacteria [326].
A porous complex made of chitosan, alginate, and AgNP showed antimicrobial and an-
ticancer properties [327]. However, extensive use of this metallic antimicrobial agent has
produced bacterial resistance [328,329]. A compound formed by SA hydrogels and PVA
and silver showed antibacterial activity [330]. Beads generated from a dual crosslinked
PVA/SA/silver nanocomposite present a new structure that is cheap and exploits antimicro-
bial capability for food preservation [331]. AgNPs in sodium alginate and PVA increased
mechanical capacity, and IC50 dose showed an increase in antibacterial and antifungal
effects [332].

4.2.3. Copper

Copper nanoparticles (CuNPs) incorporated into alginate provides antibacterial ac-
tivity to neat alginate [333]. Therefore, recent studies have shown that the union of CuO
with alginate increases structural properties and antibacterial activity, especially against
S. aureus and E. coli [334]. The incorporation of copper-based materials, such as den-
dritic copper microparticles in the alginate biopolymer matrix, is low cost compared
to other metals and ease of use [335]. Nanocomposites based on polypropylene non-
woven fabric, alginate and copper oxides nanoparticles showed maximum reduction of
tested microorganisms [336]. Other proposed antimicrobial platforms consisted of sev-
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eral combination of materials, such as bacterial cellulose/alginate/chitosan composites
incorporating copper (II) sulfate [337], wool fabric treated with alginate/Cu2+ [31], polylac-
tide/alginate/copper [338], alginate/copper systems on cotton and bamboo fabrics [339],
or copper-doped bioglass/alginate [340]. In the field of additive manufacturing, porous
materials made of copper–tungsten–silver alloys showed antiviral activity against a vi-
ral model of SARS-CoV-2 [341] and 3D-printed alginate/bacterial cellulose composite
hydrogels with incorporated copper nanostructures showed antimicrobial capacity [342].
However, it is essential to be aware that several metals, such as Cu, have certain cytotoxicity,
producing oxidative stress, so the concentration introduced into alginate hydrogels must
be controlled [343].

4.2.4. Carbon-Based Nanomaterials

Carbon-based nanomaterials are next generation materials that have recently been
proposed to treat COVID-19 because they have shown antibacterial and antiviral activity
against 13 enveloped positive-sense single-stranded RNA viruses, including SARS-CoV-
2 [344]. They are broad-spectrum antimicrobial materials, capable of inducing tissue
regeneration and characterized by a low risk of microbial resistance. Thus, the incorpo-
ration of a low amount (0.1% w/w) of a CBN, such as CNFs, into calcium alginate films
showed antibacterial activity against the life-threatening methicillin-resistant Staphylococcus
epidermidis, or MRSE (see antimicrobial inhibition zone in Figure 7b), and no cytotoxicity
was observed in human keratinocyte HaCaT cells [133].
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Figure 7. Results of the antibacterial test of CNFs in alginate films. Control alginate films without
CNFs (a) and alginate films with a low amount (0.1% w/w) of CNFs (b) against the methicillin-resistant
Staphylococcus epidermidis (MRSE) bacteria by the agar disk diffusion method at 37 ◦C after 24 h of
incubation. The bacterial inhibitory halo produced by the antibacterial material film of calcium
alginate/CNFs can be clearly observed (red arrow) [133].
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Other CNBs, such as GO (0.5% or 1% w/w) combined with alginate, exhibited high
antibacterial properties against multidrug-resistant bacteria, such as MRSE, and other
relevant pathogens, such as S. aureus, ensuring no cytotoxicity in human HaCaT cells [71].

CNFs incorporated into calcium alginate films enhanced its antiviral properties against
bacteriophage T4 [345]. Furthermore, GO and CNFs combined with LED irradiation
increased the antibacterial activity of these two nanomaterials [346]. Contrary to the above,
incorporating GO at 1% concentration into zinc alginate films did not increase the bacteria-
killing properties [104]. The antimicrobial activity of CNMs are attributed to different
antimicrobial mechanisms, such as membrane stress, oxidative stress, entrapment, electron
transfer, and photothermal hypotheses [347].

4.2.5. Other Alternative Materials

Other alternative materials that can provide antimicrobial properties to alginate
gels include nanoclays, quaternary ammonium compounds, lactoperoxidase systems,
κ-carrageenan, chitosan, and cobalt (II), among others. Thus, alginate combined with
two types of nanoclays leaves and halloysite nanotubes may promote the antimicrobial
activity of the final complex [348,349]. Another antimicrobial method consists of com-
plex binding of the alginate–quaternary ammonium complex by reaction of SA bound to
(trimethoxysilyl)propyl-octadecyl dimethyl ammonium (TSA) with subsequent crosslink-
ing with CaCl2 [350]. The lactoperoxidase system and cross-linked alginate hydrogels
generate a characteristic antimicrobial activity [351]. Antimicrobial films have been devel-
oped based on alginate crosslinked with calcium and κ-carrageenan [352]. Antimicrobial
chitosan-SA polyion complexes [353] and nanoparticles [354] have been developed. Algi-
nate/chitosan particles with diclofenac by dropwise addition to the CaCl2 solution have
been developed for biomedical applications [355]. Furthermore, a novel alginate derived
cationic surfactant-cobalt(II) complex through the reaction of alginate with cationic surfac-
tant showed good antimicrobial activity against Gram-positive and Gram-negative bacteria
and fungi. Although, the antiviral properties of this complex have not been tested, in
the field of additive manufacturing, porous materials made of cobalt-based superalloys
showed potent antiviral activity against a viral model of SARS-CoV-2 [356].

4.3. Enhancement of Cell Adhesion, Proliferation, and Differentiation

Cell adhesion on alginate structures has been studied, and this characteristic is gen-
erally very low [68,135,357,358]. In this regard, several strategies have been developed
to overcome this drawback of alginate gels for biomedical applications requiring cell ad-
hesion, such as regenerative medicine and tissue engineering. Thus, peptide-coupled
alginates obtained by chemical functionalization of alginates have shown to increase cell
adhesion [359,360]. Sulfated alginates that resemble heparin have been developed for
biomedical applications [361–363]. Heparin is a sulfated compound with a negative charge,
formed via uronic acid dimers linked to glucosamine molecules through a bond that en-
gages carbons 1,4 [364]. Heparin can mediate with different proteins and factors relevant
to biological development [365]. Hydrogels presenting heparin are applied in an injectable
form and can mediate different processes, such as those mentioned above, or deliver factors
that aid cell growth in target tissues [365].

Cell adhesion and proliferation can also be increased with the incorporation of CNM
into different biomaterials, such as PHBV [290,366]. Examples of these carbon nano-
materials are GO and CNFs, which, added in low concentrations, significantly increase
cell adhesion and the proliferation capacity of the biomaterials. Other materials used
in biomedicine that exhibited improved cell adhesion with the incorporation of GO are
polycaprolactone [367] and gelatin [368]. However, alginate-based films with CNFs [68] or
GO [135] showed non-cytotoxic effects in human HaCaT cells used, but did not significantly
enhance cell adhesion, unlike the other biomaterials. Alginate supports do not produce
an increase in cell adhesion capacity when non-hydrophilic CNFs or hydrophilic GO are
introduced. However, the incorporation of these CBNs into alginate is capable of enhancing
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many other physicochemical and antibacterial properties [4,66,67,71,133]. Alginate-catechol
is an adhesive gel capable of remaining adherent to endothelial cells under flow above
physiological shear stress [369]. Furthermore, the alginate-catechol matrix exhibits en-
hanced mechanical stress strengthening and chemical stability that does not change its
morphology even if the pH values vary over a large pH spectrum [370]. Recent studies
have shown that enhancing properties, such as cell adhesion, cell spreading, and neurite
outgrowth, are achieved by binding alginate with up to three laminin-active proteins [371].

Mouse embryonic stem cell culture using alginate hydrogels as 3D scaffolds efficiently
supports neural differentiation [372]. However, enhancement strategies combining alginate
with other biomaterials has shown successful results in this research area. Thus, human
adipose-derived stem cells encapsulated in alginate/gelatin microspheres showed much
higher cell proliferation as well as adipogenic differentiation compared with encapsula-
tion in pure alginate [373]. Mineralized alginate matrices have also shown osteogenic
differentiation of human mesenchymal stem cells [374].

Alginate–gelatin with mouse planta dermis bio-ink facilitates the proliferation, migra-
tion, and sweat gland cell differentiation of mouse mesenchymal stem cells (MSCs) [375].
That study demonstrated that the chemical constituents of a bio-ink play a critical role in
promoting the migration and development of MSCs. Furthermore, the physical properties
of a bio-ink and spatial conformation can promote the differentiation of MSCs into sweat
gland cells [375]. Alginate–gelatin microcapsules have also shown to enhance bone differen-
tiation of mesenchymal stem cells [376]. The combination of alginate with another natural
hydrogel, agarose, improved the in vitro differentiation of human dental pulp stem cells in
chondrocytes [377]. Therefore, further research must be performed to continue developing
new advanced alginate-based materials with enhanced cell adhesion, proliferation, and
differentiation.

4.4. Enhancement Immunoengineering Strategies

SA has potential application in enhancing immunity in biomedicine [378,379]. Al-
though cell encapsulation in alginate gels is a very promising therapy for cell transplanta-
tion according to the research performed so far in this field, the few clinical trials based
on cell encapsulation are still under evaluation [380]. Encapsulation of the transplanted
cells can solve the problem of immune rejection, by providing a physical barrier between
the transplanted cells and the recipient’s immune cells [381,382]. However, due to the
difficulties encountered when trying to prevent the immune responses generated by the
various microcapsule components, progress in the area has been slow [380]. In this regard,
the immune responses produced by the alginate polymer can be minimized using ultrapure
alginates [381]. A strategy consisting of incorporating fucoidan from Fucus vesiculosus in
ultrapure alginate for microencapsulation of primary rat islets showed that both viability
and glucose responsiveness of rat islets in these gel microcapsules were significantly higher
compared to islets encapsulated in alginate alone [383]. Encapsulation and immunoengi-
neering strategies combined with cell therapy have been applied as enhanced strategies
to improve cell replacement therapies for management of type 1 diabetes (T1D) [381]. For
example, a potential novel strategy to improve long-term survival of pancreatic islet grafts
for T1D treatment consists of an immune regulatory 3D-printed alginate–pectin construct
for immunoisolation of insulin producing β-cells [384]. The incorporation of immunomod-
ulatory molecules in alginate capsules demonstrated to be for long-term engraftment and
functioning of insulin-producing cells [385]. Thus, for example, the combination of alginate
with crystalline GW2580, a colony-stimulating factor-1 receptor inhibitor, showed long-
term release of the immunomodulator, which reduced fibrosis and facilitated glycemic
control for xenogeneic islets transplantation in mice [386].



Int. J. Mol. Sci. 2022, 23, 4486 22 of 45

5. Porous Alginate Scaffolds for Tissue Engineering

The fabrication of polymer supports, usually called scaffolds, with a high degree of
interconnected porosity, is required for tissue engineering applications [387–394]. Alginate
scaffolds can be produced following several strategies, which include gas foaming and
microfluidic gas foaming [395], electrospinning [396], the leaching technique [397], freeze-
drying [398], and 3D printing of biomaterials with cells (bioprinting) or without cells [399],
among other methods [400,401]. Figure 8 presents a summary illustration of alginate
extraction from brown algae or microbial culture, crosslinking, and primary techniques for
alginate manipulation, encapsulation, and scaffold fabrication methods.
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The enhancement strategies developed so far to improve the physicochemical and
biological properties of alginate are very important for the fabrication of next generation
alginate scaffolds for tissue engineering applications. In this regard, for example, novel
alginate scaffolds composed of porous alginate that incorporate tiny poly(lactic-co-glycolic
acid) microspheres capable of controlling the release of angiogenic factors, such as a basic
fibroblast growth factor, have been developed [402]. Alginate/hydroxyapatite (HAp)
scaffolds have also been developed with 82% porosity to allow the growth of osteoblastic
cell lines favoring a promising approach for bone tissue engineering applications [403].

The fabrication of alginate scaffolds by the electrospun technique is inexpensive and
easy to process and build [404]. In this technique, it is possible to modify the sizes of the
structures and the diameter of strands depending on the properties of the natural biopoly-
mer alginate used [10]. Electrospinning of pure alginate is a well-known technique to
produce alginate scaffolds with potential applications in tissue engineering [405]. However,
enhancement strategies, such as the introduction of gelatin to reinforce alginate electrospun
nanofibers, can be applied to achieve improved scaffolding and transplantation in corneal
tissue engineering [406]. The structure formed by electrospun alginate/poly(ethylene)
oxide (PEO) and Pluronic F127 as a surfactant generated a scaffold with marked porosity
for tissue engineering [407]. The use of alginate has been proposed in conjunction with
PEO and peptides to improve cell adhesion, which is essential for tissue engineering ap-
plications [408]. However, the problems begin when the alginate concentration increases
because the structure becomes viscous and cannot be injected, and the solution needs to
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then introduce surfactants or cosolvents to mediate in the phase transition [404]. If only
alginate-based materials are desired, the water-soluble PEO of the nanofibers formed can
be eliminated by incubation in water [409]. Three-dimensional electrospun alginate can be
produced in combination with another biodegradable polymer, poly (ε-caprolactone) (PCL).
These composite scaffolds can be produced with determined pore sizes to allow enhanced
viability and tissue regeneration [410]. Electrospun nanofibrous scaffolds reinforced with
magnesium oxide nanoparticles showed improved physicochemical properties, such as re-
sistance to traction and elasticity [411]. Improving the resistance and durability of alginate
hydrogels by the application of a method based on the layer-by-layer electrospinning of
nanofibers showed very promising results at a structural level for tissue engineering [228].
An innovative 3D nanofiber hydrogel composed of alginate bonded with polyaniline in
nanofiber form to promote a more stable and reinforced structure for lithium-ion battery
applications have been reported via in situ polymerizations instead of electrospinning [412].

The particle leaching method, or porogen technique, and the freeze-drying method
were combined with calcium alginate beads and keratin was used to create a flexible
structure for fibroblast proliferation [413]. This process is fast and easy, and porosity
and size can be controlled to generate various scaffolds with these biopolymers [414].
Alginate-chitosan/hydroxyapatite polyelectrolyte complex porous scaffolds with mechan-
ical resistance and thermal stability were developed by combining the formation of the
polyelectrolyte complex (PEC) with freeze-drying [415]. A porous matrix, a scaffold of
calcium alginate/gelatin with enhanced properties, was generated by combining porogen
leaching and lyophilization, generating a microenvironment for cell adhesion, generation,
and tissue regeneration [13]. The mixture of freeze-drying and leaching can increase the
pore size of the final alginate scaffold [416]. Alginate can also be used in the form of
microsphere porogens to produce porous scaffolds with another biopolymers, such as
collagen [417]. Moreover, 3D printing technologies or additive manufacturing techniques
are broadly used to fabricate scaffolds, such as fused deposition modeling (FDM) [418].
Thus, 3D printing was used to fabricate porous alginate/gelatin hydrogel scaffolds for
tissue engineering [419]. Moreover, 3D printing can handle materials and cells, such as
human chondrocytes with nanocellulose-alginate, while moving in the three axes allowing
structures with volume for bioengineering applications [77]. Furthermore, 3D printing
has been investigated as a promising technique to build tissues by applying microscopic
structure control and macroscopic layer by layer production [420]. The 3D tracing tech-
nique is also applied to form cell-loaded porous alginate, and this technique is used to form
scaffolds for bone problems or cartilaginous tissues [421]. PCL and alginate were combined
to form a three-dimensional structure capable of withstanding cell activity and providing a
mechanically stable material [422]. Alginate-based heart valves as scaffolding fabricated
by the 3D bioprinting technique showed increased viability, correct dispersion, and cell
retention [423].

Bioprinting or 3D bioprinting is a technique that allows the direct manufacturing
of an artificial living tissue by combining biomaterials, cells, and growth factors using
optical and different computational methods and NMR technology data of the tissue or
organ to be copied [17]. The structural matrices are multicellular (bio-links) in a sequential
layer-by-layer methodology based on these advanced technologies. Moreover, 3D printing
can be used to obtain an automatic and reproducible production of living and functional
3D tissues that are more practical tools when carrying out drug experiments, toxicological
studies, and even transplants [16]. However, not any material can be used for this purpose
since it must meet specific biocompatibility requirements and basic structural and/or me-
chanical properties for which the most recommended are hydrogels such as alginate [424].
Thus, alginate-based hydrogels are the main biomaterials applied in generating 3D struc-
tures because they are polymer of natural origin, biodegradable, non-cytotoxic, and do
not generate a response from the immune system, they are also economical compared to
other biopolymers. Furthermore, this polymer is obtained from renewable sources, such as
brown algae or microorganism culture [4]. Nevertheless, alginate also has its drawbacks.
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Thus, alginate degradation is slow and difficult to control [425]. This is a serious problem
because, for a suitable tissue regeneration, the material must be degraded and allow the
cells to generate extracellular components themselves that promote the surface matrix. In
addition, the properties required for the manufacturing of different tissues are different,
so it is usually necessary to combine alginate with other biomaterials to achieve optimal
mechanical and structural properties in each case [424]. Thus, alginate combined with
other biomaterials has a fundamental role in tissue regeneration, highlighting cartilage,
bone [426], and vascular tissue [427]. Among the main peculiarities, it is still a challenge
for the scientific community to reduce the “bench-to-bedside” gap for the proper func-
tionality of bioprinted tissue. To this end, several research groups have been working
in alginate constructions, such as alginate scaffolds with sustained release of the BMP-2
protein for osteogenicity by bioprinting [428], mesoporous bioglass/alginate scaffolds with
porosity up to 70% [429], alginate scaffolds with calcium phosphate for osteochondral
regeneration [430], and alginate scaffolds with CBNs such as GO [431].

Freeze-drying is an easy method to produce three-dimensional porous materials for
regenerative purposes [432]. In-process freeze monitoring is essential for pore formation
during scaffold production [433]. Many scaffolds are produced by this technique, such
as alginate scaffolds with immobilized Arg-Gly-Asp (RGD) peptide [434,435], curcumin-
loaded chitosan nanoparticles impregnated into collagen–alginate scaffolds [436], and
alginate/poly (lactic-co-glycolic acid)/calcium phosphate cement scaffolds [437].

Sophisticated methods, such as the four-step process that consists of applying a
preparation followed by crosslinking, and a step similar to freeze drying, freezing, and
lyophilization, has been used to prepared chitosan–alginate as scaffolding material for car-
tilage tissue engineering [438]. Chitosan/alginate-based scaffolds have also been produced
by thermally-induced phase separation and subsequent sublimation of the solvent [439],
by in-situ co-precipitation containing different amounts (0, 10, and 30 wt.%) of HAp [440].
A coaxial structured collagen–alginate scaffolds was designed with an outer collagen and
an inner alginate part [441]. These biocompatible scaffolds showed good structural stability
and increased mechanical performance compared to pure collagen scaffold under a sim-
ilar pore structure. Furthermore, they showed good cytotoxicity. Porous bony scaffolds
coated with alginate–hydroxyapatite have been recently developed by a combination of
several techniques that include coating, 3D printing and freeze-drying for femoral applica-
tions [442]. Alginate sulfate-based hydrogel/nanofiber composite scaffolds with controlled
Kartogenin delivery have been proposed for tissue engineering [443]. Very recently, chi-
tosan/alginate/hydroxyapatite hybrid scaffolds have been developed using 3D printing
and impregnating techniques for potential cartilage regeneration [444]. Table 5 summa-
rizes the most relevant alginate-based scaffolds showing the fabrication method, materials
combined with alginate, pore size/shape, porosity, regenerative field, year of publication,
and reference.
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Table 5. Alginate-based scaffolds: fabrication method, materials combined with alginate, pore size/shape, porosity, regenerative field, year, and reference.

Scaffold Fabrication Method Materials Combined with Alginate Pore Size/Shape Porosity Regenerative Field Year Ref.

Freeze-drying method

None 200–300 µm 90% Tissue regeneration 2002 [433]

Hydroxyapatite 150 µm >82% Bone 2004 [403]

Chitosan 200 µm 84–88% Cartilage 2008 [65]

Sulfate 120 ± 30 µm >90% Vascularization 2009 [445]

Poly (lactic-co-glycolic acid)/calcium phosphate 100–200 µm 89.24% Bone 2009 [437]

RGD 88 µm >90% Cartilage 2010 [434]

RGD 50–100 µm >90% Cardiac tissue engineering 2011 [435]

Curcumin, chitosan and collagen 50–250 µm - Diabetic wound healing 2016 [436]

Collagen 200–700 µm 65–90% Stem cell culture 2018 [417]

PCL:gelatin electrospun mat, and
kartogenin-PLGA nanoparticles 78.6 µm 92.4% Tissue engineering 2021 [443]

3D printing/Bioprinting

MBG 300–420 µm 49–70% Bone 2012 [429]

PCL 388–499 µm - Bone 2012 [422]

Calcium phosphate 200–900 µm 48–75% Osteochondral regeneration 2013 [430]

β-TCP 551–875 µm 23–52% Bone tissue engineering 2014 [446]

Tricalcium phosphate (TCP) - >80% Bone 2016 [447]

Gelatin - 40–75% Tissue regeneration 2016 [448]

BFP1 - - Bone regeneration 2017 [449]

Graphene oxide - - Chondroinductive 2020 [431]

Gelatin <500 µm 60–70% Bone regeneration 2021 [450]

Polyethylene glycol 291.4 µm - Delivery of insulin 2022 [451]
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Table 5. Cont.

Scaffold Fabrication Method Materials Combined with Alginate Pore Size/Shape Porosity Regenerative Field Year Ref.

Electrospinning

PEO - - Tissue regeneration 2010 [408]

Chitosan and PEO - - Tissue regeneration 2011 [409]

Gelatin - - Corneal tissue engineering 2013 [406]

PCL and ethanol treatment - - Tissue regeneration 2013 [228]

PCL 821 ± 55 µm 92% Bone 2014 [410]

Magnesium oxide 2–50 µm Low Tissue regeneration 2017 [411]

Porogen leaching

Poly(D, L-lactic acid) 450–900 µm 84.24–90.75% Bone 2008 [452]

Gelatin 204 ± 58 µm 97.26 ± 0.18% Cell culture for regeneration 2015 [13]

Collagen 700 µm - Cell cultures 2018 [417]

Gelatin/PVA 104.5 ± 15.9 µm 74.5 ± 15.9% Meniscus fibrocartilage 2018 [453]

Vaterite/Crystals 10–500 µm - Tissue regeneration 2019 [454]

Four-step process: preparation,
cross-linking, freezing and

lyophilization

- 50–200 µm >90% Vascularization and
generation of embryos 2004 [455]

Chitosan 100–300 µm - Cartilage 2005 [438]

Solution and crosslinking Fibroblast growth factor 100–500 µm >90% Vascularization 2003 [402]

Thermally induced phase separation
and subsequent sublimation of

the solvent
Chitosan 100–300 µm 91.94 ± 0.9% Bone 2005 [439]

Co-precipitation HAp/chitosan 50–100 µm 79–85% Bone and other tissues 2008 [440]

Sol–gel synthesis
Surfactant foaming Bioactive glass/polyvinyl alcohol 200–500 µm - Trabecular bone 2009 [456]

Homogenizing
interpolyelectrolyte complex method Chitosan on PEC gel 100 µm - Release of growth factor for

tissue regeneration 2009 [457]
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Table 5. Cont.

Scaffold Fabrication Method Materials Combined with Alginate Pore Size/Shape Porosity Regenerative Field Year Ref.

Lyophilization Chitosan/Hydroxyapatite 80–200 µm >70% Tissue regeneration 2010 [415]

Core/shell nozzle of a cryogenic
co-extrusion process Collagen 100–200 µm >90% Skin tissue regeneration 2011 [441]

Modified Solid-Freeform Cells (MC3T3-E1) 300 µm - Tissue regeneration in
general 2012 [458]

Three monitorized precision
linear stages Chitosan - 66% - 2014 [459]

Binary polymer system Felodipine Fibroin - 49–62% Silk fibroin 2020 [460]

Solvent casting technique TiO2/Chitosan None - Bone regeneration 2020 [461]

3D Printing
(FDM)/freeze-drying/coating PLA and hydroxyapatite Circle 44–36% Bone regeneration 2021 [442]

3D printing and
impregnating techniques Chitosan/alginate/hydroxyapatite 2–3 mm - Cartilage regeneration 2022 [444]
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6. Conclusions and Future Perspectives

In this review, alginate biopolymer’s most relevant enhancement strategies, including
the principles, chemical structure, gelation properties, chemical interactions, production,
sterilization, purification, types, and alginate-based hydrogels developed so far, and scaf-
folds for regenerative medicine, have been exposed. Emphasis was placed on the materials
and compounds combined with alginate to develop novel composite and nanocomposite
materials with improved physicochemical and biological properties that solve the draw-
backs of this well-known natural biomaterial. Alginate has been proposed as a natural
antiviral material capable of inactivating enveloped viruses, such as SARS-CoV-2 for the
current coronavirus pandemic. Therefore, the excellent properties and the increasing
amount of enhancement strategies of this biopolymer render alginate-based materials a
family with great potential in a broad range of fields, from the food industry to the most
sophisticated biomedical technologies.
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65. TIǧlI, R.S.; Gumüşderelioǧlu, M. Evaluation of alginate-chitosan semi IPNs as cartilage scaffolds. J. Mater. Sci. Mater. Med. 2009,
20, 699–709. [CrossRef]

66. Llorens-Gámez, M.; Serrano-Aroca, Á. Low-Cost Advanced Hydrogels of Calcium Alginate/Carbon Nanofibers with Enhanced
Water Diffusion and Compression Properties. Polymers 2018, 10, 405. [CrossRef]

67. Serrano-Aroca, Á.; Iskandar, L.; Deb, S. Green synthetic routes to alginate-graphene oxide composite hydrogels with enhanced
physical properties for bioengineering applications. Eur. Polym. J. 2018, 103, 198–206. [CrossRef]

68. Llorens-Gámez, M.; Salesa, B.; Serrano-Aroca, Á. Physical and biological properties of alginate/carbon nanofibers hydrogel films.
Int. J. Biol. Macromol. 2020, 151, 499–507. [CrossRef] [PubMed]

69. Serrano-Aroca, Á.; Deb, S. Synthesis of irregular graphene oxide tubes using green chemistry and their potential use as
reinforcement materials for biomedical applications. PLoS ONE 2017, 12, e0185235. [CrossRef] [PubMed]

70. Fan, L.; Du, Y.; Huang, R.; Wang, Q.; Wang, X.; Zhang, L. Preparation and characterization of alginate/gelatin blend fibers. J.
Appl. Polym. Sci. 2005, 96, 1625–1629. [CrossRef]

71. Martí, M.; Frígols, B.; Salesa, B.; Serrano-Aroca, Á. Calcium alginate/graphene oxide films: Reinforced composites able to
prevent Staphylococcus aureus and methicillin-resistant Staphylococcus epidermidis infections with no cytotoxicity for human
keratinocyte HaCaT cells. Eur. Polym. J. 2019, 110, 14–21. [CrossRef]

72. Callegaro, S.; Minetto, D.; Pojana, G.; Bilanicová, D.; Libralato, G.; Volpi Ghirardini, A.; Hassellöv, M.; Marcomini, A. Effects of
alginate on stability and ecotoxicity of nano-TiO2 in artificial seawater. Ecotoxicol. Environ. Saf. 2015, 117, 107–114. [CrossRef]

http://doi.org/10.1002/j.2050-0416.1980.tb03953.x
http://doi.org/10.3390/foods7100170
http://doi.org/10.1016/0044-8486(85)90004-3
http://doi.org/10.1111/j.1749-7345.1972.tb00079.x
http://www.ncbi.nlm.nih.gov/pubmed/30539444
http://doi.org/10.1080/17452759.2014.958648
http://doi.org/10.3389/fbioe.2014.00026
http://doi.org/10.1016/j.foodhyd.2019.05.026
http://doi.org/10.1016/j.carbpol.2014.01.024
http://doi.org/10.1016/j.biomaterials.2012.10.038
http://doi.org/10.1016/j.progpolymsci.2011.06.003
http://www.ncbi.nlm.nih.gov/pubmed/22125349
http://doi.org/10.1016/j.carbpol.2017.03.033
http://www.ncbi.nlm.nih.gov/pubmed/28457455
http://doi.org/10.1016/j.ijbiomac.2014.06.011
http://doi.org/10.1016/j.snb.2014.06.051
http://doi.org/10.1163/156856209X426448
http://doi.org/10.1016/j.carbpol.2010.01.020
http://doi.org/10.1007/s10856-008-3624-x
http://doi.org/10.3390/polym10040405
http://doi.org/10.1016/j.eurpolymj.2018.04.015
http://doi.org/10.1016/j.ijbiomac.2020.02.213
http://www.ncbi.nlm.nih.gov/pubmed/32088232
http://doi.org/10.1371/journal.pone.0185235
http://www.ncbi.nlm.nih.gov/pubmed/28934354
http://doi.org/10.1002/app.21610
http://doi.org/10.1016/j.eurpolymj.2018.11.012
http://doi.org/10.1016/j.ecoenv.2015.03.030


Int. J. Mol. Sci. 2022, 23, 4486 31 of 45

73. Liu, X.; Gao, Y.; Guo, M.; Sha, N. Secrecy throughput optimization for the wpcns with non-linear eh model. IEEE Access 2019, 7,
59477–59490. [CrossRef]

74. Hasany, M.; Thakur, A.; Taebnia, N.; Kadumudi, F.B.; Shahbazi, M.A.; Pierchala, M.K.; Mohanty, S.; Orive, G.; Andresen, T.L.;
Foldager, C.B.; et al. Combinatorial Screening of Nanoclay-Reinforced Hydrogels: A Glimpse of the “holy Grail” in Orthopedic
Stem Cell Therapy? ACS Appl. Mater. Interfaces 2018, 10, 34924–34941. [CrossRef]

75. Müller, M.; Öztürk, E.; Arlov, Ø.; Gatenholm, P.; Zenobi-Wong, M. Alginate Sulfate–Nanocellulose Bioinks for Cartilage
Bioprinting Applications. Ann. Biomed. Eng. 2017, 45, 210–223. [CrossRef]

76. Nguyen, D.; Hgg, D.A.; Forsman, A.; Ekholm, J.; Nimkingratana, P.; Brantsing, C.; Kalogeropoulos, T.; Zaunz, S.; Concaro, S.;
Brittberg, M.; et al. Cartilage Tissue Engineering by the 3D Bioprinting of iPS Cells in a Nanocellulose/Alginate Bioink. Sci. Rep.
2017, 7, 658. [CrossRef]

77. Markstedt, K.; Mantas, A.; Tournier, I.; Martínez Ávila, H.; Hägg, D.; Gatenholm, P. 3D bioprinting human chondrocytes with
nanocellulose-alginate bioink for cartilage tissue engineering applications. Biomacromolecules 2015, 16, 1489–1496. [CrossRef]

78. Wang, B.; Wan, Y.; Zheng, Y.; Lee, X.; Liu, T.; Yu, Z.; Huang, J.; Ok, Y.S.; Chen, J.; Gao, B. Alginate-based composites for
environmental applications: A critical review. Crit. Rev. Environ. Sci. Technol. 2019, 49, 318–356. [CrossRef] [PubMed]

79. Puscaselu, R.G.; Lobiuc, A.; Dimian, M.; Covasa, M. Alginate: From food industry to biomedical applications and management of
metabolic disorders. Polymers 2020, 12, 2417. [CrossRef] [PubMed]

80. Sutirman, Z.A.; Sanagi, M.M.; Wan Aini, W.I. Alginate-based adsorbents for removal of metal ions and radionuclides from
aqueous solutions: A review. Int. J. Biol. Macromol. 2021, 174, 216–228. [CrossRef] [PubMed]

81. Ahmad Raus, R.; Wan Nawawi, W.M.F.; Nasaruddin, R.R. Alginate and alginate composites for biomedical applications. Asian J.
Pharm. Sci. 2021, 16, 280–306. [CrossRef]

82. Varaprasad, K.; Jayaramudu, T.; Kanikireddy, V.; Toro, C.; Sadiku, E.R. Alginate-based composite materials for wound dressing
application:A mini review. Carbohydr. Polym. 2020, 236, 116025. [CrossRef]

83. Uyen, N.T.T.; Hamid, Z.A.A.; Tram, N.X.T.; Ahmad, N. Fabrication of alginate microspheres for drug delivery: A review. Int. J.
Biol. Macromol. 2020, 153, 1035–1046. [CrossRef]

84. Hernández-González, A.C.; Téllez-Jurado, L.; Rodríguez-Lorenzo, L.M. Alginate hydrogels for bone tissue engineering, from
injectables to bioprinting: A review. Carbohydr. Polym. 2020, 229, 115514. [CrossRef]

85. Rastogi, P.; Kandasubramanian, B. Review of alginate-based hydrogel bioprinting for application in tissue engineering. Biofabrica-
tion 2019, 11, 042001. [CrossRef]

86. Reakasame, S.; Boccaccini, A.R. Oxidized Alginate-Based Hydrogels for Tissue Engineering Applications: A Review. Biomacro-
molecules 2018, 19, 3–21. [CrossRef]

87. Tavassoli-Kafrani, E.; Shekarchizadeh, H.; Masoudpour-Behabadi, M. Development of edible films and coatings from alginates
and carrageenans. Carbohydr. Polym. 2016, 137, 360–374. [CrossRef]

88. Draget, K.I.; Skjåk-Bræk, G.; Stokke, B.T. Similarities and differences between alginic acid gels and ionically crosslinked alginate
gels. Food Hydrocoll. 2006, 20, 170–175. [CrossRef]

89. Kaplan, D.L. (Ed.) Biopolymers from Renewable Resources; Springer: Berlin/Heidelberg, Germany, 1998.
90. Vauchel, P.; Kaas, R.; Arhaliass, A.; Baron, R.; Legrand, J. A New Process for Extracting Alginates from Laminaria digitata:

Reactive Extrusion. Food Bioprocess Technol. 2008, 1, 297–300. [CrossRef]
91. Davies, D.G.; Chakrabarty, A.M.; Geesey, G.G. Exopolysaccharide production in biofilms: Substratum activation of alginate gene

expression by Pseudomonas aeruginosa. Appl. Environ. Microbiol. 1993, 59, 1181–1186. [CrossRef] [PubMed]
92. Østgaard, K.; Knutsen, S.H.; Dyrset, N.; Aasen, I.M. Production and characterization of guluronate lyase from Klebsiella

pneumoniae for applications in seaweed biotechnology. Enzyme Microb. Technol. 1993, 15, 756–763. [CrossRef]
93. Sikorski, P.; Mo, F.; Skjåk-Braek, G.; Stokke, B.T. Evidence for egg-box-compatible interactions in calcium-alginate gels from fiber

X-ray diffraction. Biomacromolecules 2007, 8, 2098–2103. [CrossRef]
94. Ching, S.H.; Bansal, N.; Bhandari, B. Alginate gel particles–A review of production techniques and physical properties. Crit. Rev.

Food Sci. Nutr. 2017, 57, 1133–1152. [CrossRef]
95. Ju, H.K.; Kim, S.Y.; Kim, S.J.; Lee, Y.M. pH/temperature-responsive semi-IPN hydrogels composed of alginate and poly(N-

isopropylacrylamide). J. Appl. Polym. Sci. 2002, 83, 1128–1139. [CrossRef]
96. Helgerud, T.; Gserd, O.; Fjreide, T.; Andersen, P.O.; Larsen, C.K. Alginates. In Food Stabilisers, Thickeners and Gelling Agents;

Wiley-Blackwell: Oxford, UK, 2009; pp. 50–72.
97. Gonzalez-Pujana, A.; Orive, G.; Pedraz, J.L.; Santos-Vizcaino, E.; Hernandez, R.M. Alginate Microcapsules for Drug Delivery. In

Alginates and Their Biomedical Applications; Springer: Berlin/Heidelberg, Germany, 2018; pp. 67–100.
98. Dorati, R.; Genta, I.; Ferrari, M.; Vigone, G.; Merico, V.; Garagna, S.; Zuccotti, M.; Conti, B. Formulation and stability evaluation of

3D alginate beads potentially useful for cumulus-oocyte complexes culture. J. Microencapsul. 2016, 33, 137–145. [CrossRef]
99. Andriamanantoanina, H.; Rinaudo, M. Characterization of the alginates from five madagascan brown algae. Carbohydr. Polym.

2010, 82, 555–560. [CrossRef]
100. Draget, K.I.; Skjåk-Bræek, G.; Smidsrød, O. Alginate based new materials. Int. J. Biol. Macromol. 1997, 21, 47–55. [CrossRef]
101. Braccini, I.; Pérez, S. Molecular basis of Ca2+-induced gelation in alginates and pectins: The egg-box model revisited. Biomacro-

molecules 2001, 2, 1089–1096. [CrossRef] [PubMed]

http://doi.org/10.1109/ACCESS.2019.2915659
http://doi.org/10.1021/acsami.8b11436
http://doi.org/10.1007/s10439-016-1704-5
http://doi.org/10.1038/s41598-017-00690-y
http://doi.org/10.1021/acs.biomac.5b00188
http://doi.org/10.1080/10643389.2018.1547621
http://www.ncbi.nlm.nih.gov/pubmed/34121831
http://doi.org/10.3390/polym12102417
http://www.ncbi.nlm.nih.gov/pubmed/33092194
http://doi.org/10.1016/j.ijbiomac.2021.01.150
http://www.ncbi.nlm.nih.gov/pubmed/33516856
http://doi.org/10.1016/j.ajps.2020.10.001
http://doi.org/10.1016/j.carbpol.2020.116025
http://doi.org/10.1016/j.ijbiomac.2019.10.233
http://doi.org/10.1016/j.carbpol.2019.115514
http://doi.org/10.1088/1758-5090/ab331e
http://doi.org/10.1021/acs.biomac.7b01331
http://doi.org/10.1016/j.carbpol.2015.10.074
http://doi.org/10.1016/j.foodhyd.2004.03.009
http://doi.org/10.1007/s11947-008-0082-x
http://doi.org/10.1128/aem.59.4.1181-1186.1993
http://www.ncbi.nlm.nih.gov/pubmed/8476292
http://doi.org/10.1016/0141-0229(93)90006-N
http://doi.org/10.1021/bm0701503
http://doi.org/10.1080/10408398.2014.965773
http://doi.org/10.1002/app.10137
http://doi.org/10.3109/02652048.2015.1134691
http://doi.org/10.1016/j.carbpol.2010.05.002
http://doi.org/10.1016/S0141-8130(97)00040-8
http://doi.org/10.1021/bm010008g
http://www.ncbi.nlm.nih.gov/pubmed/11777378


Int. J. Mol. Sci. 2022, 23, 4486 32 of 45

102. Li, D.; Lv, C.; Liu, L.; Xia, Y.; She, X.; Guo, S.; Yang, D. Egg-box structure in cobalt alginate: A new approach to multifunctional
hierarchical mesoporous N-doped carbon nanofibers for efficient catalysis and energy storage. ACS Cent. Sci. 2015, 1, 261–269.
[CrossRef]

103. Grant, G.T.; Morris, E.R.; Rees, D.A.; Smith, P.J.C.; Thom, D. Biological interactions between polysaccharides and divalent cations:
The egg-box model. FEBS Lett. 1973, 32, 195–198. [CrossRef]

104. Frígols, B.; Martí, M.; Salesa, B.; Hernández-Oliver, C.; Aarstad, O.; Ulset, A.-S.T.; Sætrom, G.I.; Aachmann, F.L.; Serrano-Aroca,
Á.; Teialeret Ulset, A.S.; et al. Graphene oxide in zinc alginate films: Antibacterial activity, cytotoxicity, zinc release, water
sorption/diffusion, wettability and opacity. PLoS ONE 2019, 14, e0212819. [CrossRef] [PubMed]

105. Li, L.; Fang, Y.; Vreeker, R.; Appelqvist, I.; Mendes, E. Reexamining the egg-box model in calcium-Alginate gels with X-ray
diffraction. Biomacromolecules 2007, 8, 464–468. [CrossRef]

106. Borgogna, M.; Skjåk-Bræk, G.; Paoletti, S.; Donati, I. On the initial binding of alginate by calcium ions the tilted egg-box hypothesis.
J. Phys. Chem. B 2013, 117, 7277–7282. [CrossRef]

107. Smidsrød, O. Molecular basis for some physical properties of alginates in the gel state. Faraday Discuss. Chem. Soc. 1974, 57, 263.
[CrossRef]

108. Pawar, S.N.; Edgar, K.J. Alginate derivatization: A review of chemistry, properties and applications. Biomaterials 2012, 33,
3279–3305. [CrossRef]

109. Zhang, W.; Ji, X.; Sun, C.; Lu, X. Fabrication and characterization of macroporous epichlorohydrin cross-linked alginate beads as
protein adsorbent. Prep. Biochem. Biotechnol. 2013, 43, 431–444. [CrossRef]

110. Cellesi, F.; Tirelli, N.; Hubbell, J.A. Towards a fully-synthetic substitute of alginate: Development of a new process using thermal
gelation and chemical cross-linking. Biomaterials 2004, 25, 5115–5124. [CrossRef]

111. Hennink, W.E.; van Nostrum, C.F. Novel crosslinking methods to design hydrogels. Adv. Drug Deliv. Rev. 2012, 64, 223–236.
[CrossRef]

112. Jeon, O.; Alt, D.S.; Ahmed, S.M.; Alsberg, E. The effect of oxidation on the degradation of photocrosslinkable alginate hydrogels.
Biomaterials 2012, 33, 3503–3514. [CrossRef] [PubMed]

113. Fertah, M.; Belfkira, A.; Dahmane, E.M.; Taourirte, M.; Brouillette, F. Extraction and characterization of sodium alginate from
Moroccan Laminaria digitata brown seaweed. Arab. J. Chem. 2017, 10, S3707–S3714. [CrossRef]

114. Fu, S.; Thacker, A.; Sperger, D.M.; Boni, R.L.; Velankar, S.; Munson, E.J.; Block, L.H. Rheological evaluation of inter-grade and
inter-batch variability of sodium alginate. AAPS PharmSciTech 2010, 11, 1662–1674. [CrossRef] [PubMed]

115. Martinsen, A.; Skjak Braek, G.; Smidsrod, O. Alginate as Immobilization Material: I. Correlation between Chemical and Physical
Properties of Alginate Gel Beads. Biotechnol. Bioeng 1987, 33, 79–89. [CrossRef] [PubMed]

116. Jeon, O.; Bouhadir, K.H.; Mansour, J.M.; Alsberg, E. Photocrosslinked alginate hydrogels with tunable biodegradation rates and
mechanical properties. Biomaterials 2009, 30, 2724–2734. [CrossRef]

117. Chowhan, A.; Giri, T.K. Polysaccharide as renewable responsive biopolymer for in situ gel in the delivery of drug through ocular
route. Int. J. Biol. Macromol. 2020, 150, 559–572. [CrossRef]

118. Bouhadir, K.H.; Lee, K.Y.; Alsberg, E.; Damm, K.L.; Anderson, K.W.; Mooney, D.J. Degradation of partially oxidized alginate and
its potential application for tissue engineering. Biotechnol. Prog. 2001, 17, 945–950. [CrossRef]

119. Draget, K.I.; Skjåk Bræk, G.; Smidsrød, O. Alginic acid gels: The effect of alginate chemical composition and molecular weight.
Carbohydr. Polym. 1994, 25, 31–38. [CrossRef]

120. Myklestad, S.; Haug, A. Studies on the Solubility of Alginic Acid from Ascophyllum Nodosum at Low pH. In Proceedings of the
Fifth International Seaweed Symposium, Halifax, NS, Canada, 25–28 August 1965; Pergamon Press Ltd.: Oxford, UK, 1966.

121. Haug, A.; Smidsrød, O.; Wachtmeister, C.A.; Kristiansen, L.A.; Jensen, K.A. Fractionation of Alginates by Precipitation with
Calcium and Magnesium Ions. Acta Chem. Scand. 1965, 19, 1221–1226. [CrossRef]

122. Efentakis, M.; Buckton, G. The effect of erosion and swelling on the dissolution of theophylline from low and high viscosity
sodium alginate matrices. Pharm. Dev. Technol. 2002, 7, 69–77. [CrossRef] [PubMed]

123. Haug, A.; Smidsrød, O.; Högdahl, B.; Øye, H.A.; Rasmussen, S.E.; Sunde, E.; Sørensen, N.A. Selectivity of Some Anionic Polymers
for Divalent Metal Ions. Acta Chem. Scand. 1970, 24, 843–854. [CrossRef]

124. Reynolds, A.E.; Enquist, L.W. Biological interactions between polysaccharides. Rev. Med. Virol. 1973, 16, 393–403. [CrossRef]
125. Tai, C.; Bouissil, S.; Gantumur, E.; Carranza, M.S.; Yoshii, A.; Sakai, S.; Pierre, G.; Michaud, P.; Delattre, C. Use of anionic

polysaccharides in the development of 3D bioprinting technology. Appl. Sci. 2019, 9, 2596. [CrossRef]
126. Skjåk-Bræk, G.; Grasdalen, H.; Smidsrød, O. Inhomogeneous polysaccharide ionic gels. Carbohydr. Polym. 1989, 10, 31–54.

[CrossRef]
127. Smidsrød, O.; Haug, A.; Larsen, B.; Alivaara, A.; Trætteberg, M. Degradation of Alginate in the Presence of Reducing Compounds.

Acta Chem. Scand. 1963, 17, 2628–2637. [CrossRef]
128. Draget, K.I.; Simensen, M.K.; Onsøyen, E.; Smidsrød, O. Gel strength of Ca-limited alginate gels made in situ. Hydrobiologia 1993,

260–261, 563–565. [CrossRef]
129. Alnaief, M.; Alzaitoun, M.A.; García-González, C.A.; Smirnova, I. Preparation of biodegradable nanoporous microspherical

aerogel based on alginate. Carbohydr. Polym. 2011, 84, 1011–1018. [CrossRef]
130. Draget, K.I.; Smidsrod, O.; Skjåk-bræk, G. Alginates from Algae. In Polysaccharides and Polyamides in the Food Industry: Properties,

Production, and Patents; Chapter 1; Steinbüchel, A., Rhee, S.K., Eds.; Wiley-VCH2: Weinheim, Germany, 2005; pp. 2–30.

http://doi.org/10.1021/acscentsci.5b00191
http://doi.org/10.1016/0014-5793(73)80770-7
http://doi.org/10.1371/journal.pone.0212819
http://www.ncbi.nlm.nih.gov/pubmed/30845148
http://doi.org/10.1021/bm060550a
http://doi.org/10.1021/jp4030766
http://doi.org/10.1039/DC9745700263
http://doi.org/10.1016/j.biomaterials.2012.01.007
http://doi.org/10.1080/10826068.2012.745872
http://doi.org/10.1016/j.biomaterials.2003.12.015
http://doi.org/10.1016/j.addr.2012.09.009
http://doi.org/10.1016/j.biomaterials.2012.01.041
http://www.ncbi.nlm.nih.gov/pubmed/22336294
http://doi.org/10.1016/j.arabjc.2014.05.003
http://doi.org/10.1208/s12249-010-9547-0
http://www.ncbi.nlm.nih.gov/pubmed/21107773
http://doi.org/10.1002/bit.260330111
http://www.ncbi.nlm.nih.gov/pubmed/18587846
http://doi.org/10.1016/j.biomaterials.2009.01.034
http://doi.org/10.1016/j.ijbiomac.2020.02.097
http://doi.org/10.1021/bp010070p
http://doi.org/10.1016/0144-8617(94)90159-7
http://doi.org/10.3891/acta.chem.scand.19-1221
http://doi.org/10.1081/PDT-120002232
http://www.ncbi.nlm.nih.gov/pubmed/11852698
http://doi.org/10.3891/acta.chem.scand.24-0843
http://doi.org/10.1002/rmv.519
http://doi.org/10.3390/app9132596
http://doi.org/10.1016/0144-8617(89)90030-1
http://doi.org/10.3891/acta.chem.scand.17-2628
http://doi.org/10.1007/BF00049071
http://doi.org/10.1016/j.carbpol.2010.12.060


Int. J. Mol. Sci. 2022, 23, 4486 33 of 45

131. Holme, H.K.; Davidsen, L.; Kristiansen, A.; Smidsrød, O. Kinetics and mechanisms of depolymerization of alginate and chitosan
in aqueous solution. Carbohydr. Polym. 2008, 73, 656–664. [CrossRef]

132. Leo, W.J.; Mcloughlin, A.J.; Malone, D.M. Effects of Sterilization Treatments on Some Properties of Alginate Solutions and Gels.
Biotechnol. Prog. 1990, 6, 51–53. [CrossRef]

133. Salesa, B.; Martí, M.; Frígols, B.; Serrano-Aroca, Á. Carbon nanofibers in pure form and in calcium alginate composites films: New
cost-effective antibacterial biomaterials against the life-threatening multidrug-resistant Staphylococcus epidermidis. Polymers
2019, 11, 453. [CrossRef] [PubMed]

134. Martí, M.; Frígols, B.; Serrano-Aroca, Á. Antimicrobial Characterization of Advanced Materials for Bioengineering Applications.
J. Vis. Exp. 2018, 138, e57710. [CrossRef] [PubMed]

135. Salesa, B.; Llorens-Gámez, M.; Serrano-Aroca, Á. Study of 1D and 2D carbon nanomaterial in alginate films. Nanomaterials 2020,
10, 206. [CrossRef]

136. Ertesvåg, H.; Valla, S. Biosynthesis and applications of alginates. Polym. Degrad. Stab. 1998, 59, 85–91. [CrossRef]
137. McHugh, D.J. Seaweeds uses as Human Foods. In A Guide to the Seaweed Industry; Food and Agriculture Organization of the

United Nations: Roma, Italy, 2003; ISBN 92-5-104958-0.
138. FAO-Food and Agriculture Organization of United States Global status of seaweed production, trade and utilization. In

Proceedings of the Seaweed Innovation Forum Belize, Belize City, Belize, 28 May 2021.
139. Capuzzo, E.; McKie, T. Seaweed in the UK and abroad–status, products, limitations, gaps and Cefas role. Cefas 2016, 66.
140. Quinn, G.; Gary, P.J.; Damiano, C.; Teehan, G. Treatment of Resistant Hypertension: An Update in Device Therapy. In Blood

Pressure: From Bench to Bed; BoD–Books on Demand: Norderstedt, Germany, 2018.
141. Bixler, H.J.; Porse, H. A decade of change in the seaweed hydrocolloids industry. J. Appl. Phycol. 2011, 23, 321–335. [CrossRef]
142. Peteiro, C. Alginate Production from Marine Macroalgae, with Emphasis on Kelp Farming. In Alginates and Their Biomedical

Applications; Springer: Berlin/Heidelberg, Germany, 2018; pp. 27–66.
143. Olatunji, O. Others Aquatic Biopolymers. In Aquatic Biopolymers; Springer: Berlin/Heidelberg, Germany, 2020; pp. 349–355.
144. Kane, S.N.; Mishra, A.; Dutta, A.K. Preface: International Conference on Recent Trends in Physics (ICRTP 2016). J. Phys. Conf. Ser.

2016, 755, 011001.
145. Larsen, B.; Haug, A. Biosynthesis of alginate. Part I. Composition and structure of alginate produced by Azotobacter vinelandii

(Lipman). Carbohydr. Res. 1971, 17, 287–296. [CrossRef]
146. Pérez, R.; Kaas, R. Culture expérimentale de l’ algue Undaria pinnatifida sur les côtes de France. Sci. Pêche 1984, 343, 3–16.
147. Sosnik, A. Alginate Particles as Platform for Drug Delivery by the Oral Route: State-of-the-Art. ISRN Pharm. 2014, 2014, 926157.

[CrossRef]
148. Patil, J.; Marapur, S.; Gurav, P.; Banagar, A. Ionotropic Gelation and Polyelectrolyte Complexation Technique: Novel Approach to

Drug Encapsulation. In Handbook of Encapsulation and Controlled Release; CRC Press: Boca Raton, FL, USA, 2015; pp. 273–296.
149. Vauchel, P.; Arhaliass, A.; Legrand, J.; Kaas, R.; Baron, R. Decrease in dynamic viscosity and average molecular weight of alginate

from Laminaria digitata during alkaline extraction. J. Phycol. 2008, 44, 515–517. [CrossRef] [PubMed]
150. Torres, M.R.; Sousa, A.P.A.; Silva Filho, E.A.T.; Melo, D.F.; Feitosa, J.P.A.; de Paula, R.C.M.; Lima, M.G.S. Extraction and

physicochemical characterization of Sargassum vulgare alginate from Brazil. Carbohydr. Res. 2007, 342, 2067–2074. [CrossRef]
[PubMed]

151. King, K. Changes in the functional properties and molecular weight of sodium alginate following γ irradiation. Top. Catal. 1994,
8, 83–96. [CrossRef]

152. Fujiki, K.; Matsuyama, H.; Yano, T. Protective effect of sodium alginates against bacterial infection in common carp, Cyprinus
carpio L. J. Fish Dis. 1994, 17, 349–355. [CrossRef]

153. Clementi, F.; Mancini, M.; Moresi, M. Rheology of Alginate from Azotobacter vinelandii in Aqueous Dispersions. J. Food Eng. 1998,
36, 51–62. [CrossRef]

154. Fourest, E.; Volesky, B. Alginate Properties and Heavy Metal Biosorption by Marine Algae. Appl. Biochem. Biotechnol. 1997, 67,
215–226. [CrossRef]

155. Rioux, L.E.; Turgeon, S.L.; Beaulieu, M. Characterization of polysaccharides extracted from brown seaweeds. Carbohydr. Polym.
2007, 69, 530–537. [CrossRef]

156. Chee, S.Y.; Wong, P.K.; Wong, C.L. Extraction and characterisation of alginate from brown seaweeds (Fucales, Phaeophyceae)
collected from Port Dickson, Peninsular Malaysia. J. Appl. Phycol. 2011, 23, 191–196. [CrossRef]

157. Sari-Chmayssem, N.; Taha, S.; Mawlawi, H.; Guégan, J.P.; Jeftić, J.; Benvegnu, T. Extracted and depolymerized alginates from
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338. Kudzin, M.H.; Boguń, M.; Mrozińska, Z.; Kaczmarek, A. Physical Properties, Chemical Analysis, and Evaluation of Antimicrobial
Response of New Polylactide/Alginate/Copper Composite Materials. Mar. Drugs 2020, 18, 660. [CrossRef]

339. Uzun, M. Interaction of Alginate/Copper System on Cotton and Bamboo Fabrics: The Effect on Antimicrobial Activity and
Thermophysiological Comfort Properties. Mater. Sci. 2013, 19, 301–308. [CrossRef]

340. Türe, H. Development of copper-doped bioglass/alginate composite membranes: Preliminary results on their characterization
and antimicrobial properties. Mater. Today Commun. 2019, 21, 100583. [CrossRef]

341. Robinson, J.; Arjunan, A.; Baroutaji, A.; Martí, M.; Tuñón Molina, A.; Serrano-Aroca, Á.; Pollard, A. Additive manufacturing of
anti-SARS-CoV-2 Copper-Tungsten-Silver alloy. Rapid Prototyp. J. 2021, 10, 1831–1849. [CrossRef]

342. Gutierrez, E.; Burdiles, P.A.; Quero, F.; Palma, P.; Olate-Moya, F.; Palza, H. 3D Printing of Antimicrobial Alginate/Bacterial-
Cellulose Composite Hydrogels by Incorporating Copper Nanostructures. ACS Biomater. Sci. Eng. 2019, 5, 6290–6299. [CrossRef]

343. Fahmy, B.; Cormier, S.A. Copper oxide nanoparticles induce oxidative stress and cytotoxicity in airway epithelial cells. Toxicol.
Vitr. 2009, 23, 1365–1371. [CrossRef]

344. Serrano-Aroca, Á.; Takayama, K.; Tuñón-Molina, A.; Seyran, M.; Hassan, S.S.; Pal Choudhury, P.; Uversky, V.N.; Lundstrom,
K.; Adadi, P.; Palù, G.; et al. Carbon-Based Nanomaterials: Promising Antiviral Agents to Combat COVID-19 in the Microbial-
Resistant Era. ACS Nano 2021, 15, 8069–8086. [CrossRef] [PubMed]

345. Sanmartín-Santos, I.; Gandía-Llop, S.; Salesa, B.; Martí, M.; Lillelund Aachmann, F.; Serrano-Aroca, Á. Enhancement of Antimi-
crobial Activity of Alginate Films with a Low Amount of Carbon Nanofibers (0.1% w/w). Appl. Sci. 2021, 11, 2311. [CrossRef]

346. Elias, L.; Taengua, R.; Frígols, B.; Salesa, B.; Serrano-Aroca, Á. Carbon Nanomaterials and LED Irradiation as Antibacterial
Strategies against Gram-Positive Multidrug-Resistant Pathogens. Int. J. Mol. Sci. 2019, 20, 3603. [CrossRef] [PubMed]

347. Shi, L.; Chen, J.; Teng, L.; Wang, L.; Zhu, G.; Liu, S.; Luo, Z.; Shi, X.; Wang, Y.; Ren, L. The Antibacterial Applications of Graphene
and Its Derivatives. Small 2016, 12, 4165–4184. [CrossRef] [PubMed]

348. Alboofetileh, M.; Rezaei, M.; Hosseini, H.; Abdollahi, M. Antimicrobial activity of alginate/clay nanocomposite films enriched
with essential oils against three common foodborne pathogens. Food Control 2014, 36, 1–7. [CrossRef]
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