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The electronic structures and magnetic properties of graphene nanoflakes (GNFs) exposed to an

organo-silane precursor [tetra-methyl-silane, Si(CH3)4] were studied using atomic force microscopy,

electron field emission (EFE), x-ray photoelectron spectroscopy (XPS), and magnetization. The result

of XPS indicates that silyl radical based strong covalent bonds were formed in GNFs, which induced

local structural relaxations and enhanced sp3 hybridization. The EFE measurements show an increase

in the turn-on electric field from 9.8 V/lm for pure GNFs to 26.3 V/lm for GNFs:Si having highest

Si/(SiþC) ratio (ffi 0.35) that also suggests an enhancement of the non-metallic sp3 bonding in the

GNFs matrix. Magnetic studies show that the saturation magnetization (Ms) is decreased from

172.53� 10�6 emu/g for pure GNFs to 13.00� 10�6 emu/g for GNFs:Si with the highest Si/(SiþC)

ratio 0.35, but on the other side, the coercivity (Hc) increases from 66 to 149 Oe due to conversion of

sp2! sp3-hybridization along with the formation of SiC and Si-O bonding in GNFs. The decrease in

saturation magnetization and increase in coercivity (Hc) in GNFs on Si-functionalization are another

routes to tailor the magnetic properties of graphene materials for magnetic device applications.
VC 2015 AIP Publishing LLC. [http://dx.doi.org/10.1063/1.4930932]

I. INTRODUCTION

Graphene1 has attracted tremendous attention in diverse

areas due to its extraordinary properties, such as high aspect

ratio, large surface area, and unique electronic structures.2–5

Graphene is a zero-band gap semiconductor and exhibits

semi-metallic behaviour. The lack of a band gap renders the

feasibility of graphene based semiconductor devices, such as

field-effect transistors (FETs)1 and spintronics application.2 A

large number of efforts have been adopted to tailor the elec-

tronic properties of graphene. Especially, the doping and/or

functionalization with hetero-atoms are a very efficient way to

tailor the properties of graphene.6–8 Silicon atoms are fre-

quently introduced into graphene as heteroatoms can improve

and tune the properties of graphene.9 It was observed by theo-

retical studies that the substitutionally doped Si atoms in

CNTs and/or graphene were found to relax outwards and

form sp3 bonding.10–12 Besides the single Si-impurity in

monolayer graphene, Si doped bilayer/multi-layer graphene or

graphene nano-ribbons/nano-flakes has been investigated,

which shows that there is a covalent bonding of Si-atoms

between different layers.12,13 However, there are few experi-

mental studies reported on Si-doped graphene and/or gra-

phene nano-ribbons/nano-flakes, therefore it is important to

give new insights into the electronic structure, chemical bond-

ing, and their possible applications. Graphene nano flakes

(GNFs), the derived graphene materials are quasi-two-dimen-

sional networks of vertically aligned graphene sheets and

have morphologies similar to those of nano carbon materials,

such as carbon nanoflakes and nanosheets. The Si atoms

chemisorbed on the surfaces of GNFs or CNTs provide dan-

gling bonds, which may mediate the formation of other type

of materials. The formation of sp3 bonding in GNFs:Si can be

expected to enhance their mechanical stability. On Si-doping,

the band gap leads to an increase in effective mass and

decrease the mobility because of defect scattering. Silicon

doping in graphene structure has less destructive effect on gra-

phene mobility due to resemblance of Si and C atoms. Silicon

is a highly reactive centre that creates opportunities for sily-

lated GNFs (GNFs:Si) to be used as novel nano-devices, such

as chemical sensors and toxic gas scrubbers14 and other possi-

ble electronic and storage devices. Very recently, Moulder

et al. observed that the doping of Si-atoms into the network of

graphene sheets increases the electro-catalytic activity for ox-

ygen reduction reaction (ORR).15

In this report, we have investigated the interplay

between silicon atoms in catalyst free graphene nano-flakes

(GNFs) and we studied their electronic, electrical, and mag-

netic properties for the use of different electronic and mag-

netic storage devices.

II. EXPERIMENTAL DETAILS

GNFs with a thickness of �1250 nm were synthesized

directly on the Si substrate without catalyst by the
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microwave-plasma enhanced chemical vapor deposition

(PECVD) process and were subsequently subjected to

RF-plasma glow discharge with 35/5 and 0/40 Ar to tetrame-

thylsilane [TMS, Si(CH3)4] gas ratios, respectively, at

room temperature for 5 min.16,17 These Si-treated GNFs are

denoted as GNFs:Si. The core-level C 1s XPS spectra were

measured using the AXIS SUPRA x-ray photoelectron spec-

troscopy (XPS) equipment at UNISA. Electron field emis-

sion (EFE) characteristics were performed using a Keithley

power supply (Keithley: model 237). The cathode voltage

was applied by an analog programmable 1.0 kV power

supply under computer control high resistance meter and

the leakage current is less than 10�9 A in our system. The

measured emission current was logged at each voltage. The

measurements were carried out at room temperature under

a low 10�6 Torr ambient pressure. The movement of the an-

ode tip (1 mm diameter) was measured digitally, and the gap

between emitter and collector was confirmed by optical

microscope. During the measurements, the anode and cath-

ode distance in the field emission system was fixed at

200 lm, which is the thickness of the microglass spacer used

to isolate the cathode from the anode. The magnetization

(M) as function of applied field H was measured using a

superconducting quantum interference device (SQUID) mag-

netometer (Quantum Design, San Diego). The surface mor-

phology was studied by Atomic force microscopy (AFM)

images (Nanoscope III, Veeco), which were captured in tap-

ping mode using SiN tip with dimension 5–10 nm.

III. RESULTS AND DISCUSSION

Figures 1(a)–1(c) present the AFM images of pure GNFs

and GNFs:Si, whereas Figures 1(d)–1(f) show EFE, current

density (J) as a function of the applied electric field (EA). Pure

GNFs (1a) contain petal-like graphitic nano-flakes with

sharp edges, which are randomly interlaced to form a nest-like

porous structure with a large surface area;16,17 whereas Si-

functionalized GNFs as shown in Figures 1(b) and 1(c) show

round nano-flakes in the form of rod- or tube like GNFs:Si.

These transformations of GNFs:Si shapes/sizes indicate the

transformation of GNFs:Si surficial structural behaviours. The

EFE figure shows the existence of a threshold electric field, at

which J increases from zero significantly. In general, the thresh-

old electric field increases with the increase in the Si content

that shows J increases roughly exponentially beyond the thresh-

old field. To further demonstrate the existence of a threshold

electric field or turn-on electric field (ETOE), Fowler-Nordheim

(F-N) plots are shown in insets (d)–(f) of Figure 1. The ETOE

values were obtained with linear curve fitting in the lower elec-

tric field region (not shown in this figure) and were found to

increase from 9.8 V/lm for pure GNFs to 26.3 V/lm for

GNFs:Si with the highest Si/(SiþC) ratio 0.35 (see Table I).

FIG. 1. Atomic Force Microscopy

(AFM) images and Electron Field

Emission (EFE) of (a) and (d) GNFs,

(b) and (e) GNFs:Si (Si/SiþC¼ 0.27),

and (c) and (f) GNFs:Si (Si/

SiþC¼ 0.35).
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The turn-on electric field is defined at an emission current den-

sity of 10�6 A/cm2, i.e., the GNFs at higher Si-content need

higher electric field to obtain the same current. This reduction

in field emission current (or increase of turn on electric field)

on Si-functionalization not only is attributed to the change in

physical properties but also depends on the change in chemical

properties that occur during the process of Si-functionalization.

In terms of physical changes, it is observed from the AFM

images as discussed above that the interlaced nest-like porous

structure with a large surface area of pure GNFs reduced to

round nano-flakes in the form of rod- or tube like GNFs:Si on

Si-functionalization as shown in Figs. 1(a) and 1(c), respec-

tively. However, the optimal surface morphology is not the

only reason for the change in field emission characteristics, but

the chemically Si-functionalization also have to be taken into

account for the change of field emission characteristics. It was

well known that the slope of FN plot is associated with the

emission barrier expressed as J¼A(bEA)2 exp (�B/3/2/bEA),

in which A and B are constants, EA is the applied electric field,

b is the field enhancement factor, and / is the emission barrier

of the film. The fact that the slope of GNFs of highest Si/

(SiþC) ratio 0.35 is obviously higher (see Fig. 1(f) inset) than

that of pure GNFs (see Fig. 1(d) inset) suggests that the effec-

tive emission barrier is significantly increased due to silicon

dilution and/or increase in /3/2/b factor. It can be deduced that

the effective emission barrier of GNFs of highest Si/(SiþC) ra-

tio 0.35 increased compared with that of pure FGNFs. On Si-

functionalization, the formation of more sp3-hybridized bonds

in GNFs:Si is because Si prefers sp3 rather than sp2 bonding,

unlike C (which prefers sp2 bonding). The strong preference for

sp3 bonding was argued to be related to an outward relaxation

of the Si atom.10,11 Therefore, reduction of the EFE current in

GNFs:Si is due to the decrease in the number of sp2 hybridized

bonds in the network of GNFs:Si because sp2-hybridized bonds

in GNFs are responsible for the metallic EFE current18 in car-

bon structure materials. However, the optimal surface morphol-

ogy is not the only reason for the change in field emission

characteristics, but the chemical functionalization sites also

have to be taken into account for the change of field emission.

Hence, we measured the XPS of GNFs and Si-functionalized

GNFs and discussed on this context in the following paragraph.

The chemical states of carbon atoms in GNFs films can

be revealed by the XPS spectra of C1s core level. The XPS

quantitative results indicate that the Si/(CþSi) ratios of

GNFs:Si films are �0.27 and �0.35, respectively, when

GNFs:Si is deposited at Ar/TMS ratios �5/35 and �0/40,

respectively. The compositional and quantitative analysis of

GNFs and GNFs:Si obtained from XPS analysis is tabulated

in Table I. In general, the peak observed at �284.6 eV for

GNFs can be assigned as the C-C bond (carbon sp2-hybridiza-

tion), which is shifted to the higher energy at �285.4 eV and

became broaden for GNFs:Si having Si/(SiþC) of 0.35, as

clearly shown in Figure 2(a). This peak shift indicates the

change of structural and electronic behaviours. Figures

2(b)–2(d) show the decomposed C 1 s XPS into Gaussian

peaks of GNFs and GNFs:Si thin films. Figure 2(b) shows the

decomposed GNFs spectrum into two peaks mainly at

�284.2 eV and 286.1 eV which are assigned as C¼C sp2 and

C-O bonds, respectively. The GNFs:Si spectra are decom-

posed into three peaks as shown in Figures 2(c) and 2(d).

Pedio et al.19 studied the dependence of the formation of C60

on silicon surfaces on the annealing temperature using C 1s
XPS measurements and found that the C-C bond and C-Si

bond features are located at 284.2 and 282.6 eV, respectively.

We have observed a peak at �283.3 eV, which is in between

the peaks 284.2 and 282.6 eV (films having Si/(SiþC)

¼ 0.35) as shown in Figure 2(d) and is assigned as C-Si

peak.19,20 The peak observed at �283.9 eV and 284.5 eV in

Figures 2(c) and 2(d), respectively, is assigned as C¼C sp2,

whereas the peak 285.0 eV and 285.6 eV in Figures 2(c) and

2(d), respectively, is defined as “defect peaks”16 or Si-C-O

bonding peaks.21 The peak observed in Figure 2(c) at

286.8 eV is the C-O bonds.16 Figure 3 shows the Si 2p and 2s

XPS spectra, where the main peaks are at�100 eV and at

�150 eV, respectively. However, these peaks are observed in

TABLE I. Compositional and quantitative analysis of GNFs and GNFs:Si

along with turn on electric field (ETOE) obtained from F-N plots.

Sample

Ar/TMS

(sccm)

C

(at. %)

O

(at. %)

Si

(at. %)

Si/(SiþC)

ratio

ETOE

(V/lm)

GNFs — 97.55 2.45 0.00 0.00 9.8

GNFs:Si 35/5 54.41 25.09 20.50 0.27 15.9

GNFs:Si 0/40 39.34 39.15 21.51 0.35 26.3

FIG. 2. C 1s x-ray photoemission spectroscopy (XPS) of (a) GNFs and

GNFS:Si, (b) decomposed into two Gaussian peaks of GNFs, (c) decomposed

into three Gaussian peaks of GNFs:Si (Si/SiþC¼ 0.27), and (d) decomposed

into three Gaussian peaks of GNFs:Si GNFs:Si (Si/SiþC¼ 0.35).
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both GNFs:Si films that are decomposed into four (Si 2p) and

three (Si 2s) Gaussian peaks and are shown in Figures 3(b)

and 3(d) and 3(c) and 3(e), respectively. In case of Si 2p, the

different decomposed peaks observed between �101.00 eV

and �101.8 eV are assigned as Si-C/Si-C-O, whereas peaks

observed between 102.4 eV and 104.3 eV are assigned as

Si-O.15,19,20 In case of Si 2s XPS, the peaks observed within

the range �151.1–153.0 eV are Si-Si peaks, whereas other

peaks above 153.0 eV are assigned as Si-O.22 It is very clear

from these results that the changes of microstructural and

bonding properties are of significance when Si is functional-

ized with GNFs that effect the change in electron field emis-

sion. It is also observed from the XPS decomposed peak

intensity that on exposure to organo-silane (or Si-functionali-

zation), the structures are changed from sp2-rich to sp3-rich or-

dered GNFs. From these results, it is very clear that the

structural change occurs on Si-functionalized GNFs.

The magnetic properties of the GNFs and GNFs:Si are

described through room-temperature (�300 K) and below

room temperature (�40 K) field-dependent magnetization

(M�H hysteresis loop) curves and these are shown in

Figs. 4(a)–4(c). The magnetic results of GNFs:Si indicate pri-

marily a weak paramagnetic behaviour at small field

(�100 Oe), but the field response at higher fields reveals non-

monotonic, i.e., M is non-linear with H. A slender and

saturation-prone (above �2000 Oe) hysteresis loop is observed

for all the GNFs/GNFs:Si, which suggests ferromagnetic

behaviour. All the GNFs have different saturation magnetiza-

tion (MS), indicating that the Si-nano-crystals on the GNFs:Si

change the structural behaviours. The saturation magnetization

values of GNFs, MS �173� 10�6 emu/g when measured at

40 K. This MS value reduced to �62� 10�6 emu/g and

�13� 10�6 emu/g, respectively, for GNFs:Si films, when the

Si/(SiþC) ratios are 0.27 and 0.35, respectively. The satura-

tion magnetization (MS), coercivity (HC), and remanence (MR)

of GNFs and GNFs:Si are tabulated in Table II. It shows that

the MS values are reduced with increasing coercivity as the Si-

content is increased, implying the loss of magnetization with

silicon content. With increase in Si-content, non-defect Si-C

tetrahedral bonding along with SiO is formed that makes

sp3-rich structured GNFs materials that are responsible for

reducing the magnetisation of GNFs. The observation of

decrease in magnetic behaviour suggests that Si incorporation

into GNFs forms a strong interaction in the form of Si-C,

which is tetrahedral bonded. The formation of these bonds

reduces the sp2 hybridization present in the bare-GNFs and

FIG. 3. Si 2p-2s x-ray photoemission spectroscopy (XPS) of (a) GNFs and

GNFS:Si, (b) and (c) Si 2p and Si 2s decomposed into four and three

Gaussian peaks, respectively, of GNFs:Si (Si/SiþC¼ 0.27). (d) and (e)

Both Si 2p and Si 2s decomposed into three Gaussian peaks, respectively, of

GNFs:Si (Si/SiþC¼ 0.35).

FIG. 4. The magnetic field-dependent magnetization M-H hysteresis

loop curves at room temperature (�300 K) and below room temperature

(40 K) of (a) GNFs, (b) GNFs:Si (Si/SiþC¼ 0.27), and (c) GNFs:Si (Si/

SiþC¼ 0.35).
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increases the sp3 hybridisation concentration due to tetrahedral

bonded Si with C. However, during and/or after synthesis of

pure GNFs, the oxygen contamination occurs with Si upon air

exposure and forms Si-O bonds. As a consequence, it reacts

with carbon containing GNFs and forms clusters like Si-O-C,

known as a defect structure that is responsible for the reducing

of ferromagnetic behaviours. It is very interesting that the

GNFs:Si having Si/(SiþC) ratio 0.35, reduces the saturation

magnetization significantly, compared to pure GNFs when

measured at 40 K. At 300 K, full magnetization is achieved,

regardless of the Si content, in a field of �1000 Oe. Much

lower at 40 K on the other hand, we notice the Si-free GNFs

(Fig. 4(a)) to be the least susceptible towards saturation, and

with an increasingly facile saturation as Si is introduced in

GNFs (Figs. 4(b) and 4(c) at 40 K). Whereas the magnetic

moment achieved at high field (2000 Oe) and high tempera-

ture (300 K) is almost unchanged for all GNFs, the low tem-

perature results further express a nearly 20-fold decrease in

the high field moment as the Si content is increased from zero

to Si/(SiþC)¼ 0.35. The high Si-content GNFs evidently

have a near temperature-independent magnetic susceptibility

between 300 K and 40 K compared to strong T-dependence

that is found in the Si-free GNFs. We ascribe this to be the

parasitic effect that Si has in this system on the p-electrons,

namely, the increasingly effective sp2!sp3 hybridization

which consumes p-electrons. It is also further observed that

the saturation magnetization does not vary significantly at

300 K and 40 K temperature for the GNFs:Si [Si/

(SiþC)¼ 0.35] that implies the structural ordering between

Si and C is very much minimum as the concentration of Si/

(SiþC) increases. It is reported in literature23 that the incor-

poration of Si in graphene transforms the semi-metallic mag-

netic graphene to semiconducting magnetic graphene which

has a large area of application FETs and in spintronics devi-

ces. In typical spintronics application, the materials should

have semiconducting as well as magnetic behaviour. In this

present study, Si is a good candidate to provide both semicon-

ducting as well as magnetic properties in GNFs. We have

demonstrated that controlled Si-functionalization of GNFs is a

useful tool to manipulate the magnetic properties. At the same

time, Si-functionalization enables tuning of the semiconduct-

ing properties and thus should be opening a new path for

applications in spintronic devices.

IV. CONCLUSION

In conclusion, the structure of GNFs changes from sp2

to sp3 hybridized comparatively hard GNFs materials along

with formation of Si-Si, Si-C, and Si-O/Si-O-C bonding and

their magnetic behaviours are changed with addition of sili-

con in the GNFs matrix structure. Our magnetic studies have

shown that Si-functionalization is another route to tailor the

magnetic properties of GNFs materials and typically can be

considered as an alternative route to tailor the magnetic

properties of graphene for magnetic device applications.
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20G. Račiukaitis, M. Brikas, V. Kazlauskien_e, and J. Mi�skinis, J. Phys.:

Conf. Ser. 59, 150–154 (2007).
21T. Maruyama and S. Naritsuka, “Nanotechnology and Nanomaterials:

Carbon Nanotubes - Synthesis, Characterization, Applications,” edited by

Siva Yellampalli, Department of Material Science and Engineering, Meijo

University, Japan, see www.intechopen.com.
22Y. J. Choi, S.-J. Won, H.-S. Jung, S. Park, D.-Y. Cho, C. S. Hwang, T. J.

Park, and H. J. Kima, ECS Solid State Lett. 1, N4–N6 (2012).
23M. S. S. Azadeh, A. Kokabi, M. Hosseini, and M. Fardmanesh, Micro

Nano Lett. 6, 582–585 (2011).

TABLE II. Saturation magnetization (MS), coercivity (HC), and remanence

(MR) of GNFs and GNFs:Si.

Sample

Si/(SiþC)

ratio

Ms

(�10�6 emu/g)

Hc

(Oe)

MR

(�10�6 emu/g)

40 K 300 K 40 K 300 K 40 K 300 K

GNFs 0.00 172.53 27.19 66.00 81.27 9.38 5.83

GNFs:Si 0.27 62.05 6.92 90.00 108.00 4.62 2.25

GNFs:Si 0.35 13.00 12.00 149.00 101.00 2.85 2.20

115302-5 Ray et al. J. Appl. Phys. 118, 115302 (2015)

http://dx.doi.org/10.1126/science.1102896
http://dx.doi.org/10.1103/PhysRevLett.102.247204
http://dx.doi.org/10.1038/nmat1967
http://dx.doi.org/10.1063/1.2159564
http://dx.doi.org/10.1080/00018732.2010.487978
http://dx.doi.org/10.1063/1.3272008
http://dx.doi.org/10.1063/1.4705365
http://dx.doi.org/10.1063/1.3609243
http://dx.doi.org/10.1063/1.3609243
http://dx.doi.org/10.1007/s00894-011-1226-x
http://dx.doi.org/10.1103/PhysRevB.64.085413
http://dx.doi.org/10.1103/PhysRevB.64.085413
http://dx.doi.org/10.1016/S0925-9635(02)00394-1
http://dx.doi.org/10.1021/jp9121563
http://dx.doi.org/10.1103/PhysRevX.2.011003
http://dx.doi.org/10.1002/qua.21460
http://dx.doi.org/10.1002/adfm.200800951
http://dx.doi.org/10.1063/1.2132088
http://dx.doi.org/10.1063/1.2981090
http://dx.doi.org/10.1088/1742-6596/59/1/032
http://dx.doi.org/10.1088/1742-6596/59/1/032
http://www.intechopen.com
http://dx.doi.org/10.1149/2.014201ssl
http://dx.doi.org/10.1049/mnl.2011.0195
http://dx.doi.org/10.1049/mnl.2011.0195

	s1
	s2
	l
	n1
	s3
	f1
	t1
	f2
	f3
	f4
	s4
	c1
	c2
	c3
	c4
	c5
	c6
	c7
	c8
	c9
	c10
	c11
	c12
	c13
	c14
	c15
	c16
	c17
	c18
	c19
	c20
	c21
	c22
	c23
	t2

