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Abstract Vertically aligned few layered graphene (FLGs)
nanoflakes were synthesized by microwave plasma deposi-
tion for various time durations ranging from 30 to 600 s to
yield graphene films of varying morphology, microstructure
and areal/edge density. Their intrinsic electrochemical prop-
erties were explored using Fe(CN)6

3−/4− and Ru(NH3)6
3+/2+

redox species. All the FLG electrodes demonstrate fast
electron transfer kinetics with near ideal ΔEp values of
60–65 mV. Using a relationship between electron transfer
rate and edge plane density, an estimation of the edge plane
density was carried out which revealed a moderation of edge
plane density with increase in growth time. The pristine
FLGs also possess excellent electrocatalytic activity towards
oxygen reduction reaction (ORR) in alkaline solutions. This

ORR activity can be further enhanced by exposing the pristine
FLGs to nitrogen electron cyclotron resonance plasma. The
metal free N-doped FLGs exhibit much higher electrocatalytic
activity towards ORR than pristine FLGs with higher durability
and selectivity than Pt-based catalysts. The excellent electro-
chemical performance of N-doped FLGs is explained in terms
of enhanced edge plane exposure, high content of pyridinic
nitrogen and an increase in the electronic density of states.

Keywords Graphene . Few layered graphene nanoflakes .

Nitrogen doping . Electrochemical properties . Oxygen
reduction reaction

Introduction

Carbon-based electrodes diversify across a breadth of appli-
cations including electroanalysis, biosensing, electrocatalysis,
fuel cell electrodes and energy storage elements among others
[1–3]. The basic building block of graphene and structural
polymorphism of carbon is responsible for a wide variety of
carbon-based electrodes such as highly oriented pyrolytic
graphite (HOPG), boron-doped diamond, glassy carbon
(GCE) and nanotubes (CNTs). Also, the high chemical stabil-
ity along with rich surface chemistry allows a large number of
functional groups to be attached for further applications [1–4].
These electrodes offer the advantages of wide potential win-
dow, electrocatalytic activity for redox probes, intrinsic inert
electrochemistry, good electrical conductivity and compara-
tively low cost as compared to noble metal(Au, Pt)-based
electrodes [1, 4].

The inherent electroactivity of the carbon-based elec-
trodes depends upon on the microstructure, surface chemis-
try and electronic structure and most importantly on the
amount of the highly reactive edge planes in the electrode
[1, 2, 4–6]. The edge planes exhibit fast electron transfer as
compared to the basal planes which are nearly dormant and
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exhibit poor electron transfer rates [1, 2, 4–6]. While HOPG
and GCE are ideal materials for electrochemical studies,
they suffer from the problems of high cost and the need of
careful polishing to expose the active edge planes. Over the
past decade or so, CNTs have been widely shown to exhibit
high electroactivity and fast electron transfer rates [1, 3].
However, recent reports have suggested that the inherent
activity of CNTs is due to the presence of “irremovable”
metal nanoparticles encapsulated during the growth of
CNTs, potentially leading to misinterpretation of results
and affecting the repeatability and long-term stability
[3–8]. Hence, it is of utmost importance to look at new
catalyst free carbon nanostructures which not only provide
extensive edge plane structure and have the ability to catal-
yse important electrochemical reactions. We have recently
reported on the catalyst free growth of few layered graphene
(FLGs) nanoflakes; which are essentially vertically stacked
two-dimensional graphene sheets growing from the under-
lying substrate terminating into open graphitic edge planes
[9–12].1 The high degree of edge planes provides a large
number of active sites for fast heterogeneous electron trans-
fer along the graphene backbone [9–12].

Relating the amount of edge plane or defect sites on
carbon nanomaterials to their electrochemical properties is
of fundamental importance for electrochemical applications
[1, 2]. The role of edge planes for fast electron transfer is
now well established, and electrochemical protocols have
been devised to ascertain the density of edge planes/defect
sites [2, 5, 6, 13]. The usual techniques of high resolution
electron microscopy and Raman spectroscopy are time con-
suming and not readily available [4–6]. A capacitance-based
measurement has been proposed by Pumera et al. to com-
pute the edge sites [13]. More recently, Banks et al. have
proposed a method which relies on the estimation of hetero-
geneous electron transfer rate and its relationship with the
defect density, which is then compared to a simulation of
electron transfer rate on a purely edge plane electrode [5, 6].
Using this method, an estimation of the active edge sites of
the FLGs have been performed as a function of growth time
and is co-related with their microstructure.

Heteroatom doping of carbon nanomaterials, especially
nitrogen doping, has been shown to modulate the electronic,
structural and chemical properties for a variety of applica-
tions including oxygen reduction reaction (ORR) [14–16].

The traditional Pt-based catalyst not only suffers from high
susceptibility towards methanol crossover effects but also
high cost [14–16]. Hence, extensive research is being un-
dertaken to discover new metal-free catalysts which can
offer high selectivity for ORR and can sustain methanol
crossover effects. Recent report by Dai et al. showed high
electrocatalytic activity as well as long-term stability of
nitrogen-doped CNTs for ORR [14]. Excellent ORR has
been reported on N-doped graphene as well [16–18, 21]. It
has been proposed that the activity of nitrogenated carbon
nanomaterials towards ORR stems from (1) production of
partial positive charge on bonded nitrogen/oxygen bonded
carbon atom, (2) nitrogen moieties acting as active sites
[14–21]. Also, the high amount of localised electronic den-
sity of states (DOS) in nitrogen-doped graphene in conjunc-
tion with higher defect density may help in catalyzing the
reduction of oxygen [14–18].

In the present work, we report on the basic electrochem-
ical properties of FLGs including electron transfer kinetics
and an estimation of electro-active edge sites using cyclic
voltammetry response to redox species such as Fe(CN)6

3−/4−

and Ru(NH3)6
3+/2+. The influence of exposure of edge

planes on the electron transfer rate has been studied in detail.
Low pressure nitrogen electron cyclotron resonance (ECR)
plasma treatment was carried out to functionalize the FLG
surface via doping of various nitrogen moieties. The influ-
ence of enhanced electronic density of states and presence of
nitrogen moieties is also discussed in relation to reduction of
molecular oxygen on FLGs.

Experimental

The synthesis of FLGs was carried out in a SEKI microwave
plasma enhanced chemical vapour deposition system,
equipped with a 1.5 kW, 2.45 GHz microwave source. The
substrates used were bare in type heavily doped Si wafers
(resistivity <0.005 Ωcm). Prior to growth, the substrates are
pre-treated with N2 plasma at 650 W at 40 Torr, while the
substrate temperature is maintained at 900 °C. Synthesis
was then carried out using CH4/N2 (gas flow ratio 1:4)
plasma at 800 W for the desired duration. For further nitro-
gen doping, in-situ ECR plasma treatment of samples was
carried out at a working pressure of ∼0.025 Pa (1.8×
10−4 Torr), while the microwave power was maintained at
150 W for a various time durations of 300 and 600 s [9–12].
The conditions used are similar to the one used in our
previous works [9–12].

Scanning electron microscopy (SEM) was performed on
a FEI Quanta 3D operating at 30 kV while, transmission
electron microscopy (TEM) analysis was performed on a
JEOL JEM-4000EX operating at 100 kV, for which samples
were scraped off the surface and deposited on a 300 mesh

1 There is a lot of discrepancy and disparity in the literature regarding
the nomenclature used for carbon nanostructures like these such as
few-layered graphene nanoflakes, multi-layered graphene petals and
carbon nanowalls. Strictly speaking, graphene is a single sheet of sp2

hybridised carbon atoms; hence, the use of term few-layered graphene
can be considered as slightly controversial. In the past, we have
reported on the synthesis, growth mechanism and applications of these
structures wherein they have been addressed as few-layered graphene
nanoflakes. So, in order to maintain parity, we continue to call it as
few-layered graphene nanoflakes.
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holey carbon grids. Atomic force microscopy (AFM) im-
ages were obtained using a Veeco Nanoman DI 3100 AFM
system. X-ray photoelectron spectroscopy (XPS) analysis
was performed on a Kratos Axis Ultra DLD spectrometer
using a monochromatic Al Kα X-rays (hυ=1,486.6 eV),
operating at 15 kV and 10 mA. Raman spectroscopy was
performed using an ISA LabRam system equipped with a
632.8 nm He–Ne laser. Electrochemical analysis were car-
ried out using the customised home-made electrochemical
cell in a three electrode setup using Ag/AgCl, Pt wire and
FLGs as reference, counter and working electrode, respec-
tively. The electrochemical cell allowed a constant 3 mm
working area using an O-ring with the FLG samples being
held in contact with the copper plate using a sticky copper
tape to maximise the contact area. The electrolytes used was
1 mM Ru(NH3)6Cl3 in 1 M KCl and 5 mM K4Fe(CN)6 in
1 M KCl. Further experiments for ORR were carried out
using 0.1 M KOH electrolyte, which was saturated with N2

or O2 for at least 15 min prior to running the scans and kept
under N2 or O2 ambient during the scans. The FLG samples
were used as “as-prepared” after the deposition (for pristine
samples) and nitrogen doping (for N-doped samples). As the
electrode preparation did not involve any scraping off the
sample from the Si–substrate; hence, there was no need for
the use of any Nafion for ink-preparation.

Results and discussion

The overall morphology and structure of the obtained FLGs
were characterised by electronmicroscopy and AFM analysis.
The SEM image of FLGs (grown for 60 s) is shown in
Fig. 1(a) whereas the edge structure of flakes is shown in the
TEM image (Fig. 1(b)), clearly demonstrating the few-layered
graphene nature of the structures. The three-dimensional
AFM images of FLGs grown at various time durations are
shown in Fig. 2(a–c). These growth times have been chosen as
they represent three different microstructures in terms of their

crystallite size, edge density and distribution (see supporting
information S1) [9–12]. The films consist of robust and sharp
flake-like structures with randomly interwoven sharp edges
with open spaces between them. It has been previously
reported that with an increase in the growth time, the degree
of interlinking increases along with an overall increase in the
height of the flakes [9–12]. Also, the number of effective FLG
edge sites reduces due to amalgamation of different flake
edges accompanied by an increase in the thickness of the flake
edges [9]. In the Raman spectra shown in Fig. 2(d), the overall
change in the microstructure can be clearly observed. For
samples grown for 30 s, the samples are characterised by a
high defect peak (D band) due to a higher number density of
FLGs.With an increase in the growth time (60 s), the intensity
of the G band increases slightly due to a consolidation of
FLGs reducing the number of edge plane structures. The
two-dimensional nature of FLGs grown for 30 and 60 s is
evident by the high intensity (IG`/IG >1) and narrow full width
at half maximum of ∼43 cm−1 for the G` peak [9–12, 22]. For
the samples grown for 600 s, while, there is a significant
reduction in the IG`/IG ratio; however, no splitting of the G`
band was observed which occurs for three-dimensional gra-
phitic structures thereby confirming the two-dimensional na-
ture of FLGs across the deposition regime [9–12, 22]. For the
nitrogen doped FLGs, the enhancement in the defects can be
clearly observed (see supporting information, S1). The het-
eroatom doping in graphene has been shown to produce
pentagonal defects in the honeycomb lattice structure leading
them to distort severely and creating enhanced defect sites.
While the pristine FLGs show highly parallel planes with a
regular d spacing, the N-doped samples exhibit large fluctua-
tions in d spacing and appear severely distorted as shown in
Fig. S2 (supporting information). Similar signatures of in-
crease in the disorder can be observed in the Raman spectros-
copy analysis of the pristine and N-doped FLGs (see
supporting information S2). This increase in the disorder has
implications for the electrochemical properties of the N-doped
FLGs as discussed later on.

Fig. 1 a High magnification
SEM image and b high
resolution TEM image showing
few layered nature of FLGs
(arrow shows the graphitic
edges present)
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Electrochemical properties of FLGs

The vertically aligned highly graphitized edge plane struc-
ture of the FLGs presents an ideal system to study the role of
edge planes in electrochemical reactions. Also, the absence
of any metal catalyst ensures that the observed electrochem-
ical response is the true behaviour of the electrode [1, 11, 23,
24]. Figure 3(a–c) shows the electrochemical response of
FLGs to 5 mM K4Fe(CN)6 in 1 M KCl electrolyte. It should
be mentioned here that K4Fe(CN)6 has been chosen, as it
displays a single electron transfer reaction which is well
understood for a large variety of sp2 and sp3 carbon systems
[1, 11, 23–25]. All the three samples show well-defined
peaks in the forward and reverse scans due to the oxidation
and reduction of the Fe(CN)6

3−/4− redox couple. The revers-
ible redox reaction on FLGs is further confirmed by the
observed linear anodic (Ipa) and cathodic (Ipc) peak currents
vs. υ1/2 plots as shown in Fig. 3(d) [11, 23–25]. The data is
indicative of the nature of the reaction, which is limited by
semi-infinite linear diffusion of the reactants to the electrode
surface [23–26]. However, the observed current density (Ip)
reduces with the increase in the growth time. In order to
explain this, let us consider the Randles–Sevcik equation:

Ip ¼ 2:687� 105ACn
3
2 Duð Þ12 ð1Þ

Where Ip is the peak current (A), A is the electroactive
area (square centimetre), C is the concentration of
electroactive species (cubic metres per mole), n is the num-
ber of electrons taking part in the redox, D is the diffusion
coefficient (centimeter-squared per second) and υ is the scan

rate (Vs-1) [26–28]. For Eq. 1, it can be clearly observed that
for a particular electrochemical redox system, the peak
current is directly related to the scan rate and the effective
electrode area. Since all the samples were analyzed with the
same redox probe and at same scan rates, the only variable
that can contribute towards the change in the redox current
is the effective electrode area (A). This area is entirely
different from the geometrical area and is related to the
amount of electroactive sites on the sample [26–29]. Indeed,
it has been shown that for sp2 carbon nanomaterials, the
relative proportion of edge planes exposed to the electrolyte
solution is directly proportional to the rate of reaction and
the observed current [1, 2, 30, 31]. Using the above equa-
tion, the effective area of the electrodes was calculated to be
0.336, 0.289 and 0.206 cm2 for samples grown for 30, 60
and 600 s, respectively. In the AFM images of samples
shown in Fig. 2(a–c), it can be clearly observed that with
the increase in the growth time, the degree of interlinking
between the flakes increases thereby reducing the actual
number of exposed edges (active sites). Since the decrease
in the edge sites is directly proportional to the rate of the
electron transfer, the reduction in the observed current den-
sity can be clearly accounted for.

The most important parameter for any electrode is its
electron transfer kinetics and the peak to peak separation
values (ΔEp). The values of ΔEp are strongly dependent on
the electron transfer rate, i.e. the reactivity of the electrode
towards the electrolyte [1–6, 11]. For all the samples, well-
defined peaks in the forward and reverse scans were observed
corresponding to the oxidation and reduction of Fe(CN)6

3−/4−

Fig. 2 AFM images of FLGs
grown for a 30, b 60 and c
600 s showing the effective
change in the morphology and
structure of flakes. d
Corresponding Raman spectra
shows the change in the
microstructure of FLGs
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species. The observed electrochemical response showed near-
ly perfect reversible Nerstian behaviour with a peak to peak
separation (ΔEp) of nearly 60 mV [11, 23]. In fact, the values
ofΔEp were 60±2 mV, 63±2 mVand 65±3 mV for samples
grown for 30, 60 and 600 s, respectively. The values obtained
here are obtained on pristine FLGs without the need for any
surface activation procedures such as polishing etc. The
values of ΔEp are very close to the ideal peak separation for
single electron transfer reaction of 59 mV [1, 2, 11, 23]. More
importantly, the electron transfer rate and the associated ΔEp

can be fully attributed to the properties of the FLGs itself.
Nicholson developed and published a simple method to eval-
uate the standard rate constant for the electron transfer from
the peak potential separation and the scan rate of a quasi-
reversible system. In the original work by Nicholson, the
cyclic voltammetry response profile for a quasi-reversible
electron transfer reaction was subjected to quantitative math-
ematical analysis [32]. The net shape of the voltammetry
curves have been shown to depend on a kinetic parameter =
which is given by the expression shown below (Eq. 2). The
method provides an extremely rapid and simple way to eval-
uate electrode kinetics. Using the peak to peak separation,
ΔEp, the apparent electrochemical rate constant (k0) can be
determined using the Nicholson's method given by the fol-
lowing equation:

k0 ¼ Ψ
pDonFu

RT

� �1
2 Dr

Do

� �a
2

ð2Þ

where Ψ is the kinetic parameter, k0 is the rate constant, D0 is
the diffusion constant of Fe(CN)6

3−/4− (7.63×10−6 cm2s−1,
1 M KCl), n is the number of electrons transferred, F is the

Faraday's constant, υ is the scan rate, R is the universal gas
constant, T is the temperature and is the transfer coefficient
(0.5) [5, 6, 30–32]. For all the samples, the peak to peak
separation, ΔEp, was large enough (≥59 mV) to find out the
kinetic parameter, Ψ using the Nicholson method [30, 32].
The value of standard electrochemical rate constant (k0) was
found to be 6.1×10−2 cm s−1, 2.13×10−2 cm s−1 and 1.5×
10−2 cm s−1 for samples grown for 30, 60 and 600 s, respec-
tively, and are shown in Table 1. It should be noted here that
these values should not be considered as absolute values as no
correction was made for iR effects or double layer effects.
Also, the character of Nicholson's working curve is such that
even a change of ±1 mV has a profound effect on the value of
Ψ and consequently on the value of calculated electrochemical
rate constant [32]. In our case, where the FLG samples have
ΔEp values which are so close to each other, the electrochem-
ical rate constants should be treated as apparent and indicative
rate constants only. The slightly higher value of standard
electrochemical rate constant (k0) for samples grown at 30 s
is in agreement with the nearly ideal peak to peak separation
observed for these electrodes. These results are in agreement
with those shown by Tang et al. in their study of electrochem-
ical properties of reduced graphene sheets [25]. The Randles–
Sevcik equation was derived with a key assumption that the
electrode surface is one-dimensional, i.e. the surface is flat
without any protrusions or large topographical features
[26–28]. Hence, it has been argued that the Randles–Sevcik
equation can only be used for the calculation of electroactive
surface area when the rigid electrode has a definite surface
roughness rather than having a porous structure. In our case,
the FLG nanoflakes are quite randomly distributed on the

Fig. 3 CV response of pristine
FLGs grown at a 30, b 60 and c
600 s. d Plot of peak current
values vs. square root of the
scan rate in 5 mM K4Fe(CN)6
in 1 M KCl
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surface, presenting with a nest-like structure representative of
a more porous structure. In a structure like this, when soaked
in the electrolyte solution, the diffusion occurs through the
pores and the channels of the material. From analysis of the
AFM images (Fig. 2) of the films grown for various time
durations, the distance between the flakes varies from approx-
imately 50–100 (for 30 s growth time) to 500–1,000 nm (for
600 s growth time). Now in order for the Randles–Sevcik
equation to be valid, the size of the diffusion layer formed (at a
particular scan rate) in the average of each ensemble of
nanoflakes should be much higher than the average spacing
between them [33, 34]. To calculate this, we need to consider
the size of the diffusion layer δ surrounding the nanoflake
ensemble using the equation δ = (2D×(ΔE/ν)1/2), where D is
diffusion constant for the ferrocouple redox probe (7.63×10−6

cm2s−1, 1 M KCl), ΔE is the potential width of the
voltammograms, and ν is the scan rate. For scan rates of
100 mVs−1, the size of the diffusion layer created in the
average of each isolated FLG is approximately 50 μm. Hence,
it can be clearly observed that the distance between the FLG
flakes (100–1,000 nm) is much smaller than the size of the
diffusion layer (50 μm). This is suggestive of the fact that the
individual diffusion layers of the FLGs overlap quite heavily
leading to the depletion of spaces between the neighbouring
FLGs and significantly increasing the planar diffusion. The
electrode surface thus obtained is analogous to a category four
surface according to the classification developed by Compton
and Davies [34]. The mass transport in the case of category
four can be described by planar diffusion, so the mass trans-
port can then be reduced to a one-dimensional problem. It is
known that the edge plane shows much faster electron transfer
kinetics as compared to the basal plane for nearly all the redox
couples [1, 2, 23]. An electrode having large amount of edge
plane sites would show a nearly reversible behaviour, whereas
for a basal plane dominated electrode will show irreversible
behaviour. This huge difference in the properties of the edge

and basal plane electrodes arises from the large difference in
the DOS near the Fermi level. The basal planes usually have a
low DOS at Fermi level, and thus have a smaller probability
that an electron with the correct energy is available for elec-
tron transfer to occur through the redox probe [1, 2, 11, 23]. At
the edge planes, however, due to a large defect density, a much
higher DOS is available due to the production of localised
edge states between the conduction and the valence band [1,
11, 23]. Thus, in the case of FLGs where the structure is
dominated by a large number of edge planes, an enhanced
electron transfer is observed. While the presence of defect
sites on the edges of FLGs can significantly enhance the
localised DOS and consequently the electron transfer rate,
the types of defects itself can influence the edge states [1,
11, 23, 35]. These edge states in conjunction with the surface
adsorbates (Oxygen in this case) can change the DOS near the
Fermi level [22]. In the case of Fe(CN)6

3−/4− probe, the
presence of oxygen has been shown to adversely affect the
electron transfer rate [23, 36]. For pristine FLGs, XPS analysis
revealed a small quantity of adsorbed oxygen on the surface
(Table 2). This presence of oxygen on the surface in conjunc-
tion with the type of edge states (armchair or zigzag) may be
responsible for the slightly higher than the ideal electron
transfer rate observed for FLG samples [11, 23, 36]. The
inherent two-dimensional structure of the FLGs, consisting
of multiple graphene sheets provides high electron mobility
for electrons to be transferred from the electrode surface
through the underlying Si substrate, thereby demonstrating
good electrical contact between the FLGs and underlying Si.
Thus, from the cyclic voltammetry results, it can be clearly
concluded that a catalyst free system like FLG with a high
degree of active graphitic edge planes demonstrates fast elec-
tron transfer kinetics and provides an excellent platform to
perform electrochemical studies.

As compared to the Fe(CN)6
3−/4− probe, the Ru(NH3)6

3+/2+

is relatively insensitive to the surface microstructure and

Table 1 The values of electrochemical rate constant and edge plane exposure for Fe(CN)6
3−/4− and Ru(NH3)6

2+/3+ redox probes for samples grown
for 30, 60 and 600 s

Sample Fe(CN)6
3−/4− Ru(NH3)6

2+/3+

Growth time (sec) ΔEp (mV) k0obs (cm s−1) ΔEp (mV) k0obs (cm s−1) θedge (%)

30 60 6.1×10−2 64 1.72×10−2 4.25

60 63 2.1×10−2 66 1.1×10−2 2.75

600 65 1.5×10−2 71 5.6×10−3 1.45

Table 2 XPS quantification data
for pristine and ECR N-doped
FLGs

Element (atomic %) Pristine FLGs 300 sec. ECR N-doped FLGs 600 sec. ECR N-doped FLGs

Carbon 96.60±0.92 74.81±0.25 32.41±2.64

Oxygen 3.40±0.91 17.95±0.28 50.29±2.23

Nitrogen – 7.24±0.13 17.30±0.93
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surface oxides for carbon electrodes [1, 25]. The only param-
eter affecting the reaction rate is the electronic DOS near the
Fermi level and hence would be unaffected by the adsorbates
such as oxides on the surface [1, 5, 25]. The electrochemical
response of FLGs at different growth times in 1 mM
Ru(NH3)6Cl3/1 M KCl is shown in Fig. 4(a–c). The electro-
chemical current response in the case of samples grown for
30 s was the highest followed by 60 and 600 s, respectively.
Also, the value of slope of the linear fittings of peak current vs.
the scan rate has values of nearly 0.5, which is indicative that
the reaction proceeds through semi-infinite linear diffusion
(Fig. 4(d)) [5, 6]. For all the samples, the peak to peak
separation, ΔEp, was large enough (≥59 mV) to find out the
kinetic parameter, Ψ using the Nicholson method (Dofor
Ru(NH3)6Cl3=7.63×10

−6 cm2s−1) [30, 32]. Using the peak
to peak separation values in conjunction with Nicholson's
method described by Eq. (3), the electrochemical rate con-

stants k
0

obs

� �
have been calculated and tabulated in Table 1. It

should again be mentioned here that the electrochemical rate
constants shown in Table 1 are apparent rate constants due to
the reasons already discussed above. These values are an order
of magnitude higher than those observed onGCE surfaces and
are commensurate with those observed by Tang et al. [24].

As mentioned earlier, the quantification of edge sites for
electrodes is fundamentally important to understand their elec-
trochemical behaviour. Banks et al. have recently proposed an
approach which allows the quantification of the edge plane
sites using cyclic voltammetry analysis [5, 6]. The method
allows the determination of a quantitative relationship between
electron transfer rate and density of defects viz. edge plane sites

for the electrode material. In order to find out the quantity of
edge sites, the standard electron transfer rate needs to be
calculated which is then compared to the simulated value on
an electrode which consists of edge plane sites only. Consid-
ering Eq. 2 and assuming the diffusion coefficients for oxi-
dized and reduced species are the same, Eq. 2 is reduced to:

k0 ¼ Ψ
pDonFu

RT

� �1
2

ð3Þ

It has been shown that the observed electron transfer rate,
k0
obs

on HOPG electrodes has contributions from both the

basal plane k0basal
� 	

and the edge plane k0edge

� �
[5, 6]. Thus,

the observed electron transfer rate can be written as:

k0obs ¼ k0edge θedge
� 	þ k0basal 1� θedge

� 	 ð4Þ

Where θedge represents the effective number of edge
plane sites. Since the electrochemical reactions over edge
planes are much faster than those occurring over basal plane

k0edge � k0basal

� �
, the Eq. (4) is reduced to [5, 6]:

k0obs ¼ k0edge θedge
� 	 ð5Þ

In order to quantify the number of edge sites (θedge) con-
tributing to the effective electron transfer reaction, the value of,
k0
obs
can be obtained from using the cyclic voltammetry scans in

conjunction with Eq. (5). The electron transfer rate for edge

plane k0edge

� �
of the [Ru(NH3)6]

3+/[Ru(NH3)6]
2+ system has

been determined previously using a commercial simulation

Fig. 4 CV response of pristine
FLGs grown at a 30, b 60 and c
600 s. d Plot of peak current
values vs. square root of the
scan rate in 1 mM Ru(NH3)6Cl3
in 1 M KCl
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package providing a value of 0.4 cm s−1 [5, 6]. Using the
combination of these two values in Eq. 5, the values of θedge
(active sites) has been calculated and shown in Table 1. As
expected, the values of θedge (active sites) reduce with the
increase in the growth time from 4.25 % to approx. 1.45 %
for samples grown for 30 and 600 s, respectively. These values
of θedge are similar to those observed for graphite powder and
carbon nanotubes [5, 6]. It is also worth mentioning here that in
the case of HOPG, the active sites are usually of the order of
0.5 % only [6]. Hence, the FLGs show a much higher propor-
tion of active edges as compared to HOPG and are comparable
to the active sites on CNTs. As discussed before, the presence
of defects can give rise to localised DOS. Since the DOS is
dictated by the defect sites on edge planes, a structure with
higher edges/defect sites would inevitably provide higher elec-
tron transfer rate. Consequently, the amount of edge planes
observed reduces with the increase in the growth time via a
reduction in the areal density of flakes, lowered defect density
and associated DOS.

Oxygen reduction reaction

The cyclic voltammetry scans of pristine and N-doped FLGs
in O2 saturated 0.1 M KOH electrolyte are shown in
Fig. 5(a). It can be clearly observed that N-doped FLGs is
electro-catalytically more active as compared to pristine
FLGs as judged from the positive shift of the overpotential
for ORR by nearly 40 mV and the increase in the current
density [14–18]. To obtain further insight into the electron
transfer kinetics, the number of electrons (n) participating in
the reaction can be worked out using the current response at

various scan rates (Fig. 5(b)) in conjunction with Randles–
Sevcik equation, given by:

Ip ¼ 2:687� 105ACn
3
2 Duð Þ12 ð6Þ

where Ip is the peak current in Amperes, n is the number of
electron participating in the reaction, v is the scan rate in V/s,
D is the diffusion coefficient for oxygen in 0.1 M KOH
(1.73×10−5 cm2s−1), A is the area of the electrode (in square
centimetre) and C represents the oxygen concentration in the
electrolyte (2.4×10−7 molcm−3) [15, 16, 37]. The calculated
values show that ORR on pristine FLGs follows a two-
electron process (n=2.3). For 300 s N-doped FLGs, the value
of n is 3.23; whereas for 600 s N-doped FLGs, the value is
3.45, suggesting a four-electron process for the ORR on the N-
doped FLGs. The results agree with previous reports where it
has been shown that for N-doped FLGs, the ORR reaction
usually proceeds through a four electron pathway, yielding
water as the main end product [15, 21, 37, 38].

While the ability of N-doped graphene to catalyse
ORR has been reported widely, the ability of pristine
graphene to catalyse ORR has been reported only recent-
ly [18, 21, 37]. The catalytic activity of the pristine
FLGs can be explained by understanding the case of
ORR on GCE via the formation of adsorbed super-
oxide ions on the glassy carbon surface [39, 40]. For
N-doped FLGs, the presence of nitrogen functional
groups and its associated effects are responsible for the
oxygen reduction [14–16]. In our studies, the maximum
ORR response was observed from 600 s ECR N-doped
FLGs (Fig. 5(a)). The high resolution XPS spectra of
C1s and N1s regions of pristine and N-doped FLGs is

Fig. 5 Comparison of CV
scans of a pristine FLGs and
300, 600 s N-doped FLGs in O2

saturated 0.1 M KOH (taken at
50 mV/s), b plot of peak current
vs. square root of scan rate for
pristine and N-doped FLGs, c
comparison of cyclic
voltammograms of Pt/CB and
pristine FLG in the absence and
presence of 1 M CH3OH in O2

saturated 0.1 M KOH solution
and d comparison of
chronoamperometric scans of
pristine FLGs and N-doped
FLGs in O2 saturated 0.1 M
KOH solutions
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shown in Fig. 6 (a, b), while the surface elemental
analysis is shown in Table 2. It can be clearly observed
that the ECR plasma treatment was successful in modi-
fying the surface of pristine FLGs by increasing the N
content from 7.24 % for 300 s treatment to 17.30 % for
600 s treatment. The increase in the nitrogen content is
also accompanied by an increase in the oxygen content
due to the high reactivity of functionalised sites on the
graphene flakes [10, 41]. It can be argued that with the
increase in the N content, there is a corresponding in-
crease in the defect density and oxygen content as well.
Indeed, it has been shown in some recent reports that
ORR can be observed in the case of O-doped graphene
as well [18]. However, the response on O-doped ORR is
not as strong as that observed on N-doped graphene [18].
Also, since the reduction mechanisms for oxygen on N-
doped and O-doped electrodes are similar, it is difficult
to distinguish between the two, unless individual moieties
of nitrogen or oxygen can be grafted on the surface.

Hence, further discussion will be restricted to the effect
of N-doping by assuming that O moieties do not con-
tribute significantly to the overall reduction current.
Using the Randles–Sevcik equation, the effective electrode
area is calculated to be 0.289 cm2 for pristine FLGs;
whereas for ECR-treated FLGs, the effective electrode area
is nearly 1.24 cm2 (see supporting information, S3). This
huge increase in the effective area manifests itself into a
large roughness factor of nearly 17.5 for ECR-treated
FLGs as compared to 4.09 for pristine FLGs. The increase
in the observed current density for N-doped FLGs can be
explained in terms of the following: (1) increase in the
effective electronic DOS near the Fermi level and (2)
increase in the defect density leading to higher number
of edge sites. This increase in the defect density can be
thought as synonymous to an increase in the disorder of
the material. This higher localised DOS caused by en-
hanced defect density could be responsible for increased
current density while maintaining favourable fast electron

Fig. 6 High resolution XPS
spectra of a C1s core region
showing the broadening upon
nitrogen doping, b increase in
the N1s signal upon doping, c
deconvolution of N1s spectra of
N-doped FLGs (300 s), d
deconvolution of N1s spectra of
N-doped FLGs (600 s), e
valence band spectra of pristine
and N-doped samples and f
lowering of work function in N-
doped FLGs showing the
enhancement of electronic DOS

J Solid State Electrochem



transfer kinetics on N-doped FLGs. Nevertheless, strong
ORR has been recently reported in the case of nitrogen-
doped graphene quantum dots with oxygen rich functional
groups, and it is believed that the presence of oxygen can
further help in the creation of partial charge on attached
carbon atom [14–16, 21]. From the deconvoluted N1s
spectra that for 600 s sample, it can be observed that
most of the nitrogen functionality is in the form of
pyridinic sites only (peak N1), which can enhance the
ORR activity (Fig. 6(c, d)). These results are in agreement
with those observed by Kundu et al. [38] and Rao et al.
[42], where increased ORR activity was ascribed to
pyridinic groups. Using valence band XPS, we have pre-
viously shown that the effective electronic DOS near the
Fermi level is enhanced upon N doping (Fig. 6 (e, f)).
This enhanced DOS and enhanced electrochemical surface
area can also contribute towards enhanced ORR (see
supporting information S2, S3). As compared to carbon, both
nitrogen and oxygen show higher-electronegativity with the
order of electronegativity being C(2.55) < N(3.04) < O(3.44).
Due to the electronegative nature of the both nitrogen
and oxygen, any carbon atom to which they are attached
will develop a partial positive charge [14–16]. Recent
DFT calculations by Popov et al. have shown that the
incorporated nitrogen itself is not the active site for
ORR, but the carbon atom adjoining a nitrogen atom
has a reduced energy barrier to ORR [43]. Also, the
electron density of the carbon atom is reduced by the
nitrogen doping making the adsorption of the oxygen
molecule easier [44]. Moreover, nitrogen-doping is
known to create surface defects leading to an increase
in the edge plane exposure [10, 45]. Recently, Ozkan et
al. showed that for enhanced ORR, increased edge plane
are needed in conjunction with nitrogen doping for high
ORR activities [45]. Previous reports in the literature
have suggested that pyridinic type nitrogen functionali-
ties can provide enhanced ORR activity [15–18, 38, 42].
This has been explained using the conjugation effect
between the lone pair of electrons of nitrogen and the
π electrons of graphene [14, 38, 42]. Stevenson et al.
have reported on the electronic and electrochemical prop-
erties of carbon nanotubes [46]. In their studies, it was
observed that N doping induces enhanced bulk electrical
conductivity and chemically active sites with localised
enhanced electron density [46]. These sites with en-
hanced electronic density may arise due to the presence
of electron rich pyridinic site with a lone pair of elec-
trons which work in conjunction with the conjugated π
electrons of graphene [46]. In our case, increased edge
planes are observed via the creation of additional defect
sites by the insertion of nitrogen in the carbon lattice.
This insertion of nitrogen also enhances the localised
DOS to provide enhanced ORR. In fact, by the use of

N-doped FLGs, non-enzymatic detection of hydrogen
peroxide can be carried with enhanced sensitivity as
compared to pristine FLGs (see supporting information, S3).

One of the major drawbacks of using transition metal
catalyst such as Pt for ORR is that they are highly suscep-
tible to methanol crossover effects [15]. In alcohol based
fuel cells, the crossover of fuel from anodic to cathodic side
could lower the performance through the depolarizing effect
[15]. This depolarizing effect is observed as the oxidation of
alcohols such as CH3OH, which can commence at a lower
potential than the ORR, thus producing poisonous species
such as CO which can adversely affect the operation of the
fuel cell system [14–18]. The response of Pt/CB and pristine
FLGs in O2 saturated solution, with and without the pres-
ence of 2 M CH3OH is shown in Fig. 5(c). The Pt/CB
electrode shows a much higher preference for CH3OH ox-
idation leading to the complete disappearance of ORR peak.
In comparison, the ORR response from pristine FLGs re-
mains stable. In fact, the response of pristine FLGs actually
increases upon the addition of CH3OH which can be attrib-
uted to the increase in the oxygen species when CH3OH was
added to the solution. In order to study the long-term sta-
bility of the samples, chronoamperometric studies were
performed in O2 saturated 0.1 M KOH solutions for duration
of 2,500 s (Fig. 5(d)). The samples were studied at their
respective onset potentials, and hence the observed current
is less than peak current density. For all the samples, 2 M
CH3OH was injected after 750 s. Both the samples showed
very stable response with the pristine FLGs retaining nearly
72 % of its starting current, while the N-doped samples
retained nearly 95 % of its starting current. Thus, both
pristine and N-doped FLGs show excellent and long-term
electrochemical activity for ORR which is unhindered by
the presence of methanol.

Conclusion

The FLG nanoflake films, as advanced electrode mate-
rials, were prepared and extensively investigated using a
variety of electrochemical probes. The FLGs exhibit fast
electron transfer kinetics which can be attributed to the
high degree of edge planes, acting as the active sites for
electrochemical reactions. An estimation of the edge
plane active sites was carried out using a quantitative
relationship between heterogeneous electron transfer rate
and edge density. These studies aided in the understand-
ing of the relationship between the microstructure, areal
density and electrochemical properties of FLG electrodes.
Furthermore, a facile plasma-based route for nitrogen
doping of FLGs was developed. The N-doped FLGs
show excellent performance for ORR in alkaline condi-
tions with long-term stability and tolerance to methanol
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crossover. To conclude, both the pristine and N-doped
FLGs provide an excellent platform to study the electro-
chemical behaviour of edge planes whilst providing fur-
ther opportunities to create the next generation of
functional electrodes for electrochemical applications.
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