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ABSTRACT: G-quadruplexes connected into long, continuous
nanostructures termed G-wires show properties superior to dsDNA
when applied in nanotechnology. Using AFM imaging, we systematically studied surface adsorption of a set of G-rich oligonucleotides
with GC-termini for their ability to form long G-wires through G:C
pairing. We investigated the eﬀects of increasing sequence length, the
type of nucleotide in the side loops, and removal of the CG-3′
terminus. We found that sequences with adenine in the side loops
most readily form G-wires. The role of magnesium as an eﬃcient
surface-anchoring ion was also conﬁrmed. Conversely, as resolved
from dynamic light scattering measurements, magnesium had no
ability to promote G-quadruplex formation in solution. These insights
may help in selecting prosperous candidates for construction of Gquadruplex based nanowires and to explore them for their electronic
properties.

■

INTRODUCTION

For a long time, double-stranded DNA (dsDNA) was
considered to be an optimal building block for molecular
electronics. Its molecular recognition and self-assembling
properties enable bottom-up organization into nanoscale
architectures. But a number of studies on diﬀerent DNAbased systems failed to unambiguously measure their electrical
conductivity. Only recently, reproducible charge transport
measurements in guanine-quadruplex DNA (G4-DNA) structures were reported.1 This ﬁnding is expected to renew the
interest in DNA-based nanoelectronics.
Quadruplex DNA is formed from guanine-rich DNA
molecules so that four guanine (G) residues associate via
Hoogsteen hydrogen bonding into G-quartets (G4) (Figure
1a), while π−π stacking of G-quartets produces the quadruplex
stem. When G-rich DNA or oligonucleotides self-assemble into
long, continuous quadruplex-based superstructures they are
termed G-wires. These nanowires have mechanical properties
superior to dsDNA in regard to potential use in nanocircuity:
they resist enzymatic degradation and are mechanically and
thermally stable.2,3
Transport measurements combined with theoretical modeling1 suggested that electrical transport in G4-DNA occurs by a
thermally activated hopping between multiquartet segments.
Due to this, it is essential to build G-wires with an unperturbed
quadruplex stem. We recently showed that long G-wires can be
constructed through cohesive self-assembly of GpC and CpG
“sticky ends”.4 In this arrangement GC-overhangs are used to
© 2016 American Chemical Society

Figure 1. (a) Four guanine (G) residues form a planar G-quartet. (b)
A (G:C:G:C) quartet.7 (c) Bonding scheme of sequences containing
both 5′ and 3′ GC-ends; guanine is represented by gray and cytosine
by dark spheres. The basic building block is a bimolecular quadruplex
with either A, T, or TC in the side loops. (d) Bonding sequences
without CG3′ ends. G-wire growth at the 3′-end proceeds via terminal
G-quartet stacking.

link two quadruplex stems via (G:C:G:C) quartets based on
Watson−Crick G:C base pairing (Figure 1b). A model
sequence d(GCGGAGGCG) was deposited on mica substrate
to test this principle. Atomic force microscopy (AFM) proved
the formation of several hundred-nanometer long wires with an
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Table 1. Oligonucleotides Used to Study the Eﬀect of Sequence Length, Side Loop Nucelotide Type, and 3′-GC Overhang
Removal
sequence length
type of nucleotide in the side loop
removing the 3′-GC overhang

d(GCGGTG4TGGCG), d(GCGGTG4TG4TGGCG), d(GCGGTG4TG4TG4TG4TGGCG)
d(GCGGTGGCG), d(GCGGTCGGCG), d(GCGGAGGCG)
d(GCGGTGG), d(GCGGTCGG), d(GCGGAGG)

Figure 2. Eﬀect of oligonucleotide length on G-wire formation on freshly cleaved mica, no magnesium added. Only sequence d(GCG2TG4TG2CG)
showed organized structures (left panel in (c)) and the height distribution of the selected section gave an average height of the wires, h = 2.5 nm
(right panel in (c)). The scale bar in all images corresponds to 200 nm.
the substrate with distilled water. Then the sample was left to dry for
at least 1 day at ambient conditions.
For the substrate, either freshly cleaved V-1 muscovite mica or mica
coated with magnesium ions to promote nucleic acids binding was
used. To coat the mica with Mg2+ cations, 500 μL of saturated MgCl2
solution was deposited on a freshly cleaved mica sheet. After a short
adsorption time, the excess solution was removed with a pipet and the
surface was washed with distilled water and dried at room temperature
for at least 20 min.
AFM imaging was performed on a Veeco Dimension 3100
apparatus with a Nanoscope IV Controller (Veeco Metrology, Inc.,
Santa Barbara, CA). A silicon cantilever (OTESPA7) with resonance
frequency of 320 kHz and tip radius between 3.6 and 5.6 nm was used.
All the images were recorded in “tapping mode” to minimize the
contact with the surface architectures. The height distribution of the
surface features was obtained with the Bearing function in Nanoscope
software and analyzed by ﬁtting a Gaussian curve to the obtained
distribution function.
Dynamic Light Scattering. DLS experiments were performed on
sequence d(GCG2TG4TG2CG) which was diluted to a 1 mM
concentration with a corresponding buﬀer. The setup consisted of
an ALV-5000/60X0 Multiple Tau Digital Correlator (ALV-Laser
Vertriebgesellschaft), a goniometer, and an avalanche photodiode
detector. The light source was a frequency doubled Nd:YAG laser
operating at λ = 532 nm. The scattered light was detected at scattering
angles 40° ≤ θ ≤ 130°.
The theoretical background of DLS investigations on G-quadruplex
systems was described in detail previously.9,13,15 Two diﬀusive
dynamic modes were observed in all measurements. The measured
intensity autocorrelation functions were ﬁtted to the following
dependence:16

average height of 1.7 nm, a value that is typical for Gquadruplexes when studied by AFM.2,5,6
In this study, we extended our previous work to establish
candidates for the formation of long, continuous G-wires. The
previously used model sequence d(GCGGAGGCG) was
altered by (i) exchanging adenine (A) in the side loop with
either thymine (T) or thymine-cytosine (TC), (ii) increasing
the length of the oligonucleotide by increasing the number of
repetitive d(TG4) segments in the G-quadruplex stem, and (iii)
removing a GC-overhang. We also tested if magnesium ions
have an eﬀect on stimulating G-wire anchoring to mica.
Oligonucleotides were deposited onto freshly cleaved mica
substrates by drop-coating from solution and the obtained
surface structures were analyzed with atomic force microscopy.
For comparison, we tested the eﬀect of magnesium ions on Gwire growth inside solutions by dynamic light scattering (DLS).
Although not routinely used for studying the formation of Gquadruplexes, DLS can provide valuable information on
quadruplex dimensions and their solution behavior.8−13

■

MATERIALS AND METHODS

Materials. All oligonucleotides (Table 1), except d(GCG2TG4TG2CG), were purchased from Eurogentec (Seraing, Belgium) as
40 nM desalted syntheses and reconstituted in water. Oligonucleotides
were folded by dialysis that was performed at a concentration of 100
μM DNA in the presence of 100 mM NaCl buﬀered with 10 mM
sodium phosphate buﬀer (NaPi) at pH 6.8. The dialyzed solutions
were diluted to speciﬁed concentrations just prior to surface
deposition.
Oligonucleotide d(GCG2TG4TG2CG) was purchased from Generi
Biotech (Czech Republic) as a 4 mM aqueous solution desalted on a
Sephadex G-25 column. It was diluted in 10 mM NaPi buﬀer (pH 6.8)
with 100 mM NaCl to the desired concentration to be used for either
surface coating or dynamic light scattering. A small set of these
solutions was additionally preincubated with 10 mM MgCl2 to
investigate the eﬀect of magnesium ions on G-quadruplex formation in
solution.
AFM Measurements. The procedure used for preparation of the
surface ﬁlms and then AFM imaging was in general following the
protocol described by Vesenka.14 The samples were obtained by
dropping 5 μL of 20 μM oligonucleotide solution onto the substrate.
After 15 min of drying, the excess material was removed by washing

g2(t ) = y0 + (1 + jd (a f exp(−t /τf )sf + (1 − a f )exp(−t /τs)ss − 1))2

(1)
where y0 is the baseline correction, jd the ratio between the intensity of
the light that is scattered inelastically and the total scattered intensity,
af the amplitude of the faster diﬀusive mode, and τi the relaxation time
of the ith diﬀusive mode. The stretch exponent parameter si, which can
attain values 0 ≤ si ≤ 1, is a qualitative measure of the width of the
distribution of relaxation times. The value of si was usually close to 1,
indicating a narrow distribution of relaxation times. The translational
diﬀusion coeﬃcient was obtained from the relation

Di = 1/(τiq2)
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Figure 3. Eﬀect of the nucleotide in the side loop and CG-3′ removal on G-wire formation on freshly cleaved mica, no magnesium added. Globular
structures in (a) and (d) have variable heights between 2 and 7 nm, while the height of thin threads in (b) and (e) is below 1 nm. Sequences with
adenine formed wirelike structures, (c) and (f). Right panel in (c) shows the height distribution along wires labeled 1 and 2 in the left (c) panel. The
wires in image (f) had often two diﬀerent heights as evident from the height proﬁle along a selected wire (right panel in (f)). The scale bar in all
images corresponds to 200 nm.
where q is the scattering vector deﬁned as q = (4πn/λ)sin(θ/2), n =
1.33 is the solution refractive index, and λ is the laser wavelength.
From the diﬀusion coeﬃcients, the dimensions of the scattering
objects in solutions can be estimated. The corresponding hydrodynamic radius was calculated as
RH =

kBT
6πηD

surface anchoring ions were used to attract a larger number of
oligonucleotides onto the substrate.
The model of G-wire formation via GC-sticky ends (Figure
1c) is independent of the nucleotide in the side loop. To test
the validity of this hypothesis, adenine in the previously studied
sequence4 d(GCGGAGGCG) was selectively exchanged by
thymine or thymine-cytosine.
Surface structures of the three sequences deposited on
freshly cleaved mica diﬀered considerably. Sequence d(GCGGTGGCG) formed only globules of varying size (Figure 3a),
very similar to analogous longer oligonucleotides with thymine
in side loops (Figure 2a, b). The sequence d(GCGGTCGGCG) showed more variable surface structures (Figure 3b).
There were a few bright globular structures with unknown
inner structure that had heights around 3 nm. These tall
structures were connected by thin threads with heights of 1 nm
or less. The surface is also covered with a number of small dots
most probably presenting collapsed single oligonucleotides. In
contrast, sequence d(GCGGAGGCG) formed wirelike structures up to 0.5 μm long. Interestingly, the wires appeared to be
of two diﬀerent heights, indicating structures with diﬀerent
diameters. The long rectilinear wire in Figure 3c, labeled with 1,
had an average height of (1.10 ± 0.12) nm. The shorter and
thicker wire, labeled 2, was notably higher with h = (1.72 ±
0.22) nm. While the value of 1.7 nm is less than the diameter of
a typical quadruplex (2.8 nm), it coincides with the previously
reported values for the same sequence,4 for G-wires from 5′GMP,6 and also for sequence d(GGGGTTGGGG).5 More
puzzling are the 1.1 nm high wires, which can be attributed to
some long-range assemblies, but are not necessarily G:C linked
quadruplex wires. Indeed, similar extremely straight and long
wires were only reported for the mononucleotide 5′-GMP6
where the lack of a restraining sugar−phosphate backbone

(3)

with kB being the Boltzmann constant and η the solvent viscosity.
From the two diﬀusive dynamic modes, the faster diﬀusive mode (Df ≈
10−10 m2/s) is assigned to the diﬀusion of individual G-quadruplexes
and their assemblies. The slower diﬀusive mode is assigned to large
globular aggregates with hydrodynamic radii in the range of
micrometers and is a typical feature of many polyelectrolyte systems
including G-quadruplex solutions.10,11,17,18

■

RESULTS AND DISCUSSION
Our previous work on solution assembly10 showed that long
oligonucleotides possessing several repeating d(GGGGT) units
formed larger assemblies. Polyacrylamide gel electrophoresis
(PAGE) revealed that in the series d(GCG2TG4TG2CG),
d(GCG2TG4TG4TG2CG), and d(GCG2TG4TG4TG4TG4TG2CG), the latter oligonucleotide exhibited the largest number
of migrating bands with high molecular weight. To test if the
same holds also for surface assembly, the same sequences were
deposited onto freshly cleaved mica and investigated by AFM
(Figure 2). Surprisingly, the two longest sequences showed no
regular structures, just globular aggregates of variable height,
between 2 and 6 nm. Only sequence d(GCG2TG4TG2CG)
formed bands of irregular shape, but with quite regular height h
= (2.53 ± 0.15) nm suggesting possible G-wire formation
(Figure 2c). Moreover, these nanowires were surrounded by
shorter structures with similar heights, around 2.5 nm. They
most probably present single quadruplexes that failed to
connect into longer wires during surface deposition since no
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DOI: 10.1021/acs.langmuir.6b01222
Langmuir 2016, 32, 7056−7063

Article

Langmuir

Figure 4. Deposition of d(GCGGXGG) sequences onto Mg2+ covered mica substrates. The height of most wires in (a) was below 1 nm, while the
thin threads in (b) were uniformly high (0.8 nm). The wires observed in (c) exhibited a signiﬁcantly larger height of 2.2 nm, thus conﬁrming
quadruplex formation. The scale bar in all images corresponds to 200 nm.

Figure 5. Sequence GCG2TG4TG2CG preincubated in 10 mM MgCl2 and deposited onto freshly cleaved mica forms a large network of G-wires
with a clear preferential direction (a). A cross section along the yellow line in (b) shows a uniform height of the network (c), while the graph in (d)
represents the height distribution of surface features in image (b). The scale bars correspond to 1 μm (a) and to 200 nm (b).

enabled an optimal structural ﬁt of the quadruplex to the
underlying mica substrate.
Oligonucleotides with GC-overhangs are expected to form
G-wires by (G:C) linkages between two successive quadruplexes. If one GC- terminal group is removed then a ﬂat Gquartet terminates the quadruplex. Stacking of terminal Gquartets competes successfully with the formation of
(G:C:G:C) linkages in the process of G-wire growth.13 We
explored this possibility in surface growth by removing the
terminal CG-3′ ends from the previously studied set of
oligonucleotides. The three new sequences, d(GCGGTGG),
d(GCGGTCGG), and d(GCGGAGG), behaved quite similarly
to the sequences with both GC overhangs. The sequence with
thymine formed globular structures of diverse height (Figure
3d), while sequence with TC-loops formed smaller globules
and threadlike structures (Figure 3e). Only d(GCGGAGG)
was capable of wire formation (Figure 3f), although these wires
were shorter than the ones for d(GCGGAGGCG). Again wires
of two diﬀerent heights were observed. Quite frequently these
wires were at one end higher and broader and then became
smaller and thinner. A detailed section analysis for one such
wire is shown in Figure 3f. The average heights are (1.80 ±
0.01) nm and (1.35 ± 0.01) nm for the higher and lower part of
the wire, respectively. The removal of the CG-3′ overhang
therefore did not substantially alter the surface structures of the
investigated oligonucleotides.
From Figures 2 and 3, it is evident that the investigated
sequences exhibit a low adsorption tendency for freshly cleaved
mica. To bind negatively charged DNA onto like-charged mica,

divalent cations are standardly used, either by using them in the
buﬀer or with a pretreated mica. The adsorption process is
driven by the cooperative eﬀect of divalent metal ion
interaction with the mica surface groups, divalent metal ion
condensation along DNA, and end-to-end DNA interactions.19−23 Magnesium ions are generally preferred with respect
to the transition metal cations that coordinate more strongly to
the DNA bases.
We deposited a thin layer of Mg2+ ions on mica and repeated
the surface deposition of d(GCGGXGG) sequences from
Figure 3d−f. Evidently, Mg2+ ions stimulated the formation of
wirelike structures (Figure 4), but the height of these wires was
diﬀerent for each sequence, indicating a diﬀerent assembling
pattern. Sequence d(GCGGTGG) formed wires of variable
height and width (Figure 4a), usually connecting some globular
structures. The height of most wires was below 1 nm, but a few
wires with an intermediate height of 1.3 nm were also formed.
These could be interpreted as some soft quadruplex
structures, probably with a folding topology diﬀerent from
the one proposed in Figure 1. For d(GCGGTCGG) wires of a
more uniform height of about 0.8 nm were formed indicating
that these structures are not quadruplexes, but rather single
loosely bundled oligonucleotides (Figure 4b). The substrate
was also covered with a number of small dots similar to the
ones in Figure 3b, most probably single oligonucleotides. Dark
patches in Figure 4b were areas where the substrate was not
covered by magnesium ions, and there is a strong contrast
between the bare mica and the surface adsorbed magnesium
layer. But these dark patches did not inﬂuence the surface
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assembly of the oligonucleotides which preferentially adsorbed
onto the magnesium layer. Finally, sequence d(GCGGAGG)
assembled into an interconnected network of wires with a welldeﬁned height of (2.24 ± 0.16) nm (Figure 4c).
To learn more about the eﬀect of Mg2+ ions on G-wire
formation, we added them to the buﬀering solution instead of
depositing them directly onto mica. Mg2+ ions were previously
found to eﬀectively stimulate tethering of G-wires onto
mica.5,14 In our study, the sequence GCG2TG4TG2CG was
preincubated in 10 mM MgCl2 and the samples were prepared
following the usual procedure and deposited onto freshly
cleaved mica. Impressively, the formation of an extensive
network of broad wires took place (Figure 5). These wires,
although not really straight, exhibited a large-scale preferential
direction. The main orientation was only interrupted by a few
patches of wires organized in a direction forming a 60° angle to
the main direction (Figure 5a). A tendency toward preferential
orientation could be observed already for the d(GCGGAGG)
network on Mg2+ treated mica (Figure 4c). Here the
preferential axis lies along the diagonal of the image and the
G-wires branch out at roughly 60° or 120°. Due to the
relatively smaller surface coverage by these wires, however, the
eﬀect is less pronounced. Orientational eﬀect of the mica
substrate on the adsorption of G-wires was extensively studied
before.24,6 It was found that phosphate groups with condensed
magnesium ions along the G-wire backbone orient themselves
so that the magnesium ions replace potassium vacancies on the
underlying mica substrate.
A cross section of the network taken along the orange line in
Figure 5b clearly shows the well-deﬁned height of the structures
(Figure 5c). A complete analysis of Figure 5b gave the average
value for the height distribution h = (2.62 ± 0.21) nm (Figure
5d), which is already close to the expected quadruplex
diameter. In our last step, we combined both approaches:
sequence GCG2TG4TG2CG was preincubated in 10 mM
MgCl2 and then deposited on mica coated with the same ions.
Again an extensive network of well organized wires was formed,
very similar to the one shown in Figure 5 (data not shown).
As a ﬁnal test, we investigated if Mg2+ ions induce G-wire
formation already during preincubation in the MgCl2 solution
or rather during the deposition process. We used dynamic light
scattering to study the size of scattering objects in a 1 mM
GCG2TG4TG2CG solution in the presence of 100 mM NaCl
buﬀered with 10 mM NaPi (Figure 6). Measurements were
taken for scattering angles between 40° and 130° and a
translational diﬀusion coeﬃcient of D = (1.18 ± 0.02) × 10−10
m2/s was calculated. The measurement was repeated for the
same solution with an addition of 10 mM MgCl2, and a similar
value of D = (1.09 ± 0.01) × 10−10 m2/s was obtained. The
slightly smaller value of D for magnesium containing solution
could be attributed to additional screening coming from the
extra cations, an eﬀect typical for polyelectrolyte solutions.25,26
DLS measurements were also visualized using the CONTIN
algorithm27 in ALV software. A distribution function for the
relaxation times of the scattering objects was calculated and
converted into the distribution function of the hydrodynamic
radii of the two solutions (RH = 1.9 nm if no Mg2+ is added and
RH = 1.7 nm with 10 mM Mg2+) (inset in Figure 6). These
results clearly demonstrated that Mg2+ ions do not stimulate Gquadruplex formation and G-wire growth inside a solution. It is
rather their ability to bind oligonucleotides to mica that brings
together a critical number of sequences needed to organize
themselves into long G-wires.

Figure 6. Dynamic light scattering results for 1 mM GCG2TG4TG2CG prepared with or without 10 mM MgCl2. Solid lines are ﬁts to
eq 2. The inset shows the distribution function of the hydrodynamic
radius for both solutions obtained from eq 3. Both results suggest that
magnesium ions have nearly no eﬀect on quadruplex formation in
solution.

To summarize, we investigated a number of short G-rich
oligonucleotides with GC-overhangs to test their ability to form
long G-wires on surfaces. Several conclusions can be drawn
from our results and are summed up as follows:
1. Adenine Works Best. From all the investigated
sequences, those having adenine in the side loop most readily
formed organized structures even without the addition of
magnesium ions. Sequence d(GCGGAGGCG) formed long
rectilinear wires with lengths above 300 nm and apparent
height of 1.1 nm. At the same time, shorter but higher h = 1.7
nm wires were observed. If the 3′GC-end was removed from
this sequence, it was still able to form wires, but they were
much shorter with lengths below 200 nm. Their height was
either 1.3 or 1.8 nm and in some cases the wires had both
heights. Upon addition of magnesium as a surface bridging ion,
sequence d(GCGGAGG) formed a large network of broad
bands of closely packed wires with and apparent height of 2.2
nm. In contrast, none of the sequences containing TC in the
side loops formed quadruplex structures, not even on
magnesium-coated mica. The ﬂanking TC nucleotides seem
to be too large to enable G-wire formation or for some reason,
this kind of arrangement is not favored by surface adsorption.
Using NMR spectroscopy we have previously demonstrated
that d(GCGGXGGY) adopts a folding topology containing X
in the side loops.28 Kinetic measurements indicated diﬀerent
folding mechanisms, since association kinetics of A and TC are
favored at lower temperatures in contrast to T and TT. The
architectures are also stabilized diﬀerently. The NMR solution
structures indicate that A is part of a hexad hydrogen bond
alignment and therefore not available for surface interactions,28
while T loops out making this base available for hydrophobic
interactions.7 This diﬀerent solution behavior gives an
indication why diﬀerent surface structures could be formed
when the nucleotide in the side loop was varied.
2. Size Does Not Matter. A set of sequences with
increasing number of d(TG4) runs was investigated, from
d(GCGGTGGCG) (Figure 3a) all the way to d(GCGGTG4TG4TG4TG4TGGCG) (Figure 2). Unlike the previously
performed PAGE study, in which the longest sequence formed
the longest solution aggregates,10 there was no consistency in
the formation of surface structures. Moreover, only sequence
d(GCGGTG4TGGCG) exhibited a limited number of organized structures with h = 2.5 nm without surface bonding
magnesium. A similar comparative study was previously
7060
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performed on sequences d(G2T2G2), d(G4T2G4), and d(G6T2G6),29 but also there no proportionality between
tendency for G4-wire formation and sequence length was
observed, with only d(G4T2G4) readily forming G-wires.
3. Quadruplex Formation and Surface Bonding with
Magnesium. As widely established,5,19,22,30,31 magnesium ions
considerably promote surface anchoring of oligonucleotides.
However, we found that they cannot induce G-quadruplex
formation, if there is no intrinsic tendency for it. Sequences
d(GCGGTGG) and d(GCGGTCGG) did not form organized
structures on mica (Figure 3d,e). When they were deposited on
mica coated with magnesium, some oligonucleotides were
bound to the substrate forming wires, but their height (<1 nm)
indicated that no quadruplex structures were formed (Figure
4a,b). Sequence d(GCGGAGG), on the other hand, having an
intrinsic tendency toward quadruplex formation as resolved in
Figure 3f, developed a large network of G-wires when assisted
by surface anchoring magnesium.
The eﬀect of magnesium on surface bonding of G-wire
forming oligonucleotides was additionally compared to its
solution eﬀect. As clearly evident from DLS measurements
(Figure 6), the addition of 10 mM MgCl2 into the buﬀering
solution does not notably alter the diﬀusion coeﬃcient or the
hydrodynamic radius of the quadruplex structures in solution.
Although the role of magnesium and other divalent ions as
DNA-mica anchoring ions is well established, much less is
known about their exact mode of operation inside solution. It
was proposed32 that nonspeciﬁcally bound Mg2+ ions could
induce attraction between short DNA strands by reducing the
repulsion between negatively charged phosphate groups. This
eﬀect depends on Mg2+ concentration as well as DNA length
and concentration. At concentrations that are standardly used
for solution studies (coligo = 1 mM, cMg = 10 mM) the eﬀect of
magnesium is expected to be relatively small, in agreement with
our DLS results. This changes during the process of dropdeposition when samples for AFM imaging are prepared.
Through the process of evaporation the initial 20 μM
oligonucleotide concentration increases dramatically, as do
the concentrations of Mg2+ and the structure directing Na+
ions. Molecular crowding conditions are reached, but
unfortunately solution techniques like DLS cannot be
employed in this regime. It is, however, these crowding
conditions where the magnesium ions become really eﬀective in
screening the electrostatic repulsion and bringing together the
sequences. But as was discovered by Lin et al.,23 magnesium
could not precipitate any other structures (ssDNA, duplex,
triplex, i-motif, or hairpin) than G-quadruplexes, no matter how
high the Mg2+ concentration. This shows that Na+ or K+ ions
are needed as structure directing cations for G4-DNA. After
this, Mg2+ ions act to neutralize the negative charge of DNA
through their strong aﬃnity for phosphates thus enabling axial
quadruplex elongation via π−π stacking of terminal G-quartets
or, in our case, the formation of G:C linkages. And only after
that, Mg2+ can facilitate surface anchoring, again by electrostatic
screening, this time between the DNA phosphate groups and
the negatively charged mica substrate.
4. The Problem of G-Wire Height. A number of diﬀerent
organized surface architectures were observed in our study
exhibiting apparent heights of a considerable diversity. In
literature, G-wire heights between 1.0 and 3.5 nm were
reported (Table 2). These values depended on the method
(AFM, STM), type of substrate (mica, gold, graphite), structure
directing cations, and the use of Mg2+ for surface bonding.

Table 2. Apparent Height of G-Wires from Literature
sequence
5′-GMP6
d(G4T2G4)5

d(G4T2G4)37
d(G)1038
d(TG4T)39
d(GCG2AG2CG)4
photonic DNA
chromophore40
monomolecular
G-wires from
poly(G)
strands33,41,42
biotin−avidin
G4-DNA42,43

structure
directing cation
NH4
Na
K
Na/spermidine
Na
Na/K
Na
Na/K
Na
K
K or no cation

substrate

Mg2+ for
AFM
deposition

wire
height
[nm]

mica
mica
mica
mica
mica
mica
graphite
graphite
graphite
mica
mica

no
yes
yes
yes
yes
yes
no
no
no
no
yes

1.9
1.3
1.7
2.3
2.4
2.2
1.5−3.5
2.1
1.9
1.7
1.5

mica
gold

yes
no

1.0−1.2
1.2

mica
gold

yes
no

2.2
1.7

More recently, it was also established that strand directionality
could inﬂuence G-wire stiﬀness.33,34 As a rule, the apparent
height of G-wires on surfaces is generally smaller than the
solution diameter of the quadruplex (2.8 nm), however, this
eﬀect is still much less pronounced than for dsDNA. While
dsDNA partially unwinds and is pinned down to the
substrate,35 the quadruplex structures are expected to largely
keep their shape. Some degree of quadruplex ﬂattening is still
expected to take place due to sample compression by the
surface forces and the deformation from the tip pressure
applied to the structures during AFM scanning.36 But, it is
rather surprising that intramolecular G4-DNAs with antiparallel
conﬁguration were observed to have an apparent height of 1.0−
1.1 nm, a value typically reported for dsDNA. This opens up
the question, whether those nanowires really had the
quadruplex structure as observed in the solution or did the
structure change during surface deposition thus leading to some
intermediate structures or alternative folds.
For the sequences with GC-overhangs, the observed
apparent heights can be interpreted as follows:
(i) Wires with 2.5 nm ≤ h ≤ 2.6 nm formed from
d(GCGGTG4TGGCG) are higher than most of other G-wires
reported. This conﬁrms their proposed bimolecular structure
with a nucleotide in the side loops (Figure 1c) that results in a
stiﬀer G-wire with and apparent height close to the solution
diameter of 2.8 nm. This is additionally conﬁrmed by the fact
that the wire height is not notably aﬀected by the presence of
magnesium.
(ii) Wires with 1.7 nm ≤ h ≤ 1.8 nm observed for
d(GCGGAGGCG) and d(GCGGAGG) when no magnesium
was added could still have the proposed structure. These
sequences, however, are relatively short resulting in small
quadruplexes. When assembled into G-wires such structures
would appear softer and more easily deformable. The addition
of Mg2+ buttresses the wires and their apparent height increases
to 2.2 nm, indicating a stiﬀer structure.
(iii) Wires with 1.1 nm ≤ h ≤ 1.3 nm fall in between
quadruplex structures and single oligonucleotides laying on the
surface (h < 1.0 nm). Such apparent heights signify some
partially organized structures, for instance, incompletely folded
quadruplexes resulting from some intermediate structures
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frozen-in during the process of surface-deposition. Another
possibility is that these surface structures have a diﬀerent
folding topology from the solution structures, since surface
interactions and the addition of stabilizing cations can be quite
speciﬁc.
In general, our results signify that more importance should
be given to the observed diﬀerences in the apparent heights of
G-wires. The large variation in the values observed in our
investigation as well as reported in the literature, 1.0 nm ≤ h ≤
2.6 nm, cannot be just interpreted in terms of diﬀerent
experimental conditions, but the possibility of alternative
folding patterns should be taken into account.

Author Contributions

CONCLUSIONS
A large set of short G-rich oligonucleotides with GC-termini
was systematically studied for their ability to form surfaceadsorbed G-wires via (G:C) linkages. Our observations show
that the increased length of the oligonucleotide and the
corresponding number of repeating d(TG4) units do not have a
stimulating eﬀect on G-wire growth. This is quite in contrast to
the solution behavior of the same sequences observed
previously by PAGE.
Although a simple “GC sticky-ends” model suggests that the
quadruplex fold and G-wire growth are independent of the
nucleotide in the propeller loop, like in d(GCGGXGGCG),
this nucleotide proved to play an important role in surface
organization. In general, adenine was found to enable G-wire
formation in diﬀerent sequences and even without the help of
surface-anchoring magnesium ions. Thymine-cytosine pairs in
the side loop, on the other hand, evidently disrupted the
process of G-wire formation. G-wire growth through (G:C)
connectivity was found to be equally eﬀective as growth
through terminal (G:G:G:G) stacking in sequences where the
CG-3′ end was removed (Figure 3). For any practical use as
nanowires, though, the preferred mode of G-wire growth would
be through an unperturbed quadruplex stem linked by G:C
connections.
The eﬀect of magnesium ions on G-wire growth was
explored in detail. Magnesium was very eﬀective in surface
anchoring of the oligonucleotides, like generally established.
But, only those sequences that show formation of G-wires on
freshly cleaved mica already without the presence of
magnesium, exhibit extensive G-wire growth through magnesium as the bridging ion. Additionally, it was shown by dynamic
light scattering measurements that magnesium ions in solution
do not induce G-wire growth at concentrations standardly used
for solution assembly. The eﬀect of magnesium ions is therefore
attributed to the surface anchoring of preformed quadruplexes
in the process of solvent evaporation during surface deposition
and substrate preparation. Finally, we observed a wide
distribution of G-wire heights, from 1.1 to 2.6 nm, indicating
diﬀerent arrangements depending on the details of the
molecular structure and substrate properties. This work
represents a step toward designing new G4-DNA nanowires
to be explored for their potential use in DNA-based
nanoelectronics.
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